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Effect of surface reconstruction on the structural prototypes
of ultrasmall ultrabright Si 29 nanoparticles

L. Mitas,a) J. Therrien, R. Twesten, G. Belomoin, and M. H. Nayfehb)

Department of Physics, University of Illinois at Urbana-Champaign, 1110 W. Green Street,
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~Received 11 October 2000; accepted for publication 23 January 2001!

We propose, using density functional, configuration interaction, and quantum Monte Carlo
calculations, structural prototypes of ultrasmall ultrabright particles prepared by dispersion from
bulk. We constructed near spherical structures~Td point group symmetry! that contain 29 Si atoms,
five of which constitute a tetrahedral core and the remaining 24 constitute a hydrogen terminated
reconstructed Si surface. The surface is a highly wrinkled or puckered system of hexagons and
pentagons~as in a filled fullerene!. We calculated, for several surface reconstruction models, the
coordinates of atoms, the absorption spectrum, the absorption edge, polarizability, and the electron
diffraction pattern. The Si29H24 ~six reconstructed surface dimers! gives a size of 0.9 nm, an
absorption spectrum and bandgap~3.560.3 eV!, in fair agreement with measurement. The structure
yields a polarizability of 830 a.u. with an effective ‘‘dielectric’’ constant of;6.0. The calculated
electron diffraction of single particles shows residual crystalline coherent scattering for large but not
small scattering angles. ©2001 American Institute of Physics.@DOI: 10.1063/1.1356447#
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Bulk crystalline silicon has been recently dispersed i
ultrasmall luminescent Si nanoparticles with electronic a
optical properties.1–4 The particles are ultrabright blue lum
nescent such that emission from single particles is rea
detectable.1 The emission from aggregates of the partic
exhibit highly nonlinear stimulated emission,2 collimated
blue beam emission,3 and exhibit second harmoni
generation.4 The particle’s capacitance is small enough su
that single electron charging energy or the quantum confi
ment electronic energies are much larger than the ther
agitation energy at room temperature or higher.5 Direct trans-
mission electron microscopy imaging shows that the p
ticles are;1 nm in diameter with spherical shape. Aug
electron and infrared spectroscopy show that they are hy
gen terminated with reconstructed surface. The partic
may, however, be prepared with an oxygen termination.6

In this letter, we explore, using a combination of t
density functional generalized approximation, single exc
tion configuration interaction, and quantum Monte Ca
computation,7–10 some structural prototypes and propert
of near spherical ultrasmall Si particles scaled down fr
bulk. We determine the coordinates of the atoms, absorp
spectrum, absorption edge, and polarizability for several
face reconstruction models. One interesting structure c
tains 29 atoms, five of which constitute a single tetrahed
core and the remaining 24 constitute a hydrogen termina
reconstructed Si surface~Si29H24, with six reconstructed sur
face dimers!. The surface is a highly wrinkled or puckere
system of hexagon and pentagon rings. The relaxed pr
type gives a diameter of 0.9 nm, an absorption spectrum
absorption edge~3.560.3 eV!, giving the best agreemen
with measurement. The structure yields a polarizability
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830 a.u. with an effective dielectric constant of;6.0 ~12%
accuracy!, a drop by a factor of 2 from bulk. The calculate
electron diffraction shows residual crystalline coherent sc
tering for large but not small scattering angles.

The computational search started from a spherical pi
of a crystalline bulk Si which, for a size of;1 nm, contains
29 atoms~magic number for the Td point group symmetry!.
We examined several surface models with hydrogen sat
tion and reconstruction of the dangling bonds. The abso
tion edge is known to increase with hydrogen saturation
cause dangling bonds produce extra states in the gap.
examined three surface structures. All dangling bonds w
first terminated by hydrogen resulting in the Si29H36 system
as shown in Fig. 1~a!. By eliminating 12 H atoms, we arrived
at a structure of Si29H24 @shown in Fig. 1~b!# with six recon-

te

FIG. 1. Configuration structures of a particle that contains 29 atoms~magic
number for the Td symmetry and spherical shape!. Silicon atoms~gray!, and
hydrogen atoms~white!. ~a! All dangling bonds are saturated with hydroge
~b! Twenty-four of the 36 dangling bonds are terminated by hydrogen w
six reconstructed surface Si dimers.~c! Twelve of the 36 dangling bonds ar
terminated by hydrogen with 12 reconstructed surface Si dimers.
8 © 2001 American Institute of Physics
 license or copyright; see http://apl.aip.org/apl/copyright.jsp
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structed surface H–Si–Si–H dimers in a manner similar
the well-known Si~001! surface 231 reconstruction.8 Recon-
structed Si–Si bonds have recently been proposed a
source of optical activity in ultrasmall particles.11,12 Elimi-
nating 24 H atoms, we arrived at a structure of Si29H12

@shown in Fig. 1~c!# with 12 reconstructed surface dimer
The resulting structures were then relaxed using the den
function theory~DFT! with the PW91 exchange-correlatio
functional.7 The coordinates of the atoms in the relax
Si29H24 particle ~x,y,z) in angstroms~Td point group sym-
metry! are as follows. There are twelve atoms with positio
at ~22.72 321 736 7, 22.72 321 736 7, 20.019 165 260 3!
and their permutations. Another 12 atoms are
~23.932 353 408 4, 0.0885 964 176 3,20.885 964 176 3! and
the permutations. Four atoms are at~21.393 665 252 7,
21.393 665 252 7,21.393 665 252 7! and their permutations
Finally, the center atoms is located at~0.000 000 000 0,
0.000 000 000 0, 0.000 000 000 0!. The surface atoms form
four hexagonal rings. Three atoms from a surface hexag
ring with three of the internal tetrahedral unit~one is the
center atom! form a hexagonal ring. There is a total of eig
of such hexagons; those slice the particle as deep as
center, creating deep ridges. There is also a total of e
pentagon rings, each is formed by four surface atoms
one of the tetrahedral internal atoms~excluding the center
atom!. The participation of the internal atoms in ring form
tion makes the particle highly wrinkled or puckered.

We next calculated the optical absorption spectrum.
employed the configuration interaction singles~CIS!
method9 which constructs the wave functions with corre
spatial and spin symmetries and which accommodates, to
first order, a part of the excitonic effects. Although the re
tive amplitudes and positions of the peaks are usually w
reproduced in the CIS approach, the whole spectrum
shifted towards higher energies due to the incomplete tr
ment of the electron correlation effects. We used quan
Monte Carlo calculations10 of the first two transitions~T1
→T2) which correspond to the edge of the absorption sp
trum to correct for an overall shift of the spectrum. T
calculated spectra were then treated with a Gaussian br
ening of 0.12 eV, which qualitatively takes into account t
temperature and any experimental size averaging effects.
resulting spectra for the three cases are shown in Figs. 2~a!–

FIG. 2. The calculated absorption spectrum of the structures given in Fi
with a Gaussian broadening of 0.12 eV. Si29H36 ~no surface reconstruction!
~dotted!, and Si29H24 ~solid! and Si29H12 ~solid square!.
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2~c!. The figures show that the spectra have pronounced
lecular~discrete! patterns. The absorption edge of the Si29H36

particle is;4.8 eV and the spectrum consists of three pe
at 5.5, 6.3, and 7 eV. The absorption edge of Si29H24 is ;3.5
eV, and the spectrum consists of three bands centere
;3.7, 4.8, and 5.5 eV. The absorption spectrum of Si29H12 is
quite complex with very low absorption edge~about 0.1 eV!.

We now examine the dielectric properties of the pro
type structures. We calculate the polarizability, a uniqu
defined property. We used two independent approac
~DFT and Hartree–Fock! and with increasing accuracy of th
basis set from 6-31G* to 6311-G** . The calculated polar-
izability of Si29H24 is 830 a.u. with an accuracy of abou
12%. A general definition of a dielectric constant in sem
conductor nanoparticles is not possible since the energy
els are discrete~as demonstrated in Fig. 1!. However, to get
a feel, we estimated an effective dielectric constant. From
coordinates of the atoms in the prototype, and assuming
the distance between the center and the outermost Si ato
an effective interior radius~;4.2 A!, hence, defining an ap
propriate ‘‘cluster interior volume,’’ we get an effective d
electric constant of;6.0 with 20% accuracy. Similar proce
dures give a polarizability of 970 a.u. for the Si29H12 surface
model, and 807 a.u. for the Si29H36 surface model.

It is interesting to calculate electron diffraction from
single particles. Figure 3 gives structural prototype
Si29H24 and Si29H36 for three orientations, along axes 11
110, and 100. We use a standard electron-atom poten
Figure 4 gives the results. The diffraction pattern with
surface reconstruction~Si29H36! for three orientations along
the 111, 110, and 100 directions show coherent electron
fraction. The figure also shows the corresponding results
Si29H24. There is a strong loss of the crystalline pattern
small scattering angles. Since the small angle scatterin
dominated by the response from the outer part of the parti
then this loss of the coherent dot pattern reflects the str
reconstruction on the surface of the particle. On the ot
hand, we can still see the coherent dot pattern for large s
tering angle. A large angle scattering is dominated by
core of the particle. This is interesting since the core cons
of only one tetrahedral unit.

Absorption measurements in the UV/visible/nea
infrared were carried out using a spectrophotometer. T
procedure for the synthesis of the particles and characte
tions were described elsewhere.1–6,13 The absorption of a
pure solvent sample was recorded under the same beam
ditions. Figure 5 gives the measured absorption with the n

1,

FIG. 3. Structural prototype of~a! Si29H24 and of ~b! Si29H36 for three
orientations, viewed along axes 111, 011, and 100~from left to right!.
 license or copyright; see http://apl.aip.org/apl/copyright.jsp
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malized calculated spectra for Si29H24. The overall spectrum
and relative band strengths of the Si29H24 prototype present a
fair agreement with the measured band spectrum, howe
the details of the structure may differ~at ;5, and 3.6 eV for
example!. It is interesting to compare the absorption spe
trum of the particle with that of bulk. The absorption coef

FIG. 4. Calculated electron diffraction patterns for three orientations, al
111, 110, and 100 from top to bottom.~a! No surface reconstruction
(Si29H36!. ~b! With surface reconstruction (Si29H24).

FIG. 5. The calculated absorption spectrum of the prototype struc
Si29H24 ~dotted!, along with the experimental spectrum of the particl
~solid!.
Downloaded 03 Mar 2008 to 152.1.211.43. Redistribution subject to AIP
er,
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cient of bulk silicon~not shown! is immediately recognizable
by the three band features near 3.5, 4.5 eV, andE1 andE2

bands, and the 5.5 eV band.14 The measured particle spec
trum shows generally a three-band structure which may
associated with those of the crystalline resonance signa
however, with different details. Contrary to crystalline si
con, the band at;3.5 ~excitonic transition! has become the
weakest in the particle spectrum. Second, contrary to c
talline bulk, the 5.5 eV band has become the strong
among the transitions in the particle spectrum. TheE2 band
at ;4.5, strongest in bulk, is now the intermediate stren
band in the particle spectrum.

In conclusion, we constructed spherical structures t
contain 29 atoms with five atoms constituting a tetrahed
core and 25 atoms constituting a hydrogen-terminated rec
structed Si surface. The Si29H24 ~six reconstructed surfac
dimers! gives a size of 0.9 nm, an absorption spectrum a
band gap~3.560.3 eV! that is in fair agreement with mea
surement. The structure yields an effective dielectric cons
of ;0.6. The simulated electron diffraction of single pa
ticles shows residual crystalline coherent scattering for la
scattering angles, but not for small angle scattering.

The authors acknowledge State of Illinois Grant IDCC
No. 00-49106, the US Department of Energy under Gr
No. DEFG02-91-ER45439, the National Institute of Hea
~RR03155!, and the University of Illinois at Urbana
Champaign.
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