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Acoustic measurement of a granular density of modes

Eli T. Owens and Karen E. Daniels*

In glasses and other disordered materials, measurements of the vibrational density of states reveal that an

excess number of long-wavelength (low-frequency) modes, as compared to the Debye scaling seen in

crystalline materials, is associated with a loss of mechanical rigidity. In this paper, we present a novel

technique for measuring the density of modes (DOM) in a real granular material, in which we excite

vibrational modes using white noise acoustic waves. The resulting vibrations are detected with

piezoelectric sensors embedded inside a subset of the particles, from which we are able to compute the

DOM via the spectrum of the velocity autocorrelation function, a technique previously applied in

thermal systems. The velocity distribution for individual particles is observed to be Gaussian, but the

ensemble distribution is non-Gaussian due to varying widths of the individual distributions. We find that

the DOM exhibits several thermal-like features, including Debye scaling in a compressed hexagonally

ordered packing, and an increase in low-frequency modes as the confining pressure is decreased. In

disordered packings, we find that a characteristic frequency fc increases with pressure, but more weakly

than has been observed in simulations of frictionless packings.
1 Introduction

Simulations of idealized granular materials indicate that they
undergo a jamming transition whereby the material becomes
rigid and able to support a nite pressure.1,2 This transition
occurs in systems for which the average coordination number z
has increased to the critical value zc, thereby constraining the
motion of the particles. Just above the transition, it has been
observed in simulations of both frictionless3–6 and frictional7,8

granular packings that the density of states D(u) exhibits an
excess number of low-frequency modes as compared to Debye
scaling. Beyond some frequency u*, the density of states is
observed to deviate from the Debye scaling D(u) f ud�1, where
d is the dimensionality of the system. In frictional simula-
tions,7,8 this crossover frequency is observed to scale as u* f

(z � zc). The spatial eigenmodes associated with frequencies
below u* are said to be so, exhibiting long-wavelength
rearrangements.

While real granular materials have no thermal vibrations
and the density of states is therefore not strictly dened, it has
been possible to observe similar spatial modes via particle
tracking and the construction of a covariance matrix.9,10 Such
techniques are similar to those used to measure the density of
states for colloids,11,12 where thermal uctuations of the parti-
cles are naturally present. In experiments on an oscillated
granular material, the so modes take the form of collective
rearrangements which occur as the system unjams,9 and the
number of these long-wavelength modes increases as the
te University, Raleigh, NC, USA. E-mail:
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packing fraction approaches the jamming transition. A disad-
vantage of using the covariance matrix method is that it
requires visual access to particles, and can therefore only be
used in highly idealized granular systems.

In this paper, we will describe an alternative experimental
technique for measuring vibrational modes in a frictional
granular packing. Our approach is inspired by one previously
used to measure the density of states via the velocity autocor-
relation function (VACF) in simulations of conventional solid13

or liquid14 systems. In recent simulations of thermal so
spheres,15 this method successfully recovered the familiar
scaling u* f (f � fc)

1/2, where f is the packing fraction. The
measurement starts from the velocity autocorrelation function
Cv(t), dened as

CvðtÞh
P
i

hviðsþ tÞ$viðsÞisP
i

hviðsÞ$viðsÞis
(1)

where vi(t) is the velocity of particle i as a function of time, h$is
represents a temporal average, and the summation extends over
the particles. The density of states D(f) is then given by

Dðf Þh
ðN
0

CvðtÞcosð2pftÞdt: (2)

This method, which we will refer to as the VACF method,
provides the thermal density of states, and its applicability to an
athermal system is neither expected nor guaranteed. However,
there are several criteria which, if satised, would give us some
condence that the analogy is a reasonable one. Ideally, we want
an isotropic source of vibrations which will overcome the
Soft Matter
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dissipation and provide a steady state. Second, this injected
energy should partition itself equally among the degrees of
freedom, and provide a thermal-like velocity distribution for
each particle (corresponding to the temperature of the system).

In our experiments, we strive to mimic thermal vibrations
using acoustic excitations at the lower boundary, and test the
degree to which the rest of the criteria are satised. Using
particle-scale measurements from piezoelectric sensors
embedded in a subset of particles, we apply eqn (1) and (2) to
quantify the resulting vibrational modes of the packing. While
the results of eqn (2) cannot properly be called a density of
states (we shall refer to it as a density of modes), we are none-
theless able to investigate the empirical utility of such a quantity
in describing the state of the material near the rigidity transi-
tion. While the VACF method provides D(f), it does not allow for
the visualization of the spatial modes. However, there are
several key advantages of the method: we do not require optical
access to the particles or need to sample all particles in the
packing. These advantages would allow our method to be easily
adapted to a real 3D granular materials.
2 Experimental setup

We perform experiments in a two dimensional granular packing
composed of discs cut from Vishay PSM-4, which is a photoe-
lastic material that allows for the visualization of the internal
force structure. The granular packing has lateral dimensions of
29 � 22 cm, and is oriented vertically in order to both minimize
frictionwith thewalls andallow thepressure to be set usingbrass
weights. In order tominimize bulkmovement of the packing, the
side walls of the apparatus have been made rough (see Fig. 1).
Further details about the apparatus are available in ref. 16.
Fig. 1 Images of the granular packing as a function of pressure (columns) and degr
The vibrating driver is located at the bottom of the granular packing, brass weights o
Eight particles (shown by yellow circles) contain embedded piezoelectric sensors for
for a single disordered packing, and images (d–f) for a single ordered packing.

Soft Matter
In this paper, we present experiments on both ordered and
disordered particle congurations. The ordered packings are
composed of monodisperse discs with diameter aL ¼ 11 mm
arranged by hand into an ordered hexagonal pattern. The
disordered packings are bidisperse, with an equal mixture of
aS ¼ 9 mm and aL ¼ 11 mm particles in order to suppress crys-
tallization. The particles have density r¼ 1.06 g cm�3, thickness
6.35 mm, and static bulk modulus E ¼ 4 kPa. We make
measurements on a total of 60 unique particle congurations, of
which 30 are disordered and 30 are ordered. For each of these
particle congurations, we also investigate 7 different pressures
ranging from 2.7� 10�4 to 5.9� 10�3E, where the pressure is set
by brass weights placed on the top of the system and the lowest
pressure is set by the weight of the particles themselves.

An electromagnetic driver (MB Dynamics PM50A) is attached
to a driving platform of width 8.5 cm located at the bottom of
the packing. Because a granular material is dissipative (due to
both friction and viscoelasticity), continuous driving is neces-
sary to maintain a steady state. In order to avoid biasing the
DOM at particular frequencies, we excite the packing by sub-
jecting the platform to oscillations which have a at velocity
spectrum. Before collecting data, we follow the procedure
developed in ref. 16 and send an annealing signal into the
packing to remove any transient effects. The driver has a
maximum displacement of approximately 5 mm, corresponding
to 10�3a. In simulations on frictionless granular materials,17 a
system of our size would have a critical amplitude of around
10�3a, above which contact-breaking occurs. Due to the expo-
nential decay of the signal away from the driver, our amplitudes
are likely below this threshold. Below, we describe tests to
conrm that the driver vibrations do not evolve the structure of
the packing during measurements.
ee of order (rows). Image (a) highlights the location of key parts of the apparatus.
f various sizes provide the confining pressure, and rough walls restrict bulk motion.
detecting vibrations. Images (a–c) show the force chains as a function of pressure

This journal is ª The Royal Society of Chemistry 2012
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Observations of a piezoelectric sensor mounted on the driver
platform indicate that the system (apparatus plus the granular
material) has several strong mechanical resonances. We are
able to compensate for these resonances up to 3 kHz and
maintain a at driver response down to approximately 300 Hz.
Below 300 Hz, we approximate the driver response ~A( f ) by a
third degree polynomial for the disordered packing and a power
law for the ordered packing; these empirical measurements will
later be used to correct the sensor responses.

Vibrations are recorded from eight particles which contain a
piezoelectric sensor at their center. The choice of eight sensors
is a compromise between maximizing the number of sensors to
obtain a better estimate of D(f), weighed against each sensor
disrupting the photoelastic measurements and requiring an
additional data acquisition channel. The particles are arranged
in two rows, the rst one 4.5 cm from the bottom wall and the
second at 10 cm (see Fig. 1). Piezoelectric materials are sensitive
to a single direction of stress, and therefore only measure the
component of acceleration along that axis. During setup, indi-
vidual sensors are placed in a variety of orientations. This
ensures that the ensemble of sensors collects data from many
different directions, both multiply scattered waves and some
which arrive directly from the driver.

Piezoelectric sensors produce a voltage V(t) proportional to
the stress on the sensor, and therefore also proportional to its
instantaneous acceleration. Each sensor is sampled for a
duration of 2 s at a sampling rate of 100 kHz. By integrating
v0(t) ¼ Ð

V(t)dt, we obtain a velocity measurement v0, which must
still be corrected by deconvolving both the viscoelastic response
of the bulk material and the low-frequency driver response ~A( f ).
As the measured voltages are difficult to calibrate, all velocities
will be reported in arbitrary, but consistent, units.

In order to factor out the viscoelasticity of the photoelastic
material, we measure the response of a continuous sheet of
PSM-4 embedded with identical piezoelectric sensors, subject to
the same driving input as the granular experiments. The result
of this test is shown in Fig. 2. We observe that the velocity
spectrum exhibits a f�4/3 decay. Strong, frequency dependent,
damping is expected for viscoelastic materials.18

In Fourier space (denoted by �), we combine these
measurements to obtain ~v ¼ ~v0f 4/3/~A. We additionally apply a
Fig. 2 Velocity spectrum measured in a continuous sheet of PSM-4 material,
showing f�4/3 decay.

This journal is ª The Royal Society of Chemistry 2012
band-pass lter with a low-frequency cutoff of f ¼ 75 Hz and a
high-frequency cutoff of f ¼ 3 kHz, as these regimes are domi-
nated by electrical noise and the mechanical response of the
apparatus, respectively. Finally, we perform an inverse trans-
form and use the resulting v(t) for the remainder of the analysis.

By using birefringent particles, we can measure the particle
positions via a Hough transform19 and the vector contact forces
via a nonlinear t to the photoelastic fringes visible through
crossed circular polarizers.20,21 We make these measurements
on particles located in the same region as the sensor particles.
We exclude rattlers (particles with less than two detectable
neighbors) from the analysis.

In order to make comparisons with computer simulations, it
is helpful to non-dimensionalize our measurements. Following

convention,4 we take our frequency unit to be f0 ¼ 1
2p

ffiffiffiffiffiffiffiffiffi
V0

ma2

r
,

where m is the mass of the particles, a is the mean particle
diameter, and V0 comes from the harmonic particle contact law
used in the simulation. To estimate V0 for our particles, we
compare the force law that corresponds to the interaction

potential (F ¼ 2V0

a2
d, where d is the Hertzian overlap) to the force

law for ideal Hertzian discs22 (F ¼ pEL
8ð1� n2Þ d, where L is the

particle thickness and n is the Poisson ratio). Matching the

coefficients, we nd that f0ð f Þ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

LEðf Þ
64pmð1� n2Þ

s
. This treat-

ment neglects the observation that our particles deviate from
the linear Hertzian law,16 and instead have a force law F f d5/4.
Due to the viscoelasticity16 of our particles, the modulus is
frequency-dependent, with modulus E( f )f f 1/2. Therefore, f0 is
itself frequency-dependent, and we report frequencies as the
ratio f/f0( f ) in order to make comparisons with simulations.
The range of accessible non-dimensional frequencies corre-
sponds to 0.06 to 0.8.

3 Results
3.1 Thermal analogy

First, we characterize the extent to which the analogy to thermal
systems is reasonable. We anisotropically inject energy from a
single boundary of the granular packing for 2.8 s, of which the
middle 2 s is analyzed. The typical time for V(t) measurements
to either reach steady state or to decay when driving ceases is on
the order of 1 ms.

In a thermal solid, particles should have a Gaussian velocity
distribution, where the standard deviation of the distribution is
set by the temperature of the material. For each sensored
particle, in each experiment, we measure the velocity distribu-
tions P i(v) (see Fig. 3), and nd that these individual distribu-
tions are well-described by Gaussian distributions; the average
kurtosis of the distributions is 3.0 � 0.07. However, different
particles, even from the same row of the same experiment, have
different widths, depending on the local environment. From the
measured vector contact forces on each sensored particle, we
observe that the width of a particle's velocity distribution
increases with the local pressure from its neighbors. The trend
Soft Matter
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Fig. 3 (a) Two velocity distributions P i(v), for two sensored particles in the first row of the same disordered packing, with pressure P ¼ 2.2 � 10�3E. Ensemble velocity
distributions P (v) of all sensored particles, rows, and experiments in (b) disordered packings and (c) ordered packings. Gaussian distributions with the same standard
deviation as the data are shown as solid lines on all plots.
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is consistent with what was previously observed16 for measure-
ments of sound wave amplitudes, and can be attributed to an
increased transmission of energy through contacts with larger
contact area.

As a result of these spatial heterogeneities, the velocity
distribution P (v) measured over all 30 experiments at the same
P is not a Gaussian. Instead, as shown in Fig. 3b and c, the tails
are signicantly broader; this holds for both the disordered and
ordered packings. In addition, the ensemble distributions have
a width which increases with increasing pressure. This means
that the ensemble does not satisfy equipartition, and we must
therefore proceed with caution.

In order to conrm that the annealing process and low
amplitude driving provides us with a single, stable congura-
tion from which each sensor samples a single, well-dened
potential, we perform two tests. First, we measure P (v) for an
individual sensor from a disordered packing at the lowest
pressure (the most prone to rearrangements), and observe that
the distributions sampled during the rst half and second half
of the 2 s sampling window are the same. Second, we calculate
the full D(f) using either the rst-half or second-half data, and
again nd no difference in the results.
Fig. 4 Example velocity autocorrelation function (from eqn (1)), in a disordered
packing with P ¼ 5.9 � 10�3E. Correlations decay within approximately 20 ms for
all experimental runs.
3.2 Determining D(f)

In order to utilize the VACF method, we would ideally use all
particles in a packing when calculating the velocity autocorre-
lation Cv(t) from eqn (1). Instead, we average over eight particles
within 30 experiments at the same pressure and same order/
disorder, and obtain a long time-average for each. An example
Cv(t) is shown in Fig. 4; note that the decay time is much shorter
(20 ms) than the 2 s measurement duration, providing many
decorrelated measurements during each experiment. Using the
real part of the spectrum of Cv(t), we calculate the density of
modes D( f ) via eqn (2). There are strong peaks at multiples of
60 Hz due to electrical noise which we lter out as a last step
aer calculating D( f ).

We calculate D( f ) for each of seven conning pressures P,
applied to 30 ordered and 30 disordered packings. The results
are shown in Fig. 5a and b. We observe Debye scaling ( f d�1, for
dimension d ¼ 2) for large P in the ordered packings, which is
Soft Matter
expected since these packings are the most uniform in the
coordination number z and contact forces. Debye scaling is not
observed in the disordered experiments.

In order to compare the ordered and disordered packings, it
is helpful to consider the ratio Ddis/Dord. In Fig. 5c, we plot this
ratio and thereby eliminate some of the remaining electronic/
apparatus resonances: note that the sharp decrease near 1500
Hz, as well as number of smaller features, are removed. We
observe from this ratio that at all values of P, disordered pack-
ings have more low-frequency modes than do the ordered
packings.

As a function of decreasing P, both ordered and disordered
packings exhibit a growing number of low-frequency modes. In
the case of the ordered packings, it is important to note that at
low P, disorder is still present in both the contact network (z# 6
for many of the particles) and the force chain network (see
Fig. 1). For the disordered packings, we quantify this decrease in
the number of low-frequency modes by calculating a critical
frequency fc at which D( f ) falls below a threshold (see Fig. 5b).

Fig. 5d shows how fc depends on the conning pressure P; we
t a power law fcf P0.11�0.05, where the mean and uncertainty is
determined from a bootstrapping method that repeats the
analysis for subsets of the data, randomly resampled with
replacement. For a frictionless packing with Hertzian exponent
This journal is ª The Royal Society of Chemistry 2012
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Fig. 5 Measured density of modes D(f) as a function of confining pressure P for
(a) ordered and (b) disordered packings. Line color corresponds to P as shown
in the legend. Frequencies are reported in Hz in all figures, with simulation units
f/f0(f) provided for comparison on the upper axes of (a)–(c). In (a), the solid black
line provides a comparison to Debye scaling for 2D systems. In (b), the solid line
shows the threshold specifying the cutoff frequency fc. (c) Ratio of the ordered
and disordered D(f). (d) Scaling of fc as a function of P (black �, bottom axis,
exponent fit from data) and z� 3 (green V, top axis, exponent from Somfai et al.7

for comparison).
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a ¼ 5/4, fc would be expected to scale as fc f Pb, with an expo-
nent b¼ 2/5; our observations show a considerably atter trend.
This can be understood in light of simulations of frictional
particles,7 where power-law scaling was only observed in the
large-friction limit. For experimentally reasonable friction
This journal is ª The Royal Society of Chemistry 2012
coefficients (m ¼ 0.2 to 0.8), no simple (fc, P) scaling was
observed. However, they did observe a friction-independent
scaling relationship uc f (z � 3) (where zc ¼ 3 is the isostatic
value for a frictional packing); Henkes et al.8 observed a similar
scaling relation. In our experimental results, good estimates of
z � 3 are only available for P T 10�3E; this data is plotted in
Fig. 5d for comparison and shows the expected steeper trend.
The range of measured values is unfortunately too small to draw
a more quantitative conclusion.
4 Discussion

In calculating a density of modes D(f) for our athermal, fric-
tional, viscoelastic, granular packings, we excite vibrational
modes using acoustic excitation. We nd that while some
thermal-like conditions are satised – we can achieve an
isotropic, steady state through continuous driving and
measuring vibrations resulting from multiply scattered waves –
the velocity distributions are fundamentally non-thermal-like.
While individual particles have Gaussian velocity distributions,
each one is sufficiently different that the ensemble distribution
does not. Notably, experiments by Brito et al.9 also found that
displacement distributions were individually Gaussian, but
with widths which varied from particle to particle. Through the
use of photoelastic particles, we explain these variations as
arising from spatial heterogeneities in the force chains. In spite
of these non-thermal features, the VACF method provides a
means to calculate D(f), and the observation of Debye scaling for
the most uniform (well-compressed, ordered) packings suggest
that the analogy is justied.

The VACF method differs signicantly from what has been
utilized in prior experiments,9,11,12 in which particle trajectories
are used to construct a covariance matrix.10 The covariance
matrix method works well in systems where there is optical
access to accurate position information for a large number of
particles, and has the benet of providing a means to visualize
the spatial modes at each frequency. However, real granular
packings do not typically provide the necessary optical access
for such methods to be feasible. In addition, the quality of
displacement measurements depends strongly on the frame
rate of the camera, which is oen at odds with the high spatial
resolution needed for accurate particle-tracking. In contrast,
our application of the VACF method does not require optical
access to the packing, and instead relies on only a small
number of piezoelectric sensors which readily provide high
temporal resolution. While we have used photoelastic particles
in order to visualize the internal stresses, the VACF method
does not require such a packing, and would be applicable for
use in ordinary, non-circular, three-dimensional granular
packings.

A useful application of a granular D(f) would be to measure
how far a packing is from P ¼ 0, fc, or zc. While we observe only
a at trend (fc f P0.11), there is evidence for a stronger depen-
dence on the coordination number. This is very encouraging,
since the presence/absence of contacts has been extremely
difficult to measure accurately in experiments. Further investi-
gations should explore this scaling relation more quantitatively.
Soft Matter
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5 Conclusion

Our experiments use a novel technique to apply thermal
methods to a real, athermal, granular packing through the use
of acoustic excitation. We have probed the mode structure of a
granular packing by acoustically exciting vibrations and calcu-
lating a density of modes D( f ) using the spectrum of the
velocity autocorrelation function. Our granular packings deviate
in many important ways from the ideal ones used in simula-
tions since our particles are so, frictional, and viscoelastic;
furthermore, there is no equipartition of vibration amplitudes
among the particles. Nonetheless, we can recover many
important features such as Debye scaling at high pressure in the
ordered packings and an excess number of low-frequency
modes compared to Debye scaling in the disordered packings.
These low-frequency modes can be used to differentiate the
pressure state of the packing as it is seen that a crossover
frequency fc varies with both pressure and coordination
number. We have thereby been able to use a small number of
particle scale measurements to see system-level properties, a
technique which could be extended to granular materials where
there is no optical access.
Acknowledgements

We thank Corey O'Hern, Carl Schreck, Silke Henkes, Olivier
Dauchot, and Thomas Owens for helpful discussions, James
Puckett for sharing his photoelastic methods, the West Virginia
High Technology Consortium Foundation for donation of the
shaker and isolation table used in experiments. This work was
supported by NSF DMR-0644743 and DMR-1206808.
References

1 M. van Hecke, J. Phys.: Condens. Matter, 2010, 22, 033101.
2 A. J. Liu and S. R. Nagel, Annu. Rev. Condens. Matter Phys.,
2010, 1, 347–369.

3 C. S. O'Hern, L. E. Silbert and S. R. Nagel, Phys. Rev. E: Stat.,
Nonlinear, So Matter Phys., 2003, 68, 011306.
Soft Matter
4 L. Silbert, A. Liu and S. Nagel, Phys. Rev. Lett., 2005, 95,
098301.

5 M. Wyart, L. Silbert, S. Nagel and T. Witten, Phys. Rev. E:
Stat., Nonlinear, So Matter Phys., 2005, 72, 051306.

6 L. Silbert, A. Liu and S. Nagel, Phys. Rev. E: Stat., Nonlinear,
So Matter Phys., 2009, 79, 021308.

7 E. Somfai, M. van Hecke, W. G. Ellenbroek, K. Shundyak and
W. van Saarloos, Phys. Rev. E: Stat., Nonlinear, So Matter
Phys., 2007, 75, 020301.

8 S. Henkes, M. van Hecke and W. van Saarloos, Europhys.
Lett., 2010, 90, 14003.

9 C. Brito, O. Dauchot, G. Biroli and J.-P. Bouchaud, So
Matter, 2010, 6, 3013.

10 S. Henkes, C. Brito and O. Dauchot, So Matter, 2012, 8,
6092.

11 A. Ghosh, V. Chikkadi, P. Schall, J. Kurchan and D. Bonn,
Phys. Rev. Lett., 2010, 104, 248305.

12 K. Chen, W. Ellenbroek, Z. Zhang, D. Chen, P. Yunker,
S. Henkes, C. Brito, O. Dauchot, W. van Saarloos,
A. Liu and A. Yodh, Phys. Rev. Lett., 2010, 105,
025501.

13 J. M. Dickey and A. Paskin, Phys. Rev., 1969, 188, 1407–
1418.

14 T. Keyes, J. Phys. Chem. A, 1997, 101, 2921–2930.
15 L. Wang and N. Xu, arXiv:1112.2429v2, 2012.
16 E. T. Owens and K. E. Daniels, Europhys. Lett., 2011, 94,

54005.
17 C. Schreck, T. Bertrand, C. S. O'Hern and M. Shattuck, Phys.

Rev. Lett., 2011, 107, 078301.
18 R. S. Lakes, Viscoelastic Solids, CRC Press, 1999.
19 D. Young, Hough transform for circles (http://www.math

works.com/matlabcentral/leexchange/26978), MATLAB
Central File Exchange, Retrieved Sept. 2010.

20 J. G. Puckett and K. E. Daniels, arXiv:1207.7349v1,
2012.

21 J. G. Puckett, photoelastic disc solver, http://nile.physics.
ncsu.edu/pub/peDiscSolve/.

22 K. L. Johnson, Contact Mechanics, Cambridge University
Press, 1987.
This journal is ª The Royal Society of Chemistry 2012

http://dx.doi.org/10.1039/c2sm27122b

	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes

	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes
	Acoustic measurement of a granular density of modes


