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ABSTRACT

SELEE Corporation, a ceramics manufacturing company in Hendersonville, NC, operates
under a synthetic minor air quality permit with The North Carolina Division of Air
Quality (NCDAQ), under the NC Department of Environmental Quality. Upon issuing a
new air permit in early 2018, NCDAQ added a requirement for the facility to do
emissions testing for compliance determination. The stationary emission source in
question is subject to demonstrating a minimum of 90% destruction efficiency of volatile
organic compounds (VOCs). Many VOCs can be linked to harmful effects to human
health and the environment, and therefore must be properly controlled. This paper
describes the process used for demonstrating compliance with VOC emission regulations
and maintaining proper conditions of emissions control equipment to ensure optimal
efficiency and protection of human health and the environment. In order to determine
compliance, annual inspection and maintenance of the emission control device, a
regenerative thermal oxidizer (RTO), was conducted, followed by stationary source
sampling to measure emissions pre and post control. Ceramic media inside the RTO was
removed and replaced prior to the stack test. The results suggested that inspection and
maintenance of the RTO prior to testing helped ensure positive test results. The ceramic
media showed signs of deterioration when removed and replaced with new media.
Results from emission testing were reported as total hydrocarbon concentration pre and
post control, allowing destruction rate efficiency to be calculated. Results were compared
with data from the previous emissions test in 2007. Data showed that a higher operating
temperature and different ceramic media inside RTO during the 2019 test helped achieve
a higher destruction efficiency of VOCs when compared with results from 2007. It is
recommended that regular inspections, maintenance and recordkeeping for the operation
of this equipment be maintained to assure stakeholders of continued compliance.
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INTRODUCTION

In 1970, the United States government signed into law the Clean Air Act (CAA), giving
the U.S. Environmental Protection Agency (EPA) authority to establish limits to
pollutants that can be emitted to the air. Section 112 of the CAA addresses emission of
Hazardous Air Pollutants (HAPs). There are 187 HAPs listed in the CAA, which are
considered to have harmful effects on human health and the environment (U.S. Code
Title 42 Part A).

Many industrial activities, particularly the burning of fuel such as gasoline, coal, or
natural gas, are known to emit Volatile Organic Compounds (VOCs), many of which are
classified as HAPs (Kamal, 2016). VOCs classified as HAPs are subject to regulation
based on their toxicity to humans, plants, and animals. There are a large number of
different compounds defined as VOCs, some of which include acetaldehyde, acrolein,
benzene, cresol, formaldehyde, hexane, styrene, toluene, and xylene (Pjetraj, 1996). As a
result of the toxicity of VOCs, many states in the U.S. have developed HAPs programs
for VOC regulations (Moretti, 2002). Environmental and occupational exposure to VOCs
can be linked to many health effects (Sarkhosh, 2017). For this reason, regulatory actions
are taken to reduce and monitor emissions. This paper is about the process of
demonstrating compliance with VOC emission regulations and maintaining proper
conditions of emissions control equipment to ensure optimal efficiency and protection of
human health and the environment.

Under the CAA, each state must ensure compliance with air pollution regulations,
including the NAAQS and HAPs. The North Carolina Division of Air Quality (NCDAQ),
under the authority of the U.S. EPA, works to protect citizens and improve ambient air
quality by enforcing state and federal air pollution regulations. The CAA requires
facilities to obtain a permit to build or add a major stationary source of air pollution. As
of 2016, more than two thousand facilities in North Carolina operate under an air quality
permit (Kuprov, 2016). North Carolina has a state-specific Toxic Air Pollutant (TAP)
control program that regulates 97 chemicals emitted from stationary sources. As
illustrated in Figure 1, twenty-one of these 97 pollutants are not classified as HAPs, while
76 are common to both classification lists.



Figure 1: Federal HAPs and North Carolina TAPs?
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State specific Acceptable Ambient Levels (AALS) for each of these 97 TAPs are
established to protect human health. North Carolina uses AALS to set Toxic Permit
Emission Rates (TPERS) for TAPSs. Pursuant to 15A NCAC 2Q .0711 “Emission Rates
Requiring a Permit”, facility wide emissions may not exceed the TPER for any of the
TAPs listed in 15A NCAC 2Q .0711(a). If facility-wide operations have emissions
exceeding any of the listed TPERS, the facility is required to conduct dispersion modeling
and obtain an air quality permit. Dispersion modeling must demonstrate that ambient
concentrations of the affected air toxics will not exceed the applicable AALs (NCDEQ,
2018). It is important that facilities maintain compliance with emission limits in order to
continue operations, avoid costly fines, and protect human health and the environment.

An initial performance test (often referred to as a stack test) is required for sources
subject to National Emission Standards for Hazardous Air Pollutants (NESHAPS) to
demonstrate compliance with stationary source standards (NCDEQ, 2018). Continued
compliance is then demonstrated through monitoring of control device operating
parameters which are established during the initial performance (stack) test. A stack test
measures the amount of specific regulated pollutants or surrogates emitted from a source
to demonstrate compliance with destruction and removal efficiency requirements.

Controlling VOCs is an expensive process for companies, costing the industry millions of
dollars a year (Copeland, 2016). It can be difficult to test for VOCs because of the large
number of different compounds that fall into this broad category. The most commonly
used methods for quantifying VOCs are Methods 18, 25, and 25A in the Code of Federal
Regulations (40 CFR 60). Controlled and uncontrolled total hydrocarbons are measured
as carbon to determine total gaseous organic concentrations. Additional EPA Reference
Methods may be used to determine important factors such as stack gas velocity and
moisture content of the stack gases. The choice in method(s) used depends upon the
intended use of the data (EPA, Clean Air Act National Stack Testing Guidance, 2009).

1 NC DEQ https://deg.nc.gov/about/divisions/air-quality/air-quality-rules /haps-taps
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A Regenerative Thermal Oxidizer (RTO) is used to reduce VOCs released to the
environment through thermal destruction of the pollutants. RTO’s control pollution
emitted from a stack by thermally oxidizing the pollutants through exposure to high
temperatures. RTOs are commonly used emission control devices because of their ability
to repurpose thermal energy during operation to reduce costs and energy consumption of
the system (Sorrels, 2017). The basic RTO equipment components and emission control
process is illustrated below in Figure 2.

Figure 2: RTO Process Diagram?
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Process emissions are captured in the furnace, ducted to the RTO, and pulled into the
RTO system through an inlet supply fan (Sorrels, 2017). The gas is then directed into the
energy recovery chambers where it is pre-heated. The process gases are progressively
heated as they flow through the ceramic heat exchange media toward the combustion
chamber. In the combustion chamber, high temperatures created by a natural gas fired
burner thermally oxidize contaminants. This purified air then passes through a second
chamber of ceramic media where thermal energy is released as the gases cool. The outlet
gas is then exhausted to the atmosphere through a stack (Venkatesh, 2003). RTOs have
high pollutant removal rates and high thermal efficiency. The level of VOC reduction is
determined by the time waste gases (process emissions) spend in the thermal combustion

2 Source: Custom Machine Manufacturing (CMM) http://www.thecmmgroup.com/how-does-a-regenerative-thermal-oxidizer-work



http://www.thecmmgroup.com/how-does-a-regenerative-thermal-oxidizer-work/

chamber. The shorter the residence time, the higher the temperature must be to achieve
the same results. Effective RTO operation also requires uniform flow and temperature
between the chambers where pollutants are oxidized. Thermal efficiency of an RTO
relies on two sets of heat-absorbing ceramic media, which capture and utilize energy
from combustion to heat incoming air (Shelley, 1999). The first set of ceramic media
heats the inlet gas, while the other set recovers thermal energy generated during
combustion. The direction of gas flow between the two chambers is reversed every
couple of minutes (Sorrels, 2017). Improper airflow and temperature control can
substantially decrease the efficiency of an RTO. Often, RTO media will begin to plug
with residue, restricting the flow of air. This causes the air to pass through a smaller area
(also called channeling), resulting in increased velocity of the air and lower residence
time in the RTO chamber (Xiaowen, Ruixin, Jiao, & Xinfei, 2018). It is important to
conduct routine inspection and maintenance of incinerators to address issues like these.
Failure to conduct routine inspection of RTO components can lead to decreased
efficiency, higher emissions, and civil penalty from the state for non-compliance with
permit requirements.

The overall purpose of this project is to determine that the SELEE corporation is in
compliance with Air Quality Permit Number 03973R39 Condition A8. This permit
condition requires emission testing of the RTO serving a Roller Hearth Furnace to
determine the destruction efficiency of VOC emissions. The SELEE Corporation
headquarters, located in Hendersonville, NC, operates a 184,000 square foot
manufacturing facility. SELEE Corporation and NCDAQ cannot be sure that this process
complies with requirements until a stack test is complete. The source is subject to
demonstrating a minimum of 90% destruction efficiency of VOCs. In order to determine
compliance, annual inspection and maintenance of the emission control device will be
conducted, followed by stationary source sampling at the RTO to measure emissions pre
and post control. Further analysis of past and present data can indicate if equipment
condition, age, or volume of production throughput have had an impact on emissions
over time. This project has three specific objectives: (1) assess the current condition of
the RTO media and internal structural integrity; (2) analyze stack testing data from
measurements of destruction efficiency at the maximum-normal production rate and
ascertain if SELEE is in compliance with permit condition A8; and, (3) compare current
stack testing and RTO media data with a previous test from 2007 to determine how
compliance has changed over time.

It is expected that the old RTO media will show signs of plugging and channeling when
removed for inspection & maintenance prior to the stack test. This is mostly due to the
length of time the media has been used (about 3 years). It is expected that the RTO
internal structure will be in good condition based on airflow and temperature data
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collected during normal operation. SELEE Corporation is expected to pass the stack test
by meeting or exceeding the minimum requirement of 90% destruction of VOCs.

SITE DESCRIPTION

SELEE Corporation has an average of 150 employees working across five production lines. Each
production line specializes in making a different type of ceramic foam filter used for filtration of
molten metals in various industries. Most of the products manufactured at SELEE are sold to
foundries where metal is molten and purified by means of filtration. The ceramic foam structure
of SELEE’s products allows metals to flow through the pores, while impurities are captured by
the ceramic matrix and removed from the metal product. Each manufacturing line relies on a
drying and high temperature firing process. There are ten furnaces at the facility, each with
slightly different applications and operating conditions.

The natural gas-fired roller hearth and associated RTO analyzed in this project are used by the
Cast Shop department at SELEE. This department specializes in making large ceramic filters (up
to 26” across) which are used exclusively for filtering molten aluminum. The furnace has a series
of rollers that allow product to be loaded at one end and removed after firing at the other end. It
takes about 30 minutes for a part to travel from entrance to exit of the furnace. This high
temperature firing process emits a range of pollutants at levels that require the facility to operate
under a Synthetic Minor Air Quality Permit with NCDAQ. The air quality permit issued to
SELEE by NCDAQ covers operation of each furnace at the site. In addition to furnaces, several
dryers, dust-generating activities venting to the outdoors, and control devices are described in the
air quality permit with specific operating conditions that must be maintained.

During the 2018 compliance inspection at SELEE Corporation, a NCDAQ inspector expressed
concern with the deteriorating condition and potential increased emissions of the Cast Shop
production line. At the time of the 2018 inspection, SELEE was conducting a review of emissions
for an upcoming permit renewal, which is required for all Synthetic Minor permitted facilities
every five years. The source in question was last subject to stack testing requirements in 2006;
therefore, upon issuing the permit renewal, NCDAQ included the requirement that SELEE
perform stack testing before January 2020 to demonstrate that the source is still in compliance
with emission limits.

A Synthetic Minor permit is issued to non-Title V facilities that meet the following emissions
criteria: 1) Uncontrolled potential VOC emissions of less than 100 tons per year, 2) potential
emissions of regulated hazardous air pollutants (HAPs) each less than ten tons per year of a single
HAP, and 3) less than twenty-five tons of the sum of all HAPs per year. A permit is issued by the
NCDAQ regional office upon submission and approval of a Non-Title V air permit pursuant to
15A NCAC 2Q 0313. SELEE is required to monitor, record, and report air emissions to NCDAQ
no more than 30 days following each calendar year. These emissions reports are required to



demonstrate that SELEE is maintaining compliance with emissions limits established in the air
permit.

Air quality permit No. 03973R39, found in Appendix A, was issued to SELEE Corporation on
February 13, 2018 and is valid until January 31, 2026. Permit condition A8 describes testing
requirements for the Cast Shop RTO. Under provisions of North Carolina General Statute 143-
215.108 and in accordance with 15A NCAC 2D .0605, SELEE is required to demonstrate
compliance with emission limits for a natural gas-fired RTO serving a natural gas-fired roller
hearth furnace. High temperature firing of polyurethane foam is the primary emission source in
the process. The polyurethane foam completely burns off when it reaches a firing temperature of
about 300 °F. The furnace typically operates at a temperature of about 1450 °F in the hottest
zone. It takes around 30 minutes for a part to travel from the entrance to the exit of the kiln with a
typical roller speed of 62 cm per second. The process is permitted to burn 194 pounds of
polyurethane foam per hour and 450,000 pounds per year, increased from 400,000 pounds per
year when the 2015 permit was issued.

It is important to note that another processing furnace (the HR-50) has emissions that are also
ducted to this RTO. This furnace was permitted for use in production of metal foam products by
NCDAQ in 2004. The batch style furnace typically operates once or twice a week.

A variety of pollutant emissions are generated during the high temperature firing process.
Emission sources include the natural gas used for firing and the polyurethane foam burnout.
Table 1 shows the pollutants generated by each source, how they are categorized as air pollutants,
and some of the known human health impacts.

Table 1: Pollutant emissions for natural gas and polyurethane foam

Pollutant Source | VOC | HAP | TAP Health impacts®
Acetaldehyde Foam Yes Yes Yes | Upper respiratory irritation.
Acrolein Foam Yes Yes Yes May cause eye, nose, and

respiratory tract irritations.

Acrylonitrile Foam Yes Yes Yes | Probable human carcinogen.

Affected organ systems include
developmental, hematological,
neurological, and reproductive.

Benzene Foam Yes Yes Yes | Known human carcinogen.
Affected organ systems include
blood forming, immune, and
nervous.

3 Agency for Toxic Substances & Disease Registry Toxic Substances Portal
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Pollutant Source | VOC | HAP TAP Health impacts®
Chlorine Foam No Yes Yes | Skin, eye, and respiratory
irritation.
CO Natural No No No Respiratory, cardiovascular, and
Gas nervous system effects. Deadly at
certain concentrations.
Dichlorobenzene | Natural | Yes Yes Yes | Developmental effects. Liver, eye,
Gas renal and respiratory damage.
Ethyl Benzene Foam Yes Yes No Eye and throat irritation
Ethylene Glycol | Foam No Yes Yes | Developmental and renal effects.
Monoethyl Ether
Formaldehyde Natural | Yes Yes Yes | Probable human carcinogen. Skin
Gas and digestive system irritation.
Immune and respiratory system
effects.
Hexane Natural | Yes Yes Yes | Neurological effects
Gas
Hydrogen Foam No Yes Yes | Lung irritation, shortness of break,
chloride (HCI) eye and skin irritation
Cyanide (HCN) Foam Yes No Yes | Nervous, reproductive,
cardiovascular, and endocrine
system effects. Deadly at certain
concentrations.
NOX Natural | No Yes No Respiratory irritation
Gas
Phenol Foam Yes Yes Yes | Body weight effects
PM Foam No No No Lung irritation and lung tissue
damage
SO2 Natural | No No No Irritation to skin and mucous
Gas membranes of eye, nose, throat and
lungs
Styrene Foam Yes Yes Yes | Neurological effects
Toluene Foam Yes Yes Yes | Wheezing and shortness of break.
Diisocyanate
(TDI)
Toluene Foam & | Yes Yes Yes Immune and nervous system
Natural effects
Gas
Xylene Foam Yes Yes Yes | Developmental, Hepatic,

Neurological and renal effects
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METHODS

RTO INSPECTION & MAINTENANCE

Inspection and maintenance (1&M) requirements are part of an air quality permit, Section 11B.
Incinerators are subject to periodic 1&M as recommended by the manufacturer, but at a minimum
1&M must be performed on an annual basis (each 12-month period following initial inspection).
This inspection includes internal checks of each heat exchanger and associated inlet/outlet values
to ensure proper function and structural integrity. This process is important to maintain proper
function of the unit because the high operating temperatures can easily lead to internal corrosion
and if problems are not discovered in a timely manner, they can halt production or result in issues
of non-compliance. Annual 1&M methods include checks of the following common points of
failure:

e Inspection of internal structural integrity including condition of burners, insulation,
roof, valves, and seals. Ensure that all components are operating optimally to control air
pollution, as detailed below for each component.

o Valves and fan are thoroughly cleaned. The fan used to put air through the
media to exhaust is a good parameter to track and help identify if the media is
starting to plug with residue. The harder the fan must pull (increasing hertz), the
more plugged the media is. Typical fan speed should be around 30 hertz for the
SELEE RTO. If it gets to about 50+ hertz, it is a sign that we need to investigate
further and a media changeout might be necessary.

o Check for gaps in media or insulation that if not sealed can lead to uneven
heating and heat damage to the support structure. Ceramic fiber insulation is used
in the media and combustion chambers to protect the structure from potential
heat damage.

o Inspect the support face for signs of structural damage. These walls must
support the thousands of pounds of ceramic media, high temperatures, and
chemical off gas from combustion. It is inspected for heat marks, discoloration,
warped steel, and condensation buildup, which can be signs of gaps in insulation
or uneven heating. The external face temperature can also be measured as an
indication of gaps in insulation. You do not want the exterior walls to exceed
around 150 °F.

o Switching valve inspection to detect excessive wear and tear or alignment
issues. This valve is very important for efficiency and proper function of the unit.
If the valve is mis-aligned or worn out, a proper seal will not be maintained and
emissions can begin to flow back into the furnace, venting inside the building.
SELEE has installed an indicator that will alarm if there are alignment issues
because this is such a common problem.

o Inspection of media for signs of failure or plugging. Media can be damaged from
physical damage to the support structure, overheating from burner issues, or plugging of
the pores from particulate buildup or crushing. Inspection includes checking for
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accumulation of particles or other residue that will impede air flow. Broken ceramic
media on the RTO floor is also something to check for. If problems are discovered,
further investigation is required to determine if the media will need to be removed and
replaced.

¢ Complete removal and disposal of the old media which typically takes about 8 hours
by hand with two to three operators, is not typically done on an annual basis but on
average about every 3 years or when necessary following inspection. Around 16 super
sacks of media are removed from the unit during the 2019 1&M. Samples of the spent
ceramic media were saved for chemical analysis using X-Ray Diffraction (XRD) and X-
Ray Fluorescence (XRF) to determine if any unusual or unexpected compounds were
captured or formed in the ceramic media matrix.

e New, replacement media is sorted and weighed. A conveyor is used to help feed the
new media into the RTO. The total weight of new media was around 6,000 Ibs. To
replace media, put coarsest, large pieces of foam at the bottom of each can with the
finest, smallest pieces on top. It is very important that the total weight of the media be the
same in each can. Materials were weighted before being added.

Confined space entry protocol, lock-out and tag out procedures, and respiratory protection are
important health and safety procedures that must be followed when entering the RTO for I&M.
Employees wear a positive pressure supplied air respirator, tested and certified by NIOSH, to
protect against potential particulate and chemical contaminants in the air while performing work.
A confined space entry permit is issued following specific checks to ensure hazardous conditions
are controlled and emergency procedures are in place. Lock out and tag out procedures for de-
energizing the equipment are followed to ensure that accidental start-up will not happen while
employees are working inside the confined space of the RTO.

STACK TEST SAMPLING METHODS

The sampling and analytical procedures used during the stack test were those established by the
US EPA and NCDEQ. A protocol submittal form (PSF) was submitted to NCDAQ detailing the
planned approach for the stack test to ensure these methods were acceptable. This plan was
adhered to throughout the sampling. A copy of the PSF can be found in Appendix B. The PSF
included proposed test methods and calculations for calibration gas concentration and process
rate. A target process rate for the test must be included on the PSF, and it is very important this
calculation is accurate and followed the day of the test. Schematics of the RTO and proposed
locations for sampling ports were also included.

Stack testing was performed with assistance of a third-party company, Integrity Air, based out of
Charlotte, NC. US EPA reference methods used for sampling and analytical procedures are
provided below in Table 2.

Table 2: Sampling and Analytical Procedures

Reference Method Parameter

1 Location of sampling Points

13



2 Volumetric Flow Rate & Assignment of Inlet
Molecular Weight

3 Assignment of RTO Exhaust Molecular
Weight
4 Moisture Content
25A Total Organic Compounds (VOC)

Concentration

These test methods are available in the Code of Federal Regulations Volume 40, Part 60. A brief
synopsis of each test method is described in the following section.

Method 1 provides guidance for selecting sampling port locations when testing gas streams
flowing in ducts, stacks, and flues. This method is not allowed to be used on stacks less than 12
inches in diameter or if the gas flow is cyclonic (swirling). A cross section of the stack is divided
into several equal areas and traverse points are then located within each of the equal areas. Any
bend or change in the stack that will cause flow disturbance and must be considered for selection
of sampling site location (CFR Title 40, §60.547). During the 2019 stack test, duct diameters
were measured and recorded prior to sampling. Traverse points were chosen with respect to
sampling port locations. The RTO stack diameter measures 18”, which in accordance with
Method 1 required eight traverse point measurements. Cyclonic flow was also measured to verify
the absence of cyclonic flow. The dimensions of sampling locations and location of sampling
ports are shown in Figures 3 and 4.
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Figure 3: Thermal Oxidizer Inlet Duct
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Figure 4: Thermal Oxidizer Exhaust
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Method 2 was used for determination of the average flow rate of the stack gas. Average
temperature and average velocity head were measured to calculate volumetric flow rate. This
must be done for each test run, prior to, during, and after the test. A velocity traverse was
conducted at the beginning and end of each test run. The average of the two measurements is used
to calculate the volumetric flow rate for the run (CFR Title 40, §60.583). Atmospheric and static
pressure of the stack were also measured for each set of velocity head readings to identify
standard conditions for each run. Temperature was measured using a calibrated thermocouple and
velocity measured using Type S Pitot tube. The center tube measures velocity pressure, and the
outer tube measures static pressure. Velocity is measured across the duct by holding the Pitot tube
in different locations across the duct. The locations are designated to capture different concentric
circles of equal area across the duct. Leak checks were conducted before and after each sampling
run.

Drawing not to scale
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Method 3 was used to determine the carbon dioxide and oxygen concentrations and dry molecular
weight of the gas stream. A single-point grab sample was extracted from the stack for analysis of
the percent CO; and O- using an Orsat analyzer. The dry molecular weight for the inlet and outlet
of the RTO was determined and assigned prior to the test and included on the PSF to NCDAQ.
Prior to testing, the RTO inlet was assigned a value of 29.0 Ib/lb-mole according to Section 8.6 of
method 2 and the RTO outlet (exhaust) was assigned a value of 30.0 Ib/Ib-mole according to
Section 1.3 of Method 3. Thorough leak-checks of the Orsat analyzer were performed on site
before sampling.

Method 4 was used to determine moisture content of the RTO inlet and exhaust gas. This
measurement is important to be able to correct the mass emission rate to a dry basis. A probe
heated to 248 °F (+/- 25°F) was used along with a moisture condensing train to measure the
moisture content at the inlet and outlet of the RTO. Moisture was removed from the sample gas
stream and determined volumetrically based on the net gain of water vapor condensed. At the end
of each test run, the moisture could be calculated using the equations in Method 4, Section 12.

Method 25A was used to determine the total hydrocarbon concentrations and emission rates of
each test run. Sampling was performed using a VIG Industries Model 20 dual FIA analyzer.
Propane was used as the calibration gas. Sampling ranges were set to 0-100 ppm propane at the
RTO exhaust and 0-1,000 ppm propane at the RTO inlet. Under Method 25A, the sampling time
for each run must be at least 1 hour. Following calibration, a background measurement of VOC
concentration is taken upstream and downstream of the RTO. The difference in the pre and post
control concentrations is used to determine VOC destruction efficiency (CFR Title 40, §60.547).
Standard conditions used for calculations were 68 °F and 29.92 in. Hg.

Field data collected during the test included kiln and RTO temperatures, roller speed, and process
throughput rate for each 1-hr test run. This information was manually recorded and was later
submitted to the stack testing company and NCDAQ for inclusion with the stack testing report.

QUALITY CONTROL

Quality control (QC) for the stack test was achieved using a combination of specific established
for each EPA test method, together with administrative controls that ensured consistent processes
were used in terms of operations during the test.

The stack testing company used for the emissions testing, Integrity Air, is accredited as ASTM
D7036 by the Stack Testing Accreditation Council. This is a quality management standard for
emissions testing and enables data to be delivered in a defined and documented level of quality.
The Integrity Air staff is also certified by the Source Evaluation Society as Qualified Source
Testing Individuals (QSTI).

QC of production parameters was important in ensuring that accurate foam loading numbers were
recorded, and operating conditions were maintained as they were specified in the PSF. If
production throughput or operating conditions did not match what was planned when the PSF was
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submitted to NCDAQ, it would likely mean that SELEE would have an invalid test and need to
re-sample. Coordination with the product coordinator for this production line to determine
scheduling of the product that would be fired during the test was done weeks in advance of the
test. Operators were instructed the morning of the test to maintain operations and notify personnel
of any production issues. Kiln and RTO temperatures, as well as operational speed, were
monitored manually and were verified afterwards using data collected through SELEE’s SCADA
data recording system.

DATA ANALYSIS

Objective 1: Assess the current condition of the RTO media and the RTO structural
integrity via qualitative and quantitative data analysis

Visual analysis of RTO media and internal conditions was done as part of the required annual
I&M. The RTO media removed during the 2019 1&M was analyzed using the XRD and XRF
analyses. The weight percent of identified components in the used media was compared with that
of new, clean media to identify any major differences in compound ratios or new compounds that
had formed in the media pores. Photographs of the spent media were taken to use for comparison
with the media when it was clean and first put into the RTO during the 2016 changeout. Visual
analysis of the internal structural integrity was conducted and followed by measurement of
operational parameters such as thermocouple overtemperature sensor settings and gas valve leak
testing. These measurements were compared with baseline, expected measurements to determine
if there were issues that needed to be addressed with the internal structure and/or function of the
system. Inspection of the exterior of the RTO was done to identify any areas with excessive heat
damage due to deteriorating internal insulation, which would cause visible hot spots on the roof
and/or rust on the exterior metal surface. Additionally, the metal duct work leading to and from
the unit was inspected to identify any areas with warping of the metal due to excessive heat or
build-up.

Objective 2: Compliance determination via stack testing

Measurements obtained during stack testing were analyzed relative to permit conditions to
determine if control destruction efficiency requirements were met during the maximum-normal
production rate. Detailed sampling results for each 1-hr sampling run, as well as the overall
average, were compared with air permit condition A8 to determine if VOC emissions were in
compliance.

Benzene emissions are reported to NCDAQ annually as a permit reporting requirement. This is
calculated using production throughput numbers and the approved emission factors derived from
a stack test conducted in 2002. The benzene emission factor used is 0.000268 pounds of benzene
per pound of foam burned. Emission factors for all other pollutants emitted from the process are
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also used to calculate emissions for other environmental reports, including the Toxic Release
Inventory (TRI) report for EPA. Calculations are done using a Microsoft Access database.

Objective 3: Assess changes in conditions from 2007 to 2019 using stack testing data
and RTO media analysis.

Historical 1&M records including internal inspection photos were obtained from the maintenance
department. Data from the 2007 stack test were compared with the 2019 test results to determine
if similar methods were used, how operating conditions compared, and what can be learned from
the 2007 test to inform interpretation of the 2019 test results. Findings from the 2019 1&M were
visually compared with photos from prior 1&M events. Written records were obtained and
reviewed to identify any trends in wear and tear of the RTO, media condition, or operating
conditions.

TIMELINE OF ACTIVITIES

The following activities describe the overall process followed for the stack test. It was very
important that certain steps were complete in the order described below and within a certain time
frame. For example, the PSF had to be sent to NCDAQ for review at least 45 days prior to allow
them time to review the test plan and make any necessary adjustments.

e January 2019: Initial coordination/planning with stack test company (Integrity Air)

o Late January/Early February: Prepared and submitted PSF to NCDAQ

e February 18-22": Inspection and maintenance of RTO & associated furnace
conducted

e Early March (3/6/19): Notified NCDAQ of stack test date/time to allow them to be
present during the test

o 3/21/19: Set-up equipment/calibration/initial emission readings were taken

o 3/22/19: Stack test performed

e 3/23/19: Prepared report of furnace loading, and temperature data taken during stack
test

e Early April: Stack test results reviewed/report finalized

o Late April: Report sent to NCDAQ

It is important to note that the permit condition for stack testing had a completion date of
January 2020. SELEE decided to proceed with the testing well before the deadline to allow
time to adjust the RTO and re-test if necessary.
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RESULTS

CONDITION OF THE RTO MEDIA AND THE RTO STRUCTURAL
INTEGRITY

Visual analysis of the media removed from the RTO showed signs of plugging and physical
degradation. Media on the bottom layers had crumbled from physical stress and the weight of
media on top. There was visible discoloration from emission particulates and soot.

XRD analysis indicated three main phase components present in the RTO media removed
during inspection: 41.9% Zirconia (ZrO,), 37.3% Arkelite (the cubic phase of ZrO,), and
30.9% Corundum (Al203).

XRF analysis identified the presence of three main compounds in the removed media: Al>O3,
SiO; and ZrO..

Comparison of the XRF results from the used media with those from a new sample of the
same media shows a change in chemical composition. A side-by-side comparison of the
major components is provided in Table 3.

Table 3: Used vs. New Media Composition
Component Used media New media
% wt % wt
Al,Os 31.01 35.75
Zr0; 48.87 56.88
SiO» 10.16 0.23
CaO 2.73 2.49
Y203 2.15 2.51
P20s 1.89 ND
TiO; 0.26 0.26
HfO, 0.98 1.17
Na2o 0.43 0.17

The most notable difference in composition of the used vs. new RTO media is seen in the
level of SiO,, which increased more than 40-fold as SiO; collected in the media overtime
during incineration.

Inspection of the RTO itself found no issues with internal structural integrity. As part of
preventative maintenance, valves and gaskets were replaced, the fan and stack inlet were
cleaned, thermal couples were checked and cleaned, and all bearings were greased.
Thermocouples were found to function properly, no hot spots were seen on the roof, and no
abnormalities in the emission stack or duct work were found. Insulation and fiber module
walls inside the RTO were in good condition with little to no repair work needed.
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VOC EMISSION COMPLIANCE

A summary of the results for VOC sampling during each 1-hr run are shown in Table 4.
Results for the 4 sampling runs were consistent overall. The Destruction Rate Efficiency
(DRE) of VOCs was calculated using the following equations:

QstpCpMc

Emission rate pre-control (Ein) and post-control (Eou) = "
MSTP

DRE (%) = 100 % Zin=Eout
Ein

Where Q steis flow at standard conditions, Cp is total hydrocarbon concentration in ppm
measured as carbon (dry), Mcis the molar weight of carbon, and Vy,srp is the ideal gas
constant. Total dry hydrocarbon concentration and flow at standard conditions were
calculated using equations specified in Method 25A. Results show that emissions for the
process were in compliance with permit condition A8.

Table 4: Summary of VOC Results- Cast Shop Roller Hearth Furnace RTO
Run Inlet Outlet (exhaust) DRE

ppm C, dry Organic ppm C, dry Emission %

Loading rate Ib/hr
Rate Lbs/hr

1 1005.5 3.68 10.8 0.051 98.6
2 993.8 3.72 18.7 0.090 97.6
3 981.6 3.57 19.8 0.095 97.3
4 882.4 3.28 16.1 0.074 97.7
Average 965.8 3.56 16.35 0.078 97.8

All recent air quality permits issued to SELEE Corporation have used emission factors
established with NCDAQ during previous stack testing for annual reporting of emissions as
required by the air permit.

2007 AND 2019 HYDROCARBON DESTRUCTION EFFICIENCY AND
RTO MEDIA CONDITION

Average sampling results for the 2007 and 2019 stack tests are summarized in Table 5. The
average total hydrocarbon concentration, pre- and post-control, was higher during the 2007

stack test than during the 2019 test. DRE (control efficiency) was much lower in 2007, close

to the permit limit of 90%, putting the 2007 emissions at risk of non-compliance.

Table 5: 2007 and 2019 Hydrocarbon Destruction Efficiency

2007 2019
Average Total Hydrocarbon emissions expressed as 1,028 965.8
dry carbon Inlet (ppm)
Average Total Hydrocarbon emissions expressed as 40.1 16.35
dry carbon Outlet (ppm)
Average control efficiency % 92.9 97.8
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The RTO ceramic media used in 2007 was a different material and chemical composition
than the ceramic media used in 2019. Photographs and maintenance reports from the 2007
inspection revealed that both types of ceramic media showed signs of physical and chemical
degradation when removed from the chamber for replacement.

DISCUSSION

CONDITION OF THE RTO MEDIA AND THE RTO STRUCTURAL
INTEGRITY

The SiO; found in in the ceramic media at 10.15 % wt likely originated from components
used in the ceramic slurry including aluminosilicates and silicas (such as kyanite and
wollastonite), which are common components in ceramic products (Davis, 2000). These
components accumulated as particulate matter in the ceramic media matrix over time. Minor
components such as P,Os at 1.89 % wt were likely due to contamination from production of
another product fired in the furnace that contains some phosphoric acid in the ceramic slurry.
All other chemical components in the new and used media were within a similar % wt range.

The old RTO media, shown in Figure 5, illustrates how incomplete combustion of gas and
particulates from the firing process can cause discoloration of the ceramic media. The
plugging of media is disruptive to the function of the RTO because it leads to uneven airflow
through the chambers, reduced residence time, and decreased overall efficiency. The media is
structured so that the underlying layers have larger, coarse pores (flow channels) and the
finest, smallest pore pieces on top (Konowalski, 2018).

Figure 5: Old RTO Media Once Removed

& 2
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VVOC EMISSION COMPLIANCE RESULTS

The oxidation of VOCs occurs when organic molecules interact with oxygen at high
temperatures (Cooper, 1994). The three most important factors for RTO destruction
efficiency are time, turbulence, and temperature. A high temperature is critical for activation
of the oxidation reactions, which must proceed quickly to promote nearly complete
destruction of VOCs. The quick rate of reactions means that enough time must be provided at
the desired temperature. Turbulence promotes good mixing between the VOC molecules and
the oxygen molecules. Plugged and/or damaged media can impact these important factors
because it disrupts airflow through the RTO chamber, leading to poor mixing, decreased
residence time as air quickly passes through channels in the media, and lower temperatures in
the chamber due to uneven heating of the media (Davis, 2000). Interpretation of how the old
media impacted VOC emissions is limited because the media was removed and replaced prior
to stack testing. There is no way to know if emissions were in compliance with permit
requirements prior to the stack test, but visual examination of the media during routine
inspection indicated that changing the media would be beneficial. Replacing the RTO media
prior to the stack test was recommended because it is such an important component of RTO
efficiency and would help ensure positive test results. There is no set timeframe for when
media replacement is required, but if it becomes plugged or damaged, it is possible tat
emissions will increase.

The ceramic media acts as a “BTU thermal heat sink™ to heat the low-temperature VOCs
entering the inlet of the RTO (Cannon, 2003). The flow path of combustion air through the
RTO reverses every 4 minutes. This allows the ceramic media to absorb and store the BTU’s
of combustion to continually preheat the incoming VOCs. SELEE’s RTO uses a poppet
valve, which is most common in the industry, to rapidly switch the direction of flow (Cannon,
2003). Control of the valve is done automatically using a Programmable Logic Control (PLC)
system. This integral, programmable system allows the RTO to operate at high thermal
efficiency and effectively destroy VOCs.

The PLC also monitors static pressure of the unit. Monitoring static pressure can be an early
indication if the media begins to plug with particulates. As the media begins to plug, airflow
is restricted, and the pressure differential rises. Normal static pressure during the stack test
was another indication that the media was in good condition and working effectively at VOC
destruction.

As outlined in the Introduction, there are 14 different VOCs emitted from the firing process
of this production line. Pursuant to 15A NCAC 2Q .0315 “Synthetic Minor Facilities” and
Section 11 of SELEE’s air quality Permit No. 03973R39, there is an overall emission limit
for facility wide VOCs of 100 tons per consecutive 12-month period. The 2018 annual VOC
emissions for the entire facility were 1,291.87 Ibs. This is far below the permit limit for
VOCs. In addition to facility-wide VOCs, benzene is a VOC with specific emission limits
established pursuant to 15A NCAC 2D .1100 “Control of Toxic Air Pollutants” in Permit No.
03973R39, Section 9. The Cast Shop kiln and associated RTO have an annual benzene
emission limit of 12.06 Ib/yr. Therefore, benzene emissions must be tracked and reported to
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NCDAQ on an annual basis. Figure 7 shows the permitted benzene emissions and actual
emissions for the Cast Shop RTO between 2007 and 2018.

Figure 7: Permit Limit and Actual Benzene Emissions for the Cast Shop RTO
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Benzene is listed as a TAP under 15A NCAC 02Q.0711 with a facility wide toxic pollutant
emission rate (TPER) limit of 8.1 Ib/yr. Benzene emissions from SELEE exceed the TPER,
which is why there are source specific limits and additional reporting requirements in the
permit. Additionally, anytime SELEE adds a new emission source or makes a modification to
a source, dispersion modeling must be performed to demonstrate compliance with the AALS
listed in 15A NCAC 02D .1104 (NCDEQ, 2018). Sources of benzene emissions are the
burning of polyurethane foam and natural gas; therefore, production volumes must be closely
monitored. This emission limit is the reason why Section 9A of the air quality permit puts a
restriction on the pounds of polyurethane foam that can be fired in the Cast Shop furnace
during any calendar year. It is important to note that benzene emissions were not specifically
measured during the stack test, only total hydrocarbons. Currently, the reporting of benzene
emissions is based on calculations using published emissions factors for polyurethane foam
and natural gas, based on production volume.

The number, concentration and type of VOC sources, flowrate, and temperature of the waste
gas stream are important factors to consider when selecting an oxidizer. In order to avoid a
fire in the ceramic bed chambers of the RTO, the waste air gases must be kept below 25% of
the Lower Explosive Limit (LEL). Small fluctuation in the concentration of pollutants is
acceptable, up to 40% LEL, but it is ideal to have a steady flow rate and hydrocarbon
concentration (Goldshmid, 2005). The Cast Shop furnace runs at a steady loading rate,
meaning there is a steady flow rate and concentration of VOCs in the waste gas stream. The
steady, high flowrate of waste gas entering the RTO, combined with the low concentration
(<0.25 LEL) makes a RTO an effective type of thermal oxidizer for this application.

24



2007 AND 2019 HYDROCARBON DESTRUCTION EFFICIENCY
RESULTS AND RTO MEDIA CONDITION

One limitation to comparing the 2007 and 2019 results is that no XRD or XRF data were
collected for chemical analysis of the media in 2007; however, it can be seen from the
photographs in Figure 6 that there are differences in the media. Further investigation by
reviewing environmental reports found that the media used in 2007 was a silicon carbide
ceramic composition made of 71% SiC, 28% SiO,, and 1% other.

Figure 6: 2007 and 2019 RTO Media

Records from an engineer at SELEE following the 2007 RTO inspection and maintenance
describes that boron orthophosphate formed on the media, with a black, sooty dust on the
bottom two feet of the media on each side of the RTO (Ferrand, 2008). It was also noted that
some of the media had melted and fused together. This was because some of the older media
had a boric acid component, which under high heat conditions had melted. The use of
inappropriate media can cause plugging and reduced efficiency of the RTO. The media used
today is a zirconia-based formulation that does not contain boric acid and has a higher ability
to resist physical degradation. This difference in media type is likely a large contributor to the
higher destruction rate of VOCs during the 2019 stack tests. A wide variety of heat transfer
media can be used in RTOs, but research shows that the most common type of ceramics used
today include compositions of high alumina, mullite, and cordierite (a silicate mineral)
(Davis, 2000). The high alumina (Al>Os) and zirconia content of the media used today is
appropriate for the process gases and high temperatures needed to effectively destroy VOCs
because it can resist thermal shock and withstand high heat and pressure (Goldshmid, 2005).

Other important factors to consider when comparing the result of the 2007 and 2019 tests are
temperature and production volume. Production volume directly impacts the amount of
VOCs entering the RTO and temperature of the RTO contributes to the destruction rate
efficiency. (Cooper, 1994). Average operating parameters for the 2007 and 2019 stack tests
are shown in Table 6.
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Table 6: 2007 and 2019 Operating Parameters

2007 2019
Average RTO Temp (°F) 1467 1604
Average Roller Speed cm/min 60.5 62.6
Average Production Rate (Lbs/hr Foam Burnout) 172.7 103.9

The most reasonable explanation for low destruction efficiency during the 2007 test is the
RTO temperature. The RTO temperature was about 140 °F lower during the 2007 stack test.
No parameter has a greater impact on VOC destruction than the operating temperature of the
thermal oxidizer (Donley, 1996). (Cooper, 1994) suggested that for good destruction, the
equipment should be designed for temperatures of 1200-2000 °F with residence times of 0.5-
2.0 sec in order to promote more complete destruction of VOCs. Destruction efficiency varies
with the specific compound treated. Two methods of assessing the temperature needed to
destroy various organic compounds are evaluating its thermal stability ranking and auto
ignition temperature. Compounds with higher autoignition temperatures are generally more
difficult to destroy (Donley, 1996). The longer the residence time and higher the temperature
above auto-ignition, the better the destruction efficiency will be. SELEE does not currently
have the resources to measure or track residence time, but high destruction efficiency results
from the 2019 stack test suggest that the residence time and operating temperature are close
to what is recommended for destruction of VOC compounds in the waste air stream.

Roller speeds were comparable between the two years, but the reported foam loading
production rate was nearly 40% lower in 2019 than in 2007. The fact that the roller speed
was similar during both tests, but the production rate was much higher in 2007, is a point for
further consideration. It is possible that the production rate was incorrectly calculated for the
2007 test. The kiln has a fixed size and based on the physical restrictions of the kiln opening;
it is impossible to load parts at a rate of 172.7 Ib/hr without increasing the roller speed.
Further discussion with NCDAQ on this discrepancy suggested that it is possible that the
2007 production rate was calculated based upon the total filter weight, rather than just the
foam weight. This would help explain how the production rate could be so much higher at a
similar roller speed. The DRE is the only parameter that NCDAQ will consider for VOC
compliance during the stack test, and there are some risks associated with incorrectly
reporting the production rate. The primary risk is related to the fact that NCDAQ uses this
information to set air permit conditions. As mentioned by the stack testing company, Integrity
Air, it is important to run emission testing at maximum, normal production rates because
NCDAQ will use this information to modify air permits to match what the facility operated at
during the test. Synthetic minor air permit limits include specific emission limits as well as
operational or production limits to restrict emissions of specific or multiple pollutants.
Exceeding these emission limits puts a company at risk of fines for non-compliance and can
require the company to apply for a Title VV permit, which is much more expensive and
requires extensive monitoring and recordkeeping. SELEE Corporation relies on site-specific
data and analysis of raw materials to narrow down the permit limit to be within about 10% of
the applicable threshold.
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It is important to recognize that the permitted process rate for this furnace is higher than the
maximum normal production rate. The graph in Figure 8, below, shows the Cast Shop
production line annual throughput relative to the permitted production throughput between
2007-2018. The permit limit was raised from 400,000 pounds per year to 450,000 pounds per
year in 2014. Beyond concern for compliance, SELEE should be mindful of the impact
increased production has on pollution to the surrounding community. NCDAQ raised the
permitted limit for this process, but this comes with an increased health risk for nearby
individuals exposed to air pollution. For this reason, it is important that SELEE continues to
work at improving emission control equipment to achieve the highest possible destruction
efficiency of pollutants emitted from the process.

Figure 8: CS Furnace Production Throughput vs. Permitted Production Throughput
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Increased production over the past ten years has resulted in higher VOC emissions. Although still
in compliance with permit conditions, it is important to consider the greater risk this poses to
human health and the environment. Benzene is a known human carcinogen and chronic exposure
to benzene increases the risk of leukemia, birth defects, and respiratory effects. The increased risk
occurs at low levels of exposure with no evidence of threshold level (Macey, 2014). In a study
conducted near an oil and gas production facility (Macey, 2014) suggested nearby residents and
employees exposed to VOCs including benzene showed immediate health symptoms and illness.
Within days, exposed children exhibited alterations in liver enzymes and blood properties. Itisin
the best interest of SELEE Corporation and the community to be mindful of these harmful health
effects from exposure to air pollutants. The risks must be considered in terms of ethics,
environmental stewardship, and social responsibility when making decisions regarding
production volume, new sources of pollution, and future investment in emission control
equipment.

CONCLUSION

Several recommendations can be made for overall improvement and continued assurance of
compliance with air permit regulations:
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o The facility (or third-party contractor) should inspect the roof and the entire RTO
exterior for hot spots once a week. Repainting the roof periodically will make it
easier to identify when hot spots develop in the future. Monitoring hot spots is
important because it is the best indication of early signs of RTO internal structural
issues with insulation or heating. Additionally, weekly walks around the RTO should
include checking for a warped metal exterior or damaged fasteners that can indicate
buildup within the duct work or uneven heating at connections/joints.

e The facility should maintain a schedule of completing a thorough annual inspection
and maintenance of the system. This included visual inspection of the media to
determine if it needs to be replaced. This evaluation should also include checking the
pressure drop across the RTO heat exchanger beds. Increased pressure drop, together
with loss of airflow capacity, are indications that the RTO media may be plugged or
performing poorly. Performing a “bake out” to clean the build up from colder surface
at the bottom of the RTO is recommended annually during the shut-down inspection
period. At a minimum, the media is recommended to be completely removed and
replaced every 3-5 years.

e Continued upgrades to the PLC system and other controls that allow for early
indication of potential issues regarding air flow and temperature of the system will be
beneficial to identify potential problems early in the process. Any equipment
malfunctions resulting in increased emissions lasting longer than 4 hours must be
reported to NCDAQ as stated in Section 6 of Air Permit No. 03973R39. Using
Predictive Analysis Features (PAFs) will help measure media bed pressure drop and
temperature and will alert the maintenance group to any potential issues. PLCs allow
review of temperature, pressures, fan speeds, and subsystem performance to quickly
identify problems. Remote access can reduce travel cost and downtime, delivering in
real time data on equipment issues (Konowalski, 2018).

e The facility must maintain electronic records of foam throughput and emissions data
for review and proof of compliance during air quality audits. It is in the best interest
of SELEE and NCDAQ to ensure permit conditions are set with reasonable
consideration of maximum, normal production throughput. This includes accurate
tracking of the number and size (to calculate total foam weight) of parts fired in each
furnace. The facilities Emissions Data Base (EDB) in Microsoft Access is a useful
and accurate tool that uses emission factors to calculate emissions for any given time
period using production throughput data.

e Positive VOC emissions test results support the facility continuing to use randomly
packed zirconia ceramic scrap in the RTO as a cost effective and high efficiency
option for media. Switching to structured ceramic block would cost up to 7 times
more and would be less durable (Cannon, 2003). Additionally, since SELEE
manufactures these ceramic parts in house and can use scrap as the RTO media, it is
both cost effective and environmentally responsible as they are given a second life
before the landfill.

The 2019 stack test helped assure corporate stakeholders, employees, and compliance
coordinators with NCDAQ that permit requirements for VOC emissions were being met. The
above recommendations will help ensure continued compliance for emissions from the
production process.
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APPENDICES

Appendix A

@A. ROY COOPER

MICHAEL S. REGAN

Secretary

. MICHAEL A. ABRACZINSKAS

Director

February 13,2018

Mr. Mark Morse

President

Selee Corporation

700 Shepherd Street
Hendersonville, NC 28792

Subject:  Air Permit No. 03973R39
Selee Corporation
Hendersonville, Henderson County, North Carolina
Permit Class: Synthetic Minor
Facility ID# 4500038

Dear Mr. Morse:

In accordance with your completed application received November 29, 2017, we are
forwarding herewith Permit No. 03973R39 to Selee Corporation, Hendersonville, Henderson
County, North Carolina for the construction and operation of air emissions sources or air cleaning
devices and appurtenances. Additionally, any emissions activities determined from your air permit
application as meeting the exemption requirements contained in 15A NCAC 2Q .0102 have been
listed for information purposes as an "ATTACHMENT" to the enclosed air permit. Please note the
records retention requirements are contained in General Condition 2 of the General Conditions and
Limitations.

If any parts, requirements, or limitations contained in this permit are unacceptable to you,
you have the right to request a formal adjudicatory hearing within 30 days following receipt of this
permit, identifying the specific issues to be contested. Such 2 request will stay the effectiveness of
the entire permit. This hearing request must be in the form of a written petition, conforming to G.S.
150B-23 of the North Carolina General Statutes, and filed with the Office of Administrative
Hearings, 6714 Mail Service Center, Raleigh, NC 27699-6714. The form for requesting a formal
adjudicatory hearing may be obtained upon request from the Office of Administrative Hearings.
Unless a request for a hearing is made pursuant to G.S. 150B-23, this air permit shall be final and
binding,

You may request modification of your air permit through informal means pursuant to G.S.
150B-22. This request must be submitted in writing to the Director and must identify the specific
provisions or issues for which the modification is sought. Pleasc note that the permit will become
final and binding regardless of a request for informal modification unless a request for a hearing is
also made under G.S. 150B-23.

Unless exempted by a condition of this permit or the regulations, construction of new
air pollution sources or air cleaning devices, or modifications to the sources or air cleaning
State of North Caroding | Envirosemenzal Quality | Air Qaaliey

Ashevilie Regionz] Office | 2000 US. Highway 70 | Swaroanca, NC 28778
8282964500 T | E282007045 F
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Mr. Mark Morse
February 13,2018
Page 2

devices described in this permit must be covered under a permit issued by the Division of Air
Quality prior to construction. Failure to do so is a violation of G.S. 143-215.108 and may

subject the Permittee to civil or criminal penalties as described in G.S. 143-215.114A and 143-
215.114B.

This permit shall be effective from February 13, 2018 until January 31, 2026, is
nontransferable to future owners and operators, and shall be subject to the conditions and limitations
as specified therein,

Changes have been made to the permit stipulations. The Permittee is responsible for
carefully reading the entire permit and evaluating the requirements of each permit
stipulation. The Permittee shall comply with all terms, conditions, requirements, limitations
and restrictions set forth in this permit. Noncompliance with any permit condition is grounds
for enforcement action, for permit termination, revocation and reissuance, or modification, or
for denial of a permit renewal application. Specific changes and additions are summarized
below (note: this list may not include all changes and additions):

* Stack testing is required for the thermal oxidizer (ID No. 31001.1) installed on the cast

shop roller hearth furnace (ID No. ES-31001), with the results due to this office by
January 31, 2020.

® The number of exempt electric test and development batch furnaces (ID No. IES-
57110) is changed from five to six.

¢ The TPER limits for ammonia are now listed with vertical and unobstructed release
points.

An emissions inventory is required as part of the next permit renewal.
The permit is issued for an cight-year period.

Should you have any questions concerning this matter, please contact Harold Brady at 828-296-
4500,

Sincerely,

e AAL ey

Brendan G. Davey, P.E., Regional Superyisor
Division of Air Quality, NC DEQ

BGD:hlb
Enclosures

¢:  Asheville Regional Office
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NORTH CAROLINA ENVIRONMENTAL MANAGEMENT COMMISSION

DEPARTMENT OF ENVIRONMENTAL QUALITY

DIVISION OF AIR QUALITY

AIR T NO. 03973R39

Issue Date: February 13, 2018
Expiration Date: January 31, 2026

Effective

Date: February 13, 2018

Replaces Permit: 03973R38

To construct and operate air emission source(s) and/or air cleaning device(s), and for the
discharge of the associated air contaminants into the atmosphere in accordance with the provisions
of Article 21B of Chapter 143, General Statutes of North Carolina (NCGS) as amended, and other
applicable Laws, Rules and Regulations,

Selee Corporation
700 Shepherd Street
Hendersonville, Henderson County, North Carolina
Permit Class: Synthetic Minor
Facility ID# 4500038

(the Permittee) is hereby authorized to construct and operate the air emissions sources and/or air
cleaning devices and appurtenances described below:

Emission Emission Source Control | Control System '
! Y
H§qp_[c_e_ 1D ~ Description | System ID Description
CAST SHOP
Pr— T . -
¢ natural gas-fired cast shop roller hearth | .
furnace (7 million Btu per hour heat input; e natural‘ g}ss-ﬁred PEgROREERNE
ES-31001 i Drocess Tate of 194 Is of 31001.1  |thermal oxidizer (2 million Btu per
Lol thag:ofoam per hour) hour minimum heat input rate)
310?!? one bagfilter (645 sqils:fcs- feet of
ES31006 °°€ natural gas-fired cast shop dryer (7.5 million filter area) installed on dryer zone 2
Btu/hr heat input rate) 31083 ‘and one bagfilter (645 square feet of
) — [filter area) installed on dryer zone 3
ES-31007.1 |cast shop raw material hoppers 31040 t::a?agﬁ S i |
} — 1
ES-41001  onc gasket gluing operation — /A l _ NA
IRON AND ALUMINUM FOUNDRY FO@M (IAF) :
ione natural gas-fired foam treatment dryer (1.2
| ES22007 oiiion Bru per hour maximum heat input rate) ok = =5
FS-22102 | 2015 ome bagfilter (3,465 square feet of

one IAF refractory cutting operation

filter arca)
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Emission Emission Source Control Control System
Source ID Deseription System ID Description
ES-22032  JAF raw material hoppers 22018 one bafilter (3,465 square feet of
A | v:.om : e arca)
one natural gas-fired roller hearth fumace (3.5 P I gas-fired thermal
ES-22044 [illion Bt per hour heat input rate; maximum | o5, PRI T per hour
jprocess rate of 75 pounds of polyurethanc foam SIS ;:
{ minimum heat input rate)
~ perhour) e
5 one natural gas-fired LAF dryer with combustion [
| ES2106 | nissions only (1.6 million Bru/hr heat inputrate)| VA | i
. lonc bagfilter (614 square feet of
ES-FTS  |one foam treatment ope?uon 22014  |surface arca) (22014)
HTP PROCESS
S —_— — s —
e natural gas-fired HTP dryer with combustion p
| ESINI sions onty (1.6 inllon Bashe heat inputrate) VA _ A
‘one natural gas-fired HTP tunnel kiln, also known |
{by the facility as TK2 (3.5 million Btu per hour
‘heat input rate; maximum process rate of 3 one natural gas-fired thermal
ES-13007 i'pounds of polyurethane foam per hour, 0.42 13007.1  loxidizer (520,000 Btu per hour
pounds of PVA per hour during sleeved round minimum heat input ratc)
production, or 2.533 pounds of PVA per hour
k during micromass production) ]
g one Lattice Filter electric batch furnace (90
B ES-15090 per batch) 7 N/A N_!A;
e natural gas-fired bake-offfsintering periodic
(il B o e ons natural gas-fred thermal
ES-56022 abpan e r‘;:e SL365 ponadacl 56022.1  |oxidizer (1 million Btu per hour
polyurethane foam per hour or 75 pounds of PVA ininum heat input rate)
per hour during micromass production) ) -
; one electric Unique furnace (maximum loading :
\ ES5-57161 capacity of 1.32 pounds of PVA _ggr}_l_(_)ur) A N/A
i one natural gas-fired roller hearth kiln, also one natural gas-fired thermal
ES-15401  lknown by the facility as the Ipsen (3.5 million 15402 oxidizer (2 million Btu per hour
B per hour heat input rate) . minimum heat L input rate) B
fC:ARBON FOAM PRODUCTION N
ES-44030 _|one impregnator for carbon foam production _ N/A b NA
ES-$4015 one electric continuous belt furnace, also known
by the facility as the Abbott furnace ey .
— S e one natural gas- regencrative
ES-54025 ‘f’:c"ﬂf'ﬁ'{x':;‘ e 54020 fthermal oxidizer (1.5 million Btu
s Ly : e — per hour minimum heat input rate)
ES-sqp30  |one electric batch dryer, also known by the
facility as Lewco #2 =
O'I_'HER SOURCES B -
‘ one batch natural gas-fired Sauder kiln, also
ES-22007  known by the facility as Sauder #1 (3 million Btu N/A N/A
per hour heat input rate; does not fire foam)
‘one batch natural gas-fired Sauder kiln, also
‘known by the facility as Pulse-Sauder £2, with
Bradm 'natural gas combustion emissions only (3 million s WA
{Btu per hour heat inptut_r rate; does not fire fqg_tp)




Permit No. 03973R39

Page 3
Emission Emission Source Control | Control System
Source ID Description B | System ID | Description
ES24020  [o0€ natural gas-fired tundish/castable dryer with a NA N/A

maximum firing rate of 0.5 MMBuwhr

one natural gas-fired ceramic sintering kiln, also

known by the facility as the Mcid kiln (ceramic or |

metallic slurry furnace; 2.9 million Btu per hour |

ES-S6021 [heat mput ratc; maximum process ratc of 20 S6021.1 33?35'2‘."&?3&%"%%“’“?3“
pounds of polyurethane foam per hour during \ - 47 o per

ceramic slurry production; 0.1 pounds of oy et opul )

polyurethane foam per hour during metallic slurry

production) = | .

one fuel cell bipolar plate and metallic foam [

chemical vapor infiltration/vacuum furnace, also c natural gas-fired regenerative
ES-44050  known by the facility as the HR-50 (maximum 31001.1 ermal oxidizer (2 million Btu per

process rate of 28.32 pounds of polyurethane hour minimum heat input rate)

foam per hour; 8.0 pounds of PVA perhour) 1+

in accordance with the completed application 4500038.17A received November 29, 2017 including
any plans, specifications, previous applications, and other supporting data, all of which are filed
with the Department of Environmental Quality, Division of Air Quality (DAQ) and are incorporated
as part of this permit.

This permit is subject to the following specified conditions and limitations including any
TESTING, REPORTING, OR MONITORING REQUIREMENTS:

A. SPECIFIC CONDITIONS AND LIMITATIONS

1. Any air emission sources or control devices authorized to construct and operate above must
be operated and maintained in accordance with the provisions contained herein. The
Permittee shall comply with applicable Environmental Management Commission
Regulations, including Title 15A North Carolina Administrative Code (NCAC), Subchapter
2D .0202, 2D .0515. 2D .0516, 2D .0521, 2D .0535, 2D .0540, 2D .0605, 2D .1100, 2D
1806, 2Q .0315 and 2Q .0711.

2. PERMIT RENEWAL AND EMISSION INVENTORY REQUIREMENT - The Permittee,
at lcast 90 days prior to the expiration date of this permit, shall request permit renewal by
letter in accordance with 15A NCAC 2Q .0304(d) and (f). Pursuant to 15A NCAC 2Q
.0203(i), no permit application fee is required for renewal of an existing air permit (without
a modification request). The renewal request (with AA application form) should be
submitted to the Regional Supervisor, DAQ. Also, at least 90 days prior to the expiration
date of this permit, the Permittee shall submit the air pollution emission inventory report
(with Certification Sheet) in accordance with 15A NCAC 2D .0202, pursuant to N.C.
General Statute 143 215.65. The report shall be submitted to the Regional Supervisor, DAQ
and shall document air pollutants emitted for the 2024 calendar year.

3. PARTICULATE CONTROL REQUIREMENT - As required by 1SA NCAC 2D .0515
"Particulates from Miscellaneous Industrial Processes," particulate matter emissions from
the emission sources shall not exceed allowable emission rates. The allowable emission rates
are, as defined in 15A NCAC 2D 0515, a function of the process weight rate and shall be

36
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determined by the following equation(s). where P is the process throughput rate in tons per
hour (tons/hr) and E is the allowable emission rate in pounds per hour (Ibs/hr).

E=4.10* (P) % for P <= 30 tons/hr, or
E”SS"‘(P)OH-40 for P >30 tons/hr

SULFUR DIOXIDE CONTROL REQUIREMENT - As required by 15A NCAC 2D .0516
"Sulfur Dioxide Emissions from Combustion Sources." sulfur dioxide emissions from the
combustion sources shall not exceed 2.3 pounds per million Btu heat input.

VISIBLE EMISSIONS CONTROL REQUIREMENT - As required by 15A NCAC 2D

{0521 "Control of Visible Emissions,” visible emissions from the emission sources,
manufactured after July 1, 1971, shall not be more than 20 percent opacity when averaged
over a six-minute period, except that six-minute periods averaging not more than 87 percent
opacity may occur not more than once in any hour nor more than four times in any 24-hour
period. However, sources which must comply with 15A NCAC 2D .0524 "New Source
Performance Standards" or .1110 "National Emission Standards for Hazardous Air
Pollutants" must comply with applicable visible emissions requirements contained therein.

NOTIFICATION REQUIREMENT - As required by 15A NCAC 2D .0535, the Permittee of
a source of excess emissions that last for more than four hours and that results from a

malfunction, a breakdown of process or control equipment or any other abnormal
conditions, shall:

a. Notify the Director or his designee of any such occurrence by 9:00 a.m. Eastern time
of the Division's next business day of becoming aware of the occurrence and
describe:

i.  the name and location of the facility,
ii.  the nature and cause of the malfunction or breakdown,
iii.  the time when the malfunction or breakdown is first observed,
iv.  the expected duration, and

v.  an estimated rate of emissions.

b. Notify the Director or his designee immediately when the corrective measures have
been accomplished.

This reporting requirement does not allow the operation of the facility in excess of
Environmental Management Commission Regulations.

FUGITIVE DUST CONTROL REQUIREMENT - As required by 15A NCAC 2D .0540
"Particulates from Fugitive Dust Emission Sources,” the Permittee shall not cause or allow
fugitive dust emissions to cause or contribute to substantive complaints or excess visible
emissions beyond the property boundary. If substantive complaints are received or excessive
fugitive dust emissions from the facility are obscrved beyond the property boundaries for six
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minutes in any one hour (using Reference Method 22 in 40 CFR, Appendix A), the owner or
operator may be required to submit a fugitive dust plan as described in 2D .0540(f).

"Fugitive dust emissions" means particulate matter that does not pass through a process
stack or vent and that is generated within plant property boundaries from activities such as:
unloading and loading areas, process areas stockpiles, stock pile working, plant parking lots,
and plant roads (including access roads and haul roads).

8. TESTING REQUIREMENT - Under the provisions of North Carolina General Statute 143-
215.108 and in accordance with 15A NCAC 2D .0605, the Permittee shall demonstrate
compliance with the emission limit(s) by testing the emission source(s) for the specified
pollutant(s) as follows:

—

Affected Source(s) Pollutant Target Parameter | Test Method
90% Destruction ’
: voC s
natural gas-fired regencrative thermal Efficiency 'DAQ Approved
oxidizer (31001.1 T 759 i | Method
oxidizer ( ) HAPS 75 /o De§truct|on | ¢
Efficiency

f.

The Permittee shall arrange for air emission testing protocols to be provided to the
DAQ prior to testing. Testing protocols are not required to be pre-approved by the
DAQ prior 1o testing. The DAQ shall review testing protocols for pre-approval prior
to testing if requested by the Permittee at least 45 days before conducting the test.

To afford the Regional Supervisor, DAQ, the opportunity to have an observer
present, the Permittee shall PROVIDE the Regional Office, in WRITING. at least 15
days notice of any required performance test(s).

Two copies of the test results must be submitted to the Regional Supervisor, DAQ, in
accordance with the approved procedures of the Environmental Management
Commission by January 31, 2020.

This permit may be revoked, with proper notice to the Permittee, or enforcement
procedures initiated, if the results of the test(s) indicate that the facility does not meet
applicable limitations.

The source shall be responsible for ensuring, within the limits of practicality, that the
equipment or process being tested is operated at or near its maximum normal
production rate, or at a lesser rate if specified by the Director or his delegate.

All associated testing costs are the responsibility of the Permittee.

9. TOXIC AIR POLLUTANT EMISSIONS LIMITATION AND REPORTING

REQUIREMENT - Pursuant to 15A NCAC 2D .1100 "Control of Toxic Air Pollutants," and
in accordance with the approved application for an air toxic compliance demonstration, the
following permit limits shall not be exceeded:
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Affected Source(s) Pollntanl

one batch natural gas-fired Sauder #1 kiln (ES-22007)

lone natural gas-fired HTP tnnel kiln (ES-13007) 0.4021 Tbiyr |
lone natural gas-fired roller hearth Ipsen kiln (ES-15401) | 3.2688 lb/yr
one natural gas-fired HTP dr) er (ES -12010) | 0.0289 lb/yr
one natural gas-fired foam treatment dryer ( (ES-22017) 1 (T 0022 lb/yr
one natural gas-fired roller hearth furnace (ES-22044) | 10.72 Iblyr
one natural gas-fired TAF dryer (ES-22106) 0.0289 Ib/yr

'onc batch natural 5as-ﬁrcd Pulse-Sauder #2 kiln (ES-24003)

onc natural gas-ﬂred | gas-fired tundish/castable (ES-24020) Benzene | 0009 b/yr
ionc natural gas-fired cast shop roller hearth furnace (ES-31001)  (71-43-2) | 12.06 Ibfyr
[6ne natural gas-fired cast shop dr,ver (ES-3717 006) 1 | 0.1353 Iblyr |
eral gas fired HR-50 fuel cell bipolar plate and metallic [— lb/.'yr
foam chemical vapor infiltration/vacuum furnace (ES-44050)

one electric continuous belt fumace (l~§ 540[5) ] 2. 4383 Ibfyr

ione natural gas-fired Meid kiln (ccramlc or metallic slurry
[furnace) (!:S 36021)

|one natural gas-fired Eisenmann bake-off/sintering periodic ]

kxln (ES- 56022)
one electric Umque furnace (ES- 57161)

Toxic Air

Limit

i * Emission

0.0902 Ib/yr |

| 0.0541 Iblyr Ibiyr

7
|
‘ 788 Iblyr
T 0361blyr

0.1956 Iblyr

a. Restrictions - To ensure compliance with the above limits, the following restrictions

shall apply:

i

ii.

iii.

the cast shop roller hearth furnace (ID No. 31001) shall fire no more than
450,000 pounds of polyurethane foam during any calendar year;

the Ipsen roller hearth kiln (ID No. ES-15401) shall burn-out no more than
34,500 pounds of foam during any calendar year, with the thermal oxidizer
(TD No. 15402) achieving a destruction efficiency of 65% for benzene.

each thermal oxidizer on site shall achieve a minimum of 90% control for
benzene, with the exception of the thermal oxidizer (ID No. 15402) installed
on the Ipsen kiln (ID No. ES-15401), as listed above.

b. Reporting Requirements - For compliance purposes, within 30 days after cach
calendar year, regardlcss of the actual emissions, the following shall be reported to
the Regional Supervisor, DAQ:

benzene emissions for the past 12 month period for each source with benzene

emissions;
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ii.  polyurethane foam usage for the cast shop roller hearth furnace (ID No. ES-
31001) for the past 12 month period; and

iii.  foam usage for the Ipsen roller hearth kiln (ID No. ES-1 5401) for the past 12
month period.

¢. Recordkeeping Requirements - The following recordkeeping requirements apply:

L. monthly and annual foam usage in the cast shop roller hearth furnace (ID No.
ES-31001);

ii.  monthly and annual foam usage in the Ipsen roller hearth kiln (ID No. ES-
15401); and

iii.  records of the inspection, monitoring and maintenance of the thermal
oxidizers shall be recorded as specified in Specific Condition 10, below.,

10. CONTROL AND PROHIBITION OF ODORQUS EMISSIONS - As required by 15A

NCAC 2D .1806 "Control and Prohibition of Odorous Emissions” the Permittee shall not
operate the facility without implementing management practices or installing and operating
odor control equipment sufficient to prevent odorous emissions from the facility from
causing or contributing to objectionable odors beyond the facility's boundary.

11. LIMITATION TO AVOID 15A NCAC 2Q .0501 - Pursuant to 15A NCAC 20 .0315

"Synthetic Minor Facilities," to avoid the applicability of 15A NCAC 2Q .0501 "Purpose of
Section and Requirement for a Permit,” as requested by the Permittee, facility-wide
cmissions shall be less than the following:

Pollutant Emission Limit
(Tons per consecutive 12-month period)
PMiq 100
~voC 100 =
Individual HAPs 10
Total HAPs | 25 1

a. Operations Restrictions - To ensure emissions do not exceed the limitations above,
the following restrictions shall apply:

i.  The cast shop roller hearth furnace ID No. ES-31001 shall be limited to firing
450,000 pounds of foam per consecutive 12-month period; and

ii.  Each thermal oxidizer on site shall achieve a minimum of 75% control for
hazardous air pollutants and 90% control for VOCs, with the exception of the
thermal oxidizer (ID No. 15402) installed on the Ipsen kiln (ID No. ES-
15401) which is to have a minimum control efficiency of 65% for benzene.



Permit No. 03973R39
Page 8

b. Inspection and Maintenance Requirements -

i.  Bagfilter Requircments - Particulate matter emissions shall be controlled as
described in the permitted equipment list. To comply with the provisions of
this permit and ensure that emissions do not exceed the regulated limits, the
Permittee shall perform periodic inspections and maintenance (I&M) as
recommended by the manufacturer. In addition, the Permittee shall perform
an annual (for each 12 month period following the initial inspection) internal
inspection of each bagfilter system.

ii.  Thermal Oxidizer Requirements - Emissions shall be controlled as described
in the permitted equipment list. To comply with the provisions of this permit
and ensure that emissions do not exceed the regulatory limits, the Permittee
shall perform periodic inspections and maintenance (I&M) as recommended
by the manufacturer. As a minimum, the Permittee shall perform an annual
(for each 12 month period following the initial inspection) internal inspection
of each primary heat exchanger and associated inlet/outlet valves to ensure
structural integrity.

¢. Monitoring Requirements - The Permittee shall ensure the proper performance of
each thermal oxidizer by monitoring the operating temperatures of each thermal
oxidizer using continuous temperature reading and recording instruments. The
Permittee shall record the minimum temperature measured inside the unit but in the
second half of the oxidizer (away from the flame zone). The temperature in each
oxidizer shall not be less than the temperature established during stack testing. The
charts from these instruments shall be kept on-site for a period of two years after the
date on which the record was made.

d. Recordkecping Requirements
i.  The Permittee shall record monthly and total annually the following:

A. The foam usage for the cast shop roller hearth furnace ID No. ES-
31001; and

B. The facility-wide HAP and VOC emissions.

ii. A log book shall be kept on site for each control device and made available to
Division of Air Quality personnel upon request. The Permittee shall record
all inspection, maintenance and monitoring requirements listed above in the
log book. Any variance from the manufacturer's recommendations shall be

investigated with corrections made and date of actions recorded in the log
book.

¢. Reporting Requirements - Within 30 days after each calendar year, regardless of the
actual emissions, the Permittee shall submit the following emissions and/or
operational data listed below. The data should include monthly and 12 month totals
for the previous 12 month period.
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i Monthly foam usage for the cast shop roller hearth furnace ID No. ES-31001:
ii.  Monthly facility-wide VOC and HAP emissions for the previous 12 months.

iii.  Emissions calculations shall also be included,

12. TOXIC AIR POLLUTANT EMISSIONS LIMITATION REQUIREMENT - Pursuant to
ISANCAC 2Q .0711 "Emission Rates Requiring a Permit.” for each of the below listed

toxic air pollutants (TAPs), the Permittee has made a demonstration that facility-wide actual
emissions, where all emission release points are unobstructed and vertically oriented. do not
exceed the Toxic Permit Emission Rates (TPERS) listed in 15A NCAC 2Q .0711(b). The
facility shall be operated and maintained in such a manner that emissions of any listed TAPs
from the facility, including fugitive emissions, will not exceed TPERSs listed in 15A NCAC
2Q .0711(b).

a. A permit 10 emit any of the below listed TAPs shall be required for this facility if
actual emissions from all sources will become greater than the corresponding
TPERs.

b. PRIOR to exceeding any of these listed TPERs, the Permittee shall be responsible
for obtaining a permit to emit TAPs and for demonstrating compliance with the
requirements of 15A NCAC 2D .1100 "Control of Toxic Air Pollutants”,

¢. In accordance with the approved application, the Permittee shall maintain records of
operational information demonstrating that the TAP emissions do not exceed the

TPERs as listed below:
Carcinogens - Chronie FSAS‘::::R Acute |
Pollutant (Iblyr) Toxicants 'i‘zxican 5 Irritants
y (biday) T (Ib/hr)
\Acctaldchyde (75-07-0) I l [ | 2843
IAcetlc acid (64-19- 7) | | _] [ 390
lAcrolem (107-02-8) W Ii . 0.08
Acrylonitrile (107-13-1) 1 105 [
Ammonia (as NH3) (‘ ]
(7664-41-7) |
Chlorine (7782-50- -5) ' 0.95
Cresol (mixed 1somers) 232
(1319-77-3) \ :
chhlorobcnzzne(p). 1.4-
(106-46-3) ’ Gal
Ethylene glycol monoethyl '
ether (Cellusolve) (Component 5.1 2.00
of GLYET) (110-80-5) , ,
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’E"" ] Caiciasaers | Chronic B ;‘:::::c Aﬂ-lte—
Pollutant 2 (b ,yorg) Toxicants ‘ T(’)xican ts Irritants

(Ib/day) (Ib/hr) (Ib/hr)

Formaldehyde (50-00-0) [ ] 016

Hexane, n- (110-54-3) . L 463 —

Hydrogen chloride \ { 074

((hydrochloric acid) (7647-01-0) | __| ‘ 1 '

Hydrogen cyanide (as HCN) | | !

(Component of CNC) ‘ 59 | 1.16

(74-90-8) |

Phenol (108-9572) = =3 1.00 ‘

Styrene (100-42-5) i 11.16 | ]

Toluene (108-88-3) | 19796 5897

iToluene diisocyanate, 2,4- and ' 1

2.6- isomers ‘ 0.0084 ’ ‘

(584-84-9,91-08-7) , .

Xylene (mixed isomérs) " r

s | 1137 68.44

1.

B. GENERAL CONDITIONS AND LIMITATIONS

In accordance with G.S. 143-215.108(c)(1), TWO COPIES OF ALL DOCUMENTS,
REPORTS. TEST DATA, MONITORING DATA, NOTIFICATIONS, REQUESTS FOR

RENEWAL., AND ANY OTHER INFORMATION REQUIRED BY THIS PERMIT shall
be submitted to the:

Regional Supervisor

North Carolina Division of Air Quality
Asheville Regional Office

2090 U.S. Highway 70

Swannanoa, NC 28778

§28-296-4500

For identification purposes, each submittal should include the facility name as listed on the
permit, the facility identification number, and the permit number.

RECORDS RETENTION REQUIREMENT - In accordance with 15A NCAC 2D .0605,
any records required by the conditions of this permit shall be kept on site and made available
to DAQ personnel for inspection upon request. These records shall be maintained in a form
suitable and readily available for expeditious inspection and review. These records must be
kept on site for a minimum of 2 years, unless another time period is otherwise specified.
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10.

ANNUAL FEE PAYMENT - Pursuant to 15A NCAC 2Q .0203(a), the Permittee shall pay
the annual permit fee within 30 days of being billed by the DAQ. Failure to pay the fee in a
timely manner will cause the DAQ to initiate action to revoke the permit.

EQUIPMENT RELOCATION - In accordance with 15A NCAC 2Q .0301. a new air permit
shall be obtained by the Permittee prior to establishing, building, erecting, using, or
operating the emission sources or air cleaning equipment at a site or location not specified in
this permit.

REPORTING REQUIREMENT - In accordance with 15A NCAC 2Q .0309, any of the
following that would result in previously unpermitted, new, or increased emissions must be
reported to the Regional Supervisor. DAQ:

a. changes in the information submitted in the application regarding facility emissions:
b. changes that modify equipment or processes of existing permitted facilities; or

c. changes in the quantity or quality of materials processed.

If appropriate, modifications to the permit may then be made by the DAQ to reflect any
necessary changes in the permit conditions. In no case are any new or increased emissions
allowed that will cause a violation of the emission limitations specified herein.

In accordance with 15A NCAC 2Q .0309, this permit is subject to revocation or
modification by the DAQ upon a determination that information contained in the application
or presented in the support thereof is incorrect, conditions under which this permit was
granted have changed, or violations of conditions contained in this permit have occurred. In
accordance with G.S. 143-215.108(c)(1), the facility shall be properly operated and
maintained at all times in a manner that will effect an overall reduction in air pollution.
Unless otherwise specified by this permit, no emission source may be operated without the
concurrent operation of its associated air cleaning device(s) and appurienances.

In accordance with G.S. 143-215.108(c)(1), this permit is nontransferable by the Permittee.
Future owners and operators must obtain a new air permit from the DAQ.

[n accordance with G.S. 143-215.108(c)(1), this issuance of this permit in no way absolves
the Permittee of liability for any potential civil penalties which may be assessed for
violations of State law which have occurred prior to the effective date of this permit.

In accordance with G.S. 143-215.108(c)(1), this permit docs not relieve the Permittee of the
responsibility of complying with all applicable requirements of any Federal, State, or Local
water quality or land quality control authority.

[n accordance with 15A NCAC 2D .0605, reports on the operation and maintenance of the
facility shall be submitted by the Permittee to the Regional Supervisor, DAQ at such
intervals and in such form and detail as may be required by the DAQ. Information required
in such reports may include, but is not limited to, process weight rates, firing rates, hours of
operation, and preventive maintenance schedules.
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11.

14.

15.

16.

A violation of any term or condition of this permit shall subject the Permittee to enforcement
pursuant to G.S. 143-215.114A, 143-215.114B, and 143-215.114C, including assessment of
civil and/or criminal penalties.

. Pursuant to North Carolina General Statute 143-215.3(a)(2). no person shall refuse entry or

access to any authorized representative of the DAQ who requests entry or access for
purposes of inspection, and who presents appropriate credentials, nor shall any person
obstruct, hamper, or interfere with any such representative while in the process of carrying
out his official duties. Refusal of entry or access may constitute grounds for permit
revocation and assessment of civil penalties.

. In accordance with G.S. 143-215.108(c)(1), this permit does not relieve the Permittee of the

responsibility of complying with any applicable Federal, State, or Local requirements
governing the handling, disposal, or incineration of hazardous, solid, or medical wastes,
including the Resource Conservation and Recovery Act (RCRA) administered by the
Division of Waste Management.

PERMIT RETENTION REQUIREMENT - In accordance with 15A NCAC 2Q .0110, the
Permittee shall retain a current copy of the air permit at the site, The Permittee must make
available to personnel of the DAQ, upon request, the current copy of the air permit for the
site.

CLEAN AIR ACT SECTION 112(r) REQUIREMENTS - Pursuant to 15A NCAC 2D .2100
"Risk Management Program,” if the Permittee is required to develop and register a risk
management plan pursuant to Section 112(r) of the Federal Clean Air Act, then the
Permittee is required to register this plan with the USEPA in accordance with 40 CFR Part
68.

PREVENTION OF ACCIDENTAL RELEASES - GENERAL DUTY - Pursuant to Title I
Part A Section 112(r)(1) of the Clean Air Act "Hazardous Air Pollutants - Prevention of
Accidental Releases - Purpose and General Duty," although a risk management plan may not
be required, if the Permittee produces, processes, handles, or stores any amount of a listed
hazardous substance, the Permittee has a general duty to take such steps as are necessary to
prevent the accidental release of such substance and to minimize the consequences of any
release. This condition is federally-enforceable only.

. GENERAL EMISSIONS TESTING AND REPORTING REQUIREMENTS - If emissions

testing is required by this permit, or the DAQ, or if the Permittee submits emissions testing
to the DAQ in support of a permit application or to demonstrate compliance. the Permittee
shall perform such testing in accordance with 15A NCAC 2D 2600 and follow all DAQ
procedures including protocol approval, regional notification, report submittal, and test
results approval.
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Permit issued this the 13* of February, 2018.
NORTH CAROLINA ENVIRONMENTAL MANAGEMENT COMMISSION

/) ~
| £ /

-
¢ "}7\-./'.._ (\/j '../x"\)

Brendan G. Davey, P.E.
Regional Supervisor
By Authority of the Environmental Management Commission

Air Permit No. 03973R39
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ATTACHMENT to Permit No. 03973R39, February 13, 2018

Insignificant / Exempt Activities

venting inside to a wet collector

T

‘I)cvclopmgn}ifu;qace

exhaust

e Exemption ’Sonrce of | Source of Title
e I Regulation | TAPs? V Pollutants?
1ES-22042 - one spray/foam treatment booth 2Q 0102 | :
) (h)5) No Yeg L
TES-57110 - six electric test and development 2Q 0102
batch type furnaces (1.62 pounds of polyurcthane ( )(3)(!3) Yes Yes
foam per hour maximum process ratc) ) g 2 |
TES-57113 - one natural gas-fired Researchand |~ 2Q .0102
Yes Yes
i) : = (2)3)(B)
[ES-22036 - one alumina refractory foam cutting 2Q 0102
saw controlled by wet scrubber with inside @ 1 4)(B) No Yes
TES-43309 - one fuel cell bipolar plate chemical 2Q .0102 Vi ' Yes
wapor infiltration furnace (CVI-2) (R&D) (gX3)B) |

1. Because an activity is exempted from being required to have a permit or permit modification
does not mean that the activity is exempted from an applicable requirement or that the owner
or operator of the source is exempted from demonstrating compliance with any applicable

requirement.

2. When applicable, emissions from stationary source activities identified above shall be
included in determining compliance with the permit requirements for toxic air pollutants
under 15A NCAC 2D .1100 "Control of Toxic Air Pollutants" or 2Q .0711 "Emission Rates

Requiring a Permit.”

3. Sample permit conditions showing the regulatory requirements for exempt sources subject to
NESHAP, NSPS, and NCAC rules may be found here: http://www.ncair.org/permits/insig/



Appendix B

_ {USELEE

CORPORATION

January 24, 2019

Mr. Brendan Davey, Regional Supervisor
NC Division of Air Quality

2090 US Highway 70

Swannanoa, NC 28778

Subject: Cast Shop Roller Hearth Stack Test
Air Permit No. 03973R39
Facility ID No.: 4500038

Dear Mr. Davey,

Please find enclosed two (2) copies of the Protocol Submittal Form for Stack Testing to be
performed by Integrity Air Monitoring, Inc according to Air Permit No. 03973R39, Specific
Conditions and Limitations A.8.

If you have any questions or require additional information, do not hesitate to contact me at

(828) 694-3340 or by email at agriesmyer @selee.com

Best Regards,

/| k& -
;[Z@/a é{z««ﬂ%«
Alesia Griesmyer

EHS Manager, SELEE Corporation

Ec: Watt Jackson, President
David Haack, VP Engineering

pervair
700 Shepherd Street, Hendersonvilie, NC 28792 USA
+1(828) 897-2411 (800) 438-7274 Fax +1 (828) 693-1868
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PROTOCOL SUBMITTAL FORM (rev. 2016)

Environmental

Quainy DIVISION OF AIR QuALITY PAGE 10F2

Purpose:  The goals of the Protocol Submittal Form arc to initiate communication between representatives of the permitted facility,
. the testing consultant, and the DAQ as well as to identify and resolve any specific testing concerns prior to testing. i
Instructions:  Use Guidanee Document to fill out this form. Submit all fo nd itional informa t Al i
iso east 45 davs to testing. Complete ane form for each sampling location. If this form does not supply

sufficient space to completely answer all Questions or if additional relevant information is necessary, attach additional
documentation and/or information to the original form. Questions and/or comments should be directed to the appropriate
Regional Supervisor.
This form and its Guidance Document are available at
enforcement/emissio n-measurement

Specify Appropriate Regional Office: (check one)
BJ Asheville  [] Fayerteville O Mooresville [ Raleigh (0 Washington [ Wilmington [ Winston-Salem

Facility ID No: 4500038 Test Company Name: Integrity Air Monitoring, Inc.

Facility Name: SELEE Corporation

Facility Contact Person / mailing address & email- Testing Company Contact Person / mailing address & email:

Alesia Griesmyer J.A."Tony" Blanton, QST

EHS Manager President/Technical Director

700 Shepherd Street PO Box 559

Hendersonville, North Carolina 28792 Huntersville, North Carolina 28070

Email Address: agriesmyer@selee.com Email Address: tony@integrityair.net

Phone: (828) 694-3340 Fax: 828-697-7960 Phone: (704) 948-2359 Fax: (704) 948-2361

Mobile No.: Mobile No.: (704) 618-5082

Air Permit Number & Revision: 03973R39 Permitted Source Name and 1D No.: £S-310001 Cast Shop Roller

Hearth Furnace RTO (31001 1)

Permitted Maximum Process Rate: Maximum Normal Operation Process Rate: Target Process Rate for Testing:

194 Ibs of polyurethane foam per hr 106 Ibs of polyurethane foam per hr 106 Ibs of polyurethane foam per hr
*Calculations on last page* *Calculations on fast page*

1.1) What is the specific purpose for the proposed testing? (Permit condition, NSPS, NESHAP, etc. - See guidance doc.) Testing is
required by Specific Conditions and Limitations A. 8,
Is this an initial performance test? [J Yes or @ No

1.2) List all state and federal regulations that apply to the proposed testing. (Sec guidance doc,)
NCGS 143-215.108 and 15A NCAC 2D 0505

1.3) Will the test results be used for other regulatory purposes (e.g, emission inventories. permit application, etc.) beyond that stated above?
& Yesor [ No If ves, explain. Test Results may be used for future emissions inventories and permit modifications.

1.4) How will production/process & control device data be documented during testing? (list specific ¢ ipme: ess meters.
instrumentation that wi use ency of data collection, co compyter/manually, etc.) Test will not be accepted

without appropriate production/process & control device operation data.

Process throughputs will be tracked manually by recording part number, pounds of polyurethane foam per part, and the time each part
enters the kiln, and roller speed for the entire length of each testing period. The Kiln will be fully loaded with product the entire time to
ensure maximum foam burnout is occurring for the duration of the test. Control device and kiln settings will be recorded manually at
the start and end of each 1-hr test period. Additionally, our SCADA computer system continuously logs temperature of the kiln and
incinerator.

1.5) Provide a brief deseription of the source {including control equipment) and attach source or process flow diagram from source through
stack exit. Emissions from the natural gas-fired cast shop roller hearth furnace (7 million Btu/hr heat input) are controlled by
a natural gas-fired regenerative thermal oxidizer (31001.01) Emissions from the RTO pass from the RTO to a fan and stack
to the atmosphere. The RTO is a two ¢an design with 2 mmBtu/hr heat input rate.

1.6) Provide a brief description of the sampling location, attach schematic of sampling location, and indicate whether concurrent testing will
be conducted at other sampling locations, ( Approval of protocol without this data will not exempt you from Method | criteria.) The inlet
test location is a horizontal duct approximately 20 inches in diameter and is located inside the building. The RTO outlet test location is a
vertical stack and is approximately 20 inches in diameter
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PROTOCOL SUBMITTAL FORM (Rev. 2016)

Envronmental

Qualy DIVISION OF AIR QUALITY PAGE20F 2
2.1) Provide the following information for cach test parameter. [ a3 SN
g =
Target Proposed Numberof | TestRun | #of Sampling <
Pollutant Test Method Test Runs | Duration Points Comments
Simultaneous Inlet/Outlet Samplin
VOC 25A 3 1-hour 16 .

including Methods 1, 2, 3 (mole weight
assumed) and 4

2.2) Will all testing be conducted in strict accordance with the applicable test methods? I1f*No”, attach complete
documentation of all proposed medifications and/or deviations to the applicable test methods.

2.3) Does the proposed sampling location meet the minimum EPA Method | criteria for acceptable measurement sites?
Attach supporting documentation. Sampling locations have been tested previously and will be verified prior to B ves | OONo
sampling. Both Inlet test location and outlet appear 1o meet Method | criteria.

2.4) Will you conduct a “verification of absence of cyclonic flow™ (EPA Method | Section |1 4)? -
Absence of cyclonic flow must be documented during this testing. Bves | ONo

2.5) Will oxygen concentration be determined by [ EPA Method 3 via Orsat or [ ] strict EPA Method 3A? (Specify)
If*No™. recheck line item 2.2 above. ( Fyrites are NOT allowed according to 15A NCAC 2D -2606). see comment | [JYes | B No

B ves | ONo

below
Is an audit sample from an Accredited Provider available for the proposed test method(s)? (Additional information
2.6) available at deg ne.goviabout/divisions fair-quality/gir-q ualilyinforcemgm,{glgl_siignjngas_u;mugmm Oves | BNo
mgg-:ggt-g_m_!j;—m’ formation)
2.7) Has all testing equipment been calibrated within the past year? If “No™, explain. X Yes | ONo
2.8a) Have all calibration gases been certified by EPA Protocol 1 procedures? (Answer only as applicable.) Bvyes | ONe
2.8b) Is a dilution system (EPA Method 205) proposed? (Answer only as applicable.) & Yes | OONo

2.8¢) Attach a summary of expected calibration gas concentrations for all proposed instrumental test methods.

2.9) What is proposed test schedule? DAQ Regional Supervisor must be notified a minimum of 15 days prior to the actual test date(s
THIS FORM DOES NOT CONSTITUTE 15 DAY REGIONAL OFFICE NOTIFICATION

March 14, 2019

Additional Comments: The inlet molecular weight will be assigned 28 according to Method 2 Section 8.6 and RTO outiet will be
assigned a molecular weight of 30 According to Method 3 Secticn 1.3 (processes burning natural gas)

Signatures:  Representatives from the permitted facility and the contracted testing company must provide signatures below certifying
that the information provided on this form and any attached information is accurate and complete,

%a' M ! o1pane ! otpang

Permitted Facility Representative Date Testing Company Representative Date
Name: Alesia Griesmyer Name:  J.A"Tony” Blanton, QSTI
Title:  EHS Manager Title:  President/Technical Director
Company: SELEE Corporation Company:  Integrity Air Monitoring, Inc.
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EXPECTED CALIBRATION GAs CONCENTRATIONS

RTO INLET DUCT - ExPECTED RANGE 0 10 10,000 PPM AS PROPANE

ZERO GAS ~99.999% PURIFIED Ak

HiGH RANGE GAS — 8420 PPM PROPANE 1N AIR ( PROTOCOL 1)

MID RANGE Gas — 60% oF 8420 USING METHOD 205 — 5052 PPM AS PROPANE
Low RANGE GAS — 40% OF 8420 USING METHOD 205 — 3368 PPM AS PROPANE

FUEL HYDROGEN/HELIUM FID FUEL BLEND

RTO OUTLET STACK — EXPECTED RANGE 0 10 100 BPM AS PROPANE

HIGH RANGE GAS - 86,5 2PM PROPANE IN AR (PROTOCOL 1)

MID RANGE GAS ~ 60% OF 86.5 USING METHOD 205 ~ 51.9 PP PROPANE
LOW RANGE GAS — 40% OF 86.5 USING METHOD 205 — 34.6 PPM AS PROPANE

INSTRUMENT USED WILL BE VIG INDUSTRIES MODEL 20/2 DUAL FIA ANALYZER

PROCESS RATE CALCULATIONS

Foam DENSITY = 1.7 LB/FT3
26 INCH FOAM DIMENSIONS (26.5%26.5x1.969 IN)
FOAM IS CUT BEFORE FIRING
BEVEL CUT 26" Foam: 1267.9 1v3 (0.73 F173)
0.73 F13 X 1.7 LRAFT"3 = 1,24 LBS/PART
MAX OPERATING RATE 15 83 PCS/HR FOR 26 INCH FILTERS.
@ 1.24 LBS X 85 PIECES/HR = 103.5 LB/HR

26 INCH PARTS ARE OUR LARGEST PARTS AND REPRESENT THE MAXIMUM PROCESS RATE FOR THIS KILN.
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