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On a sufficiently soft substrate, a resting fluid droplet will cause significant deformation of
the substrate. This deformation is driven by a combination of capillary forces at the contact
line and the fluid pressure at the solid surface. These forces are balanced at the surface by the
solid traction stress induced by the substrate deformation. Young’s Law, which predicts the
equilibrium contact angle of the droplet, also indicates an a priori radial force balance for
rigid substrates, but not necessarily for soft substrates that deform under loading. It remains
an open question whether the contact line transmits a non-zero force tangent to the substrate
surface in addition to the conventional normal (vertical) force. We present an analytic Fourier
transform solution technique that includes general interfacial energy conditions, which govern
the contact angle of a 2D droplet. This includes evaluating the effect of gravity on the
droplet shape in order to determine the correct fluid pressure at the substrate surface for
larger droplets. Importantly, we find that in order to avoid a strain singularity at the contact
line under a non-zero tangential contact line force, it is necessary to include a previously
neglected horizontal traction boundary condition. To quantify the effects of the contact line
and identify key quantities that will be experimentally accessible for testing the model, we
evaluate solutions for the substrate surface displacement field as a function of Poisson’s ratio
and zero/non-zero tangential contact line forces.

Key words: PDEs in Connection with Mechanics of Deformable Solids, Transform Meth-
ods, Classical Linear Elasticity, Numerical Approximation of Solutions, Fluid—Solid
Interactions

1 Introduction

The motion of droplets across substrates is crucial to droplet-based microfluidics and
micro-fabrication [19]. The means for controlling such motions is highly varied, and
includes temperature gradients [12], magnetic fields [5] and surface chemistry [4]. Though
these effects are well quantified for rigid substrates, softer materials, such as hydrogels
and biological tissues, are themselves deformed by contact with fluid droplets [1, 18].
Consequently, these softer materials can experience significant strain due to capillary
forces acting at the droplet contact line so that the onset of droplet motion and the
subsequent dynamics may be quite different from the corresponding behaviour on a rigid
substrate.
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Before addressing droplet dynamics on soft substrates, it is necessary to first consider the
simpler case of a symmetrical droplet at rest on a soft substrate. Analytical expressions
for displacement fields within neutrally wetted substrates (contact angle of 90°) have
previously been determined [9, 10, 16]. However, since droplet motion can result from
non-uniform contact angles, there is a need for a model that allows partial wetting
(contact angle # 90°); such a model was developed and analyzed recently [3]. Here, we
present a similar analysis for a two-dimensional droplet. This simplification is consistent
with the future consideration of droplet dynamics, in which the front and back contact
angles would differ. In addition, this two-dimensional analysis reveals that in order to
balance forces with finite strains, an additional horizontal traction boundary condition
must be included. We show that this new boundary condition is sufficient to regularize
the horizontal strain, which would otherwise have a singularity at the contact line. In
what follows, we use the term contact line, although in two dimensions this is simply a
pair of triple points at which the substrate and droplet surfaces are both in contact with
the atmosphere.

For the case of a hard substrate, the horizontal force balance at the contact line is
governed by the Young-Dupré equation with equilibrium droplet contact angle o:

Ysg — Vis = 7 COS 0, (1.1)

where y represents the surface energy for each phase interface (sg for solid—gas and Is
for liquid—solid; y = y;; represents the liquid—gas surface energy of the droplet). For soft
elastic substrates, the surface energy y may differ significantly from the surface stress Y. A
proposed relation between these terms is the Shuttleworth equation [11] ¥ =y +0y/0¢, in
which ¢ is the strain parallel to the interface. This difference between surface energy y and
surface stress Y allows for the generation of tangential contact line forces. To account for
this possibility, we use a generalized contact line force law [21] for droplets whose contact
angle is at equilibrium. In addition, the vertical component of the contact line force (which
plays no role on a hard substrate) induces a vertical deformation on the order of the
elastocapillary length scale L, = y/E at the contact line, where E represents the elastic
modulus of the substrate. Consequently, there is significant substrate deformation in both
horizontal and vertical directions near the contact line.

Previous work [3,9,16] included the solid surface stress to regularize a vertical strain
singularity at the contact line. It was shown [9] that including the surface traction caused
by the free surface shape is necessary for the transformed vertical displacement to decay
sufficiently in Fourier space to provide a bounded displacement at the contact line location.
This surface traction has previously been estimated [3,9,16] by linearizing the curvature
of the substrate surface in the vertical direction and neglecting the horizontal component
of curvature. Though this is sufficient to regularize and provide accurate results for
the vertical strain, we show that it does not regularize the horizontal strain under the
generalized contact line force. In this paper, we provide an estimate for the horizontal
component of the surface traction and show that the strain is regularized under our new
horizontal traction boundary condition, avoiding what otherwise would be an unphysical
singularity in the strain at the contact line. Moreover, inclusion of the horizontal traction
boundary condition likely increases the accuracy of the deformation calculations with

Downloaded from https:/www.cambridge.org/core. North Carolina State University, on 12 Jul 2017 at 14:28:01, subject to the Cambridge Core terms of use,
available at https:/www.cambridge.org/core/terms. https://doi.org/10.1017/S0956792517000134


https:/www.cambridge.org/core/terms
https://doi.org/10.1017/S0956792517000134
https:/www.cambridge.org/core

Deformation of an elastic substrate 3

or without a tangential contact line force, though experimental results for horizontal
deformation are not currently available for comparison.

In addition to considering partial wetting and a general contact line force, our model
can incorporate the effect of gravity on the droplet shape. In the absence of gravity,
the droplet minimizes its surface energy by assuming a circular shape. The presence of
gravity flattens this circular shape, but this effect is negligible for droplets with radii much
smaller than the capillary length L. = +/y/pg, where y and pg are the surface tension
and specific weight of the droplet, respectively. The droplet curvature determines the
Laplace pressure in the droplet, while the height of the droplet determines the hydrostatic
pressure at the surface of the substrate. These two pressures combined then influence the
substrate displacement. Previous work [6] included an analytical solution for a droplet
with shallow contact angle on a solid substrate. Our solution includes contact angles up
to 90°, where the droplet shape can be expressed as a function in cartesian coordinates,
neglecting disjoining pressure. The fluid pressure is then determined, and contributes to
surface forces on the substrate. It should be noted that gravity is considered for the
droplet shape only, which affects the pressure at the solid substrate boundary under the
droplet. Gravity as a body force on the solid, however, is considered negligible on the
deformation compared to elastic effects.

The paper is organized as follows. In Section 2, we calculate the variational derivation
of droplet shapes in the presence of gravity, and the associated pressure at the substrate
surface. We then develop equations describing the static deformation within the substrate,
and the associated boundary conditions. In Section 2.3, we introduce a potential function
p, which has the effect of reducing the analysis to that of a scalar equation. The
deformation and stress are then expressed as linear combinations of derivatives of . The
scalar equation is analyzed in Fourier space in Section 3.1, leading to expressions for the
surface deformations as integral equations. The solution to the equations in Section 3.1 is
then approximated in Section 3.2 by use of an asymptotic expansion of the transformed
functions and truncation of the inverse transform integrals, with the procedure being
justified with the error analysis of Section 3.3. (Details of this approximation are included
in Appendix C and supplementary materials.) Numerical results are presented in Section
4, and a discussion in Section 5 concludes the paper.

2 Problem setup

We consider a two-dimensional droplet, depicted schematically in Figure 1, with width
2R and resting on the free upper surface of a solid elastic substrate. In the reference
configuration, the substrate is taken to be fixed on the bottom surface z = 0, to have
infinite extent, and to have constant thickness h. The elastic modulus of the substrate is
denoted by E, and Poisson’s ratio by v. The contact line creates a vertical force (y sin o)
and a tangential force (f;) which cause significant deformation in a neighbourhood of
the contact line, depicted in Figure 1(c). The fluid pressure I in the droplet acts at
the substrate interface to compress the substrate below. In this paper, we quantify these
influences and describe the deformation of the substrate. The deformation is analyzed
for both the conventional contact line model, which assumes no net tangential contact
line force (f; = 0), and the generalized contact line model with a non-trivial tangential
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FIGURe 1. Schematic of geometry and forces. (a) Reference configuration showing horizontal
substrate layer and droplet surface (dashed). Fluid pressure IT and contact line force F,; act on the
solid substrate with elastic modulus E and Poisson ratio v. (b) Blow-up at the contact line showing
the effective contact angle «, and contact line force F.; that includes a non-zero tangential stress
component f;, discussed in Section 2.2. (¢) Deformation of the substrate free surface caused by
capillary forces.

— >

contact line force. Our simulations in Section 4 utilize a contact line model quantified
by Weijs et al. [21] discussed in Section 2.2, but our analysis is consistent with any non-
trivial f;.

The model depends largely on the formulation of boundary conditions at the free
surface of the substrate. This is composed of two parts; the section under the droplet, and
the solid—gas interface between the substrate and air. The effect of the droplet is expressed
solely through the surface stress at the substrate surface and through the pressure I1.
Once tese are quantified, the droplet is effectively removed from the subsequent analysis.

To determine the shape of the substrate free surface, we formulate a boundary value
problem for the elastic displacement within the substrate. It is convenient to use Eulerian
coordinates (x,z), shown in Figure 1, in which the substrate free boundary is located
at z = h in the reference configuration. The displacement # of the substrate is then
represented in two components by

u(x,z) =u(x,z)ey + w(x,z)e,, —oco<x<oo 0<z<h, 2.1)

where &y, &, are unit vectors in the coordinate directions. The displacement is defined
relative to the reference configuration, mapping the reference configuration to the static
deformed substrate configuration:

(x, z) — (x 4+ u(x,z),z + w(x, z)).

2.1 Droplet shape and fluid pressure

The surface pressure I1 and droplet shape are influenced only slightly by the deformation
in the substrate, which is localized near the contact line. In this section, we determine
the pressure and droplet shape by assuming the substrate is rigid and flat. With this
assumption, we determine the relationship between the parameters I1 and R, and their
dependence on surface tension and gravity.

Gravity influences droplets when the droplet size exceeds the capillary length scale:
R > L.. For small droplets (R/L. < 1), the droplet surface takes on a circular shape
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Deformation of an elastic substrate 5

(spherical in three dimensions). For large droplets, gravity dominates and the droplet
flattens out except near the contact line.

The height f(x) of the droplet free surface above the substrate is determined by
minimizing the total energy. The differential gravitational and surface potential energies
are given respectively by

AU, (x) = pgfz(x)zdx dU(x) = p/1 + f/(x)dx. (2.2)

We then consider the energy cost functional U representing the energy of half the droplet
(0 < x < R), imposing a constant area A representing the amount of fluid in the droplet:

R
U(f)z/dUg—I—dUS—/ldA=/0 [pgf(x)2/2+y\/1+f’(x)2—/1f(x)}dx, (2.3)

where 1 is a Lagrange multiplier. The corresponding Euler-Lagrange equation results in
the Ordinary Differential Equation

()

W = thdrostatic + HLaplace =1I. (24)

A=pgf(x)—7y

From this, we conclude that the pressure distribution under the droplet is constant, the

value of the Lagrange multiplier 4. A low gravity pressure approximation is then obtained
assuming a circular droplet profile:

2
n

__ysinoa+pgA  ysina n pgR(xcsc” o — cot )

R R 5 , as R/L. — 0. (2.5)

The differential equation (2.4) is solved more generally by exploiting the chain rule and
imposing boundary conditions f/(0) = f(R) = 0, f'(R) = —tana to provide an implicit
solution for the droplet shape in terms of the non-dimensionalized pressure IT/pgL. and
contact angle o :

R — x _ /f(x)/Lc dé 26)
L. 0 \/(%52 _ 2 ' )

ﬁf —cosa) ~—1

where the peak droplet height, determined using the boundary condition f/(0) = 0, is

given by
f£0)= 1 \/( 1 )2—2(1—cosoc). 2.7)
¢ pgLe pgL.

For each choice of the dimensionless parameter IT/pgL., we see that letting x = 0
in (2.6), we obtain a value of R/L., with the upper limit in the integral given by (2.7).
In Figure 2, we plot the curve of such values for a contact angle of o = 90° obtained
numerically from (2.6), (2.7) for specified R/L.. Once the pressure is calculated, the droplet
shape can be obtained implicitly from (2.6).

As shown in Figure 2, there is a clear transition from the capillary regime R/L, < 1 to
the gravitational regime R/L. > 1. The limiting regimes are determined analytically to
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FIGURE 2. Non-dimensionalized fluid pressure IT/pgL. as a function of droplet radius for contact
angle o = 90°. The capillary limit (2.8a) represents the Laplace pressure, which decays inversely to
the droplet radius R, while the gravitational limit (2.8b) represents the hydrostatic pressure generated
by the fluid with depth equivalent to the equilibrium height of the fluid droplet as R — oc.

be
II ~ysina/R Capillary Regime (a) (28)
IT ~ 2pgL,sin} Gravitational Regime (b) ’
A justification of the gravitational pressure limit (2.8b) is provided in Appendix A.
2.2 Substrate model equations and boundary conditions
The elastostatic Navier equations
(I =2v)4u+V(V 1) =0, (2.9)

express force balance within the substrate. Here, v is the Poisson ratio of the substrate,
where incompressible solids have a Poisson ratio of v = 1/2. In two dimensions, the strain
¢ and stress t are represented by 2 x 2 matrices with components,

170w | Ou;
KA [ij o (2.10)
and
E v
W=y [Sij + méyj(?‘n + 822)}, (2.11)

where (uy,u;) correspond to displacements (u, w) and spatial variables (xy, x;) = (x,z). In
these tensors, E represents the elastic modulus of the substrate and 9;; is the Kronecker
delta.

Boundary conditions are set at the solid surface z = 0, where the substrate has no
displacement:

(1, w)|.=0 = (0,0). (2.12)
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Deformation of an elastic substrate 7

The effect of the droplet on the substrate is quantified by defining the shear stress 7., and
normal stress 7., at the free surface z = h:

(Txz Tzz)| 2 = Fx(x)ex + Fz(x)e; + Y(x)&(x). (2.13)

Here, Fy(x) and F,(x) include the general contact line force F,, located at |x| = R with
tangential component f; specified below and vertical component 7y sin « shown in Figure 1,
as well as the fluid pressure IT. We assume that the contact angle « is equivalent to the
equilibrium Young’s angle calculated from (1.1), consistent with the observation in [16]
for R > L,. The final term in (2.13), Y'(x)k(x), defines the traction stress generated by
the resulting shape of the deformed-free surface, where x(x) is the curvature vector of
this surface. By considering the general curvature vector instead of just the linearized
vertical component, as done in previous work [3,9,16], we will show that the strain is
bounded at the contact line in the horizontal as well as the vertical directions under a
general contact line force. The solid surface stress is represented as the piecewise constant
function

Y(x) =Yg + AYH(R — |x|), with AY = Yj; — Y, (2.14)
in which H is the Heaviside function. The vector F(x) = (x + u,w + h)|.—; parameterizes
the substrate-free surface. Then, the curvature vector is given as

> (1 + axu)axxw - axxuaxw
K(x) =

2.15
(1 4+ 0u) + @w)?)* (1)

((_axw)éx + (1 + axu)@z)

z=h"

The conventional model assumes no tangential contact line force (Fy = 0). In this
case, which simplifies the model, there is a bounded solution at the contact line. The
inclusion of an approximation to the horizontal component of curvature in (2.13) is
expected to improve the fidelity of the solution by reconciling for the previously neglected
horizontal traction force. In the general model (F # 0), the inclusion of the horizontal
curvature approximation ensures a bounded solution, which otherwise would experience
a singularity at the contact line. Here, we allow the generality considered in previous
work [3] by defining the horizontal capillary stress as

Fi(x) = —fi6(R — [x[)sgn(x), (2.16)

where 0 is the Dirac delta function. In the generalized model, this tangential contact line
force f; arises due to the difference between surface stress and surface energy, and in
general is represented as f, = (Yjs — Yig) — (y1s — ys¢)- The form proposed by Weijs et al.

1—2v

Ji= 1—v

7(1 + cos ), (2.17)

is derived in detail [21]. Combining the vertical force at the contact line with the fluid
pressure IT acting under the droplet, we have

F.(x) = ysin()d(R — |x|) — [TH(R — |x]). (2.18)
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2.3 Potential function

It is useful to express the displacement vector u(x,z) in terms of a potential function .
To do this, we define a Galerkin vector G = y(x,z)e;, and let

u(x,z) =2(1 = v)4G — V(V - G). (2.19)
Substituting this into (2.9), we find that vy is biharmonic:
A*yp(x,z) = 0. (2.20)

The spatial scaling
x = RX, z =RZ

is applied to non-dimensionalize the horizontal distance. The tilde’s are dropped from the
spatial variables, and the free surface of the substrate is now located at z = h = h/R. We
now reformulate the displacements and stresses component-wise in terms of the potential

function y:

1 %y

e (2214

20—y | (1-2v) %y

YT TR W R o (2.215)
E Oy oy

e = —2 (1-nZ¥ - , 221

! (1—|—v)R3<( Vo Vawn) (221c)
E Oy Dy

T, = m(@—v)m—i-(l—v)@). (221d)

3 Solving the equations

In this section, we first manipulate the biharmonic equation (2.20) using a Fourier
transform and obtain a system of equations to solve for the transformed potential.
The Fourier transform is conducive to the cartesian coordinate representation of our
two-dimensional droplet, whereas a Hankel transform is appropriate in axisymmetric
coordinates for the three-dimensional droplet [3]. The surface displacements are recovered
by truncating the inverse transform at large wave numbers. The asymptotics of the error
in this approximation show that the strain is completely regularized when using both
traction boundary conditions.

3.1 Fourier transform representation

We define the Fourier Transform pair for yp as

R =iz = o= [ peeaetin pen =70 = o= [ pzeds
(3.1)
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Then, (2.20) transforms to

(£ -2)p=0 (32)

Solving (3.2) with wave number s as a parameter yields
P(s,z) = (A(s) + szB(s)) cosh(sz) + (C(s) + szD(s)) sinh(sz). (3.3)
Transforming (2.21a,b), and then applying the boundary conditions (2.12), we find
A(s) =2(1 —=2v)D(s),  B(s) = —C(s). (3.4)

These expressions are substituted into (3.3) where the transformed potential { is now an
expression involving two unknown Fourier coefficients C(s) and D(s). These are determined
from the two stress boundary conditions (2.13) as follows. Recall that the transformed
stresses, from (2.21c,d), are now linear combinations of C(s) and D(s).

Transforming the shear stress boundary condition from (2.13), we obtain

Tl = F(F) + F(Y(X(E - 24)) |

We define the function M(s) using (2.16), by

—2f,isins

V2rR

The convolution identity F(f(x)g(x)) = F(f(x)) * F(g(x))/v2r, and (2.14) lead to the
first equation defining the unknowns C(s), D(s) :

iM(s) = F(Fx) =

it - a2 - T (7 20))

= M(s). (3.5)

z=h

Similarly, transforming the normal stress boundary condition from (2.13), we obtain a
second equation:

AY si
(B — Vel 20) = =220 5 (F(&-2) )| = N, (36)
T S z=h
where
2 /ysino sin s
= F(F,) = — —-11==).
N(s) = F(F.) %(R cos s o)

While elasticity dominates the small wave number behaviour of the displacements u
and w in Fourier space, the traction stress generated by the geometry of the deformed
substrate surface determines the decay of these transformed displacements for large
wave numbers. Including this traction stress is sufficient to influence the decay of these
transformed displacements in Fourier space, thereby eliminating the strain singularity
at the contact line [9]. The transformed terms in the curvature approximation (2.15)
determine the dominant component of the transformed displacements it and W as wave
number s — oo; these govern the decay estimates detailed in Appendix C, which help
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FIGURE 3. Horizontal (left) and vertical (right) numerical truncation error compared to predicted
truncation error from (3.22), (3.23) plotted vs. wave number cap S (log-log scale). Parameters:
E =3 kPa, v =047, h =50 um, R = 150 um, y = 50 mN/m, Y}, = 30 mN/m, Y;; = 42 mN/m
and Y = 36 mN/m. The numerical errors ex and e, decay according to (3.22), (3.23), confirming the
deformation is bounded at the contact line.

justify an approximation of the traction stress:

r'(x)

Y(x)k(x) ~ kzﬁ Y'x) e

axxuéx + Faxxwez. (37)

These terms are evaluated at the free surface z = h and k is the characteristic slope of
the vertical displacement near the contact line. For our simulations, we define k to be the
average magnitude of the rate of change of the vertical deformation w at the contact line,
given by

k= lim (3w B + lim (. h)|) (3.8)

ar (o
Though the quantities in (3.8) are a priori unknown, we estimate k using a method similar
to a predictor-corrector procedure. We first set k = 0 and calculate the derivative of the
vertical displacement on both sides of the contact line using the method described in
Section 3.2 providing a k value from (3.8). We then recalculate the displacement field
observing that the vertical displacement is largely independent of k. For the example
scenario analyzed in Section 3.3 with parameters given in Figure 3, k was re-estimated
with a relative error of 7.1 x 1077, illustrating the consistency and rapid convergence of
the estimation (3.8).

Previous work [3,9,16] has included the same vertical traction stress given by the
second term in (3.7), but neglected the horizontal component (first term). We find that
the inclusion of the first term is sufficient to obtain bounded horizontal deformation at
the contact line under the generalized contact line model, justified in Section 3.3. From
the traction stress estimate (3.7), we calculate the transform estimates

2 S2

F(k - ey) ~ —k*=1i F(k-e,) ~ —ﬁw (3.9)
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Deformation of an elastic substrate 11
3.2 Calculating surface deformation

Transforming the displacement and stress definitions in (2.21), equations (3.5) and (3.6)
can now be written as a linear system for the unknowns C(s), D(s) :

2 [ -
SC(s)Bi(s) + *D(s)Bals) + 4‘%& sinlt —8) o

R —ii(t,h))dt = M(s),  (3.10)

o t—s

T e s
The coefficient functions f3;, w;, i = 1,2 are defined in Appendix B. Solving equations
(3.10), (3.11) for C(s) and D(s) then defines the transform function { from which transform
variables representing stresses 7 and displacements # are obtained.

Since the displacement functions u(x,z) and w(x,z) given in (2.21a) and (2.21b) are
second-order derivatives of the potential function p(x, z), it follows that their transform
variables & and W will be proportional to s>. Therefore, rather than approximating the
Fourier coefficients C and D directly, we instead approximate s’C and s*D. Once the
Fourier coefficients are calculated, the displacement field is obtained by approximating
the inverse transforms derived from (2.21a) and (2.21b):

u(x,z) = \/7 / — iti(s, z) sin(sx)ds

\F ! / b [s2C(s)( — szsinh(sz)) + s*D(s)((3 — 4v) sinh(sz) + sz cosh(sz))} sin(sx)ds

R2
(3.12)
w(x,z) = \/z/ooo (W(s,z)) cos(sx)ds

2 .
\/7 / 2C (s)(sz cosh(sz) — (3 — 4v) sinh(sz)) — szD(s)(sz smh(sz))} cos(sx)ds.
(3.13)
These specify the displacement for x > 0, then odd and even extensions to x < 0 are taken
for u and w respectively. We solve equations (3.10), (3.11) approximately by taking an
asymptotic expansion of the transformed displacements ii, Ww as well as Fourier coefficients

2 (W(t, h))dt = N(s). (3.11)

C(s), D(s):
i(s,z) = fo(s,z) +elii(s,z) + (s, z) + -, (3.14a)
Wis,z) = Wols,z) + eWi(s,z) + eWa(s,z) + -, (3.14b)
C(s) = Cols)+eCi(s) + € Cals) + -+, (3.14¢)
D(s) = Do(s)+ eDi(s) + e Da(s) + -, (3.14d)

where we set the small parameter e = 4Y/Y,,. Under this expansion, we first solve for
the zeroth-order transformed displacements iy, Wy and use them to solve for the first-
order correction to the Fourier coefficients C, D. The system of equations to obtain the
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first-order correction is given by

S*Co(s)B1(s) + 5 Do(s)Ba(s) = M(s), (3.15a)

s*Co(s)ui(s) + 5°Do(s)a(s) = N(s), (3.15b)

s*C1(5)Bi(s) + s Di(s)Ba(s) = —Ekfi wwtz(—iﬁo(t,ﬁ))dt, (3.16a)
nm R o t—s

SCi(s)pi(s) + s°Di(s)pa(s) = —&iz mwzz(%(t,ﬁ))d; (3.16b)
n R J_ t—s

The zeroth-order coefficients s>Cy, s>Dy are algebraically obtained from (3.15) and used
to define the zeroth-order transforms iiy, Wwo. The limits of the transformed displacements
for large s values are given by

fo(s, )~ iErl% n iErzs% = fim(s), (3.17a)
N coss sins
wo(s,h)  ~ EVSST + EV4S73 = Wiim($), (3.17b)

where constants Erj, j = 1,2,3,4 are given in Appendix B. Substituting these limits into
the right side of the equations in (3.16) in place of the zeroth-order transforms, we obtain
the Cauchy principal values

* sin(t — s .
PV. / WH( — iflim(t))dt = gErz sinss, (3.18)
.
t —
PV. / %tz (Wiim (1)) dt = gEm oS, (3.19)

which are obtained using contour integration in the complex plane. To calculate the
integrals in (3.16), the principal values (3.18) and (3.19) are added to the integral of
the difference between the transformed displacements and their limits given in (3.17),
calculated numerically over the interval |s| < S.

This provides accurate results for the integrals in (3.16) over the interval |s] < S <
S, where S is the wave number cap for our calculations, the implications of which
are examined in Section 3.3. With the solutions to (3.16), the first-order transformed

displacements ii;, Wy are obtained and used to calculate the displacements u(x, z), w(x, z)
by use of (3.12) and (3.13).

3.3 Error analysis

In this section, we estimate the error in evaluating the inverse transforms only on the finite
interval 0 < s < S. In order to perform the estimate analytically, we consider only the
simplified case in which ¥ = Y}, = Ys,. For comparison, we then simulate the numerical
error for an example scenario where Yj; # Y,. The two calculations are shown graphically
in Figure 3.
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We define the horizontal and vertical errors ey, e, by

= max '\/7/ — iti(s, ) s1n(sx)ds ,
e, = max ‘\/z/oo (W(s, h)) cos(sx)ds‘. (3.21)
* N

—sh

(3.20)

With s sufficiently large, we neglect the decay terms e~ in the hyperbolic trig functions
sinh(sh) and cosh(sh). Moreover, we argue that the errors (3.20), (3.21) are maximized at
the contact line (details in Appendix C). As a result, we obtain the following estimates as

S — oo:
. 2|f,|R/ sin’ s |fi|lR L
= — 22
\[/ 22T Sms‘ls‘ e Il A ey o (3:22)

Zysing [ cos? s Rsina 1
ew’\[/ ) coss ds’% ’S‘_““/ COSS g~ PRSI (3.23)
s2Y nY Jg @ s? Y S

Vertical and horizontal displacement errors are calculated by recording the tip dis-
placements relative to each other for different values of S and are plotted in Figure 3
along with the error estimates from (3.22) and (3.23). The numerical simulations were
calculated with a non-constant surface stress (X5, 7 1j5) using the mean solid stress as
the characteristic stress Y. The error estimates reasonably fit the predicted error and we
conclude that the deformation is bounded at the contact line by the inclusion of both
traction boundary conditions.

4 Results

Using the method outlined in Section 3, we calculate both the horizontal (u) and vertical
(w) surface displacements for an example substrate; this is shown in Figure 4 in physical
units. We include the displacements calculated with the conventional contact line model
(f = 0) and the generalized contact line model with f, given by (2.17). We vary the
substrate Poisson’s ratio v to illustrate the effect of compressibility on the deformation of
the substrate for both contact line models. Note that for the case of an incompressible
substrate (v = 1/2), f; = 0 regardless of the choice of contact line model, resulting in
identical displacement calculations. As seen in the horizontal displacements, the non-zero
tangential contact line force (2.17) pulls the substrate surface inward at the contact line
location x/R = 1 with increasing magnitude as the Poisson’s ratio v decreases. This agrees
with our intuition, as decreasing v results in a larger tangential contact line force predicted
by (2.17).

In contrast to the horizontal displacement in Figure 4, the vertical displacement results
are very similar, regardless of contact line model. Since the horizontal deformation is
very small relative to the droplet radius R, the vertical displacement is a good visual
representation of the actual substrate surface profile, where we observe a wetting ridge
formed by the vertical contact line force. However, the horizontal deformation has a
noticeable impact on the substrate surface profile near the contact line. Combining
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FIGURE 4. Horizontal (left) and vertical (right) displacements of the substrate surface for tangential
contact line force fi = 0 mN/m (top) and f, = (46 mN/m) x (1 — 2v)/(1 — v)(1 + cosa) (bottom).
Parameters: E = 4 kPa, h = 50 um, R = 200 pum, y = 46 mN/m, Yj; = 33 mN/m and Y, = 38
mN/m. (Legend in top left figure applies to all four figures.)

the horizontal and vertical deformations gives us the parametrized substrate surface
F(x) = (x + u,w + h),—, which is shown in Figure 5 near the contact line for both
models. This illustrates the overall effect of the contact line force and the different
behaviour between the two contact line models. Though not clearly visible in Figure 4,
the peak vertical displacement is lower for the generalized model (f; 5 0) for compressible
substrates. This is the result of a small decrease in the vertical contact line force for a
non-trivial tangential contact line force and constant solid surface stresses. Using the
definition of the contact angle given in (1.1) and the tangential force given in (2.17), we
obtain

1— _ _
cosa = v(YSg YIS)—FI 2v'
v Y v

This equation increases in magnitude as v is lowered in our simulations, resulting in a
smaller vertical contact line force.
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fe #0

(a+u)/R (x4 u)/R

FIGURE 5. Surface deformation near the contact line, for example, substrate with tangential contact
line force f; = 0 mN/m (left) and f; = (46 mN/m) x (1 — 2v)/(1 — v)(1 + cos o) (right). Parameters
identical to Figure 4. (Legend in left figure applies to both figures.)

5 Discussion

We have presented a robust method for calculating the displacement field in a soft elastic
substrate caused by a resting fluid droplet generalized to include partial wetting and
(optionally) a tangential contact line force. In addition, from the framework presented,
internal stresses can be analyzed within the substrate by constructing stress transform
functions and approximating their respective inverse transforms. The droplet shape has
also been analyzed to provide a better understanding of how and when gravity affects the
fluid pressure at the substrate surface. Having determined that we are in the capillary limit,
we observe that gravitational influence is negligible on the droplet pressure IT and the
Laplace pressure is large enough to cause significant compression of the substrate under
the droplet, forming a lenticular shape. As the droplet size approaches the transitional
range R = O(L,) where gravity begins to affect the surface pressure, the pressure is not a
significant factor in the substrate deformation.

By including the previously neglected horizontal traction stress, we gain a better under-
standing of the influence of the contact line in the horizontal direction. Not incorporating
this horizontal traction leads to a horizontal displacement whose transform decays as
O(s~') under a non-zero f;, which is insufficient to provide a bounded, realistic displace-
ment. The inclusion of this stress is critical in understanding the geometry of the contact
line location, at which the force necessary to induce motion is transmitted to the droplet.
Figure 5 provides quantitative predictions for what features to identify in future exper-
iments. Though the tangential force is negligible for perfectly incompressible substrates
(v = 1/2), as v decreases even slightly we see distinct changes in the contact line geometry
caused by the horizontal displacement u for f, # 0 observable in Figures 4 and 5. Future
experiments could investigate this effect.

With these advances in capability, we intend to use this model to further understand
phenomena such as durotaxis, which depends largely on the displacement field and
the contact angle of the droplet. Durotaxis refers to the onset motion of a droplet
caused by an underlying stiffness gradient in the substrate, and has been experimentally
observed [17] for droplets initially set on substrates with varying thickness. The thickness
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of the substrate influences the local surface rigidity causing a change in contact angle
across the droplet, which drives the motion of the droplet towards the softer (thicker) part
of the substrate. As simple as durotaxis is to describe, a purely mechanical model has yet
to adequately replicate this phenomena. Advancing our understanding of the deformation
of the substrate surface for a substrate with varying rigidity will be critical in developing
this model.

Acknowledgements

This work was supported by the National Science Foundation under grant number DMS-
1517291. We would like to thank Josh Bostwick for discussions regarding the solution
method. We would also like to thank participants of the Capillarity of Soft Interfaces
conference of November 2015 hosted at the Lorentz Center in Leiden, NL with whom
discussions were held; namely Bruno Andreotti, Jacco Snoeijer, Eric Dufresne, Robert
Style, Stefan Karpitschka, Laurent Limat and Anand Jagota.

Supplementary materials

For supplementary material for this article, please visit http://dx.doi.org/10.1017/
S0956792517000134

References

[1] AxpreorTi, B., BAUMCHEN, O., BOULOGNE, F., DaNIELS, K. E., DUFRESNE, E. R., PERRIN, H.,
SaLEZ, T., SNOEUER, J. H. & STYLE, R. W. (2016) Soft capillarity: When and how does surface
tension deform soft solids? Soft Matter 12, 2993-2996.

[2] AnDRrREOTTI, B. & SNOEDER, J. H (2016) Soft wetting and the Shuttleworth effect, at the
crossroads between thermodynamics and mechanics. Europhys. Lett. 113, 66001.

[3] Bostwick, J. B., SHEARER, M. & DaNIELs, K. E. (2014) Elastocapillary deformations on
partially-wetting substrates: Rival contact-line models. Soft Matter 10, 7361-7369.

[4] CuHAauDHURY, M. K. & WHITESIDES, G. M. (1992) How to make water run uphill. Science 256,
1539-1541.

[5] DHIR, V., Gao, D. & MoRLEY, N. B. (2004) Understanding magnetic field gradient effect from
a liquid metal droplet movement. J. Fluids Eng. 126, 120-124.

[6] GomBa, J. M. & PeErazzO, A. P. (2012) Closed-form expression for the profile of partially
wetting two-dimensional droplets under gravity. Phys. Rev. E 86, 23752.

[71 HarLAND, B., WALcOTT, S. & SuN, S. X. (2011) Adhesion dynamics and durotaxis in migrating
cells. Phys. Biol. 8, 6665.

[8] Huy C. Y. & JAGOTA, A. (2014) Deformation near a liquid contact line on an elastic substrate.
Proc. R. Soc. A 470, 20140085.

[9] Jerison, E. R., Xu, Y., WILEN, L. A. & DUFRESNE, E. R. (2011) Deformation of an elastic
substrate by a three-phase contact line. Phys. Rev. Lett. 106, 186103.

[10] Limar, L. (2012) Straight contact lines on a soft, incompressible solid. Eur. Phys. J. E 35, 1-13.

[11] MARICHEY, V. A. (2011) The Shuttleworth equation: Its modifications and current state. Prot.
Metals Phys. Chem. Surf. 47, 25-30.

[12] Onuki, A. & Kanatang, K. (2005) Droplet motion with phase change in a temperature gradient.
Phys. Rev. E 72, 27844.

[13] Park, S. J., WeoN, B. M., LEg, J. S, LEg, J. & Kim, J. (2014) Visualization of asymmetric
wetting ridges on soft solids with X-ray microscopy. Nature Commun. 5, 4369.

Downloaded from https:/www.cambridge.org/core. North Carolina State University, on 12 Jul 2017 at 14:28:01, subject to the Cambridge Core terms of use,
available at https:/www.cambridge.org/core/terms. https://doi.org/10.1017/S0956792517000134


https:/www.cambridge.org/core/terms
https://doi.org/10.1017/S0956792517000134
https:/www.cambridge.org/core

Deformation of an elastic substrate 17

[14] PerICET-CAMARA, R., BEST, A., BUTT, H. J. & BONACCURSO, E. (2008) Effect of capillary pressure
and surface tension on the deformation of elastic surfaces by sessile liquid microdrops: An
experimental investigation. Langmuir 24, 10565-10568.

[15] Sourtas-LittLE, R. W. (1999) Elasticity. Dover Publications, Mineola, NY.

[16] StyLE, R. W. & DUFRESNE, E. R. (2012) Static wetting on deformable substrates, from liquids
to soft solids. Soft Matter 8, 7177-7184.

[17] StyLE, R. W., CHE, Y., PARK, S. J., WEON, B. M., Jg, J. H., HyLAaND, C., GERMAN, G. K., POWER,
M. P, WILEN, L. A., WETTLAUFER, J. S. & DUFRESNE, E. R. (2013) Patterning droplets with
durotaxis. Proc. Nat. Acad. Sci. 110, 12541-12544.

[18] Styre, R. W., JaGota, A., Hul, C. Y. & DurresNg, E. R. (2017) Elastocapillarity: Surface
tension and the mechanics of soft solids. Annu. Rev. Condens. Matter Phys. 8, 99—118.

[19] Ten, S. Y., Lin, R, HuNG, L. H. & LEEg, A. P. (2008) Droplet microfluidics. Lab on a Chip 8,
198-200.

[20] Wews, J. H., ANDREOTTI, B. & SNOEUJER, J. H. (2013) Elasto-capillarity at the nanoscale: On
the coupling between elasticity and surface energy in soft solids. Soft Matter 9, 8494-8503.

[21] WEws, J. H., SNOEUER, J. H. & ANDREOTTL, B. (2014) Capillarity of soft amorphous solids: A
microscopic model for surface stress. Phys. Rev. E 89, 042408.

Appendix A Gravitational regime pressure limit

To justify the limit in (2.8(b)), we first note that the integral (2.6) is singular when
IT/pgL. = 2sin 3, for which .fé?) = Il /pgL,, its minimum value. Let p = Il /pgL,, and
po = 2sin 3 Then, % = p — +/p* — p2 is a function of p. Moreover, the integral in (2.6)
with x = O that determines R/L, is also a function of p, say I(p). To find the asymptotic
behaviour of R/L. as p \, po, we find the leading-order behaviour of I(p) as it approaches
infinity.

Under the change of variables £ = p — 5, we obtain

/ kU’ dn, q=4q(p) = /P>~ P} (A1)
p)\/l—

(501> = ¢%) — 1)?
Expanding the integrand g({),{ = \/n? — ¢2, in powers of {, we find

g(0) ~ 1/ + 0(0).

Consequently, the leading-order term in the integral (A 1) is

Pdn P
~ —_—— = COSh —.
/q Vit —q? q

Solving algebraically for the pressure, we obtain

&=

I ~2pgL,sin - 3 coth(R/L ), as R/L.— oo. (A2)
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Appendix B List of transform functions f;, u; & constants Er;

Pils) = s(((i ;i;l)g - kstjY“'g) sinh(siz)+s2((lf;§’m) cosh(sh), (Bla)
0 = (P )y (0 ) o
(B 1b)
= i iy (B
(B1c)
) = s (—((11+—v2)vR)3E N Sz;’;fg) sinh(sfz)—}—sz((l__i_v;Iv) cosh(sh), (B1d)
o - e
Er, — Jﬁj;g (B1/)
Ery = %ﬁ;:gf, (B1g)
Ery — \/ﬁ(;—zii)kz@ ((3 — 4K Yy + “(_12%1])”’) (B1h)

Appendix C Curvature approximation and detailed error analysis
For the curvature and error analysis, we assume that the solid surface stress is constant

(Y(x) = Y). This reduces the equations (3.5), (3.6) to

ﬂ'(%xz — YF (k- ex)) — M(s), (C1)

(7:-” ~ V(i @Z))

Agreeing with [3] regarding the vertical component of curvature, we take

- N(s). (C2)

z=

.. 1 52
F(Kk-e,) =~ ﬁf(axxw) =

A

—a ¥
while the FT of the horizontal curvature component is then taken to be

;(,z.@x):%f((a;—f)zaxxu)—i%[ff(%z)Jrf(W@;"w)] (C3)

Approximations are taken in equation (C 3) by acknowledging that the second derivatives
of the displacement are large near the contact line where the sharp kink is located, but
by comparison are negligibly small elsewhere in the spatial domain. Therefore the largest
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contribution to the transforms involving second derivatives comes from near the contact
line location. For the transform of F(w?/4), we take a constant value approximation for
w near the contact line and leave the rest in the transform. For the transforms with second
derivatives of displacements u and w, the remaining terms are approximated by a constant
value. We take k> ~ (axw(l,iz))z/R2 and U ~ w(1,h) and the transform (C 3) becomes

2 U s 3
]—'(fc~é)~—kzs +14R3

With the curvature transform approximations, the system of equations given by (C 1) and
(C2) becomes

s*C(s)Bi (s) + s*D(s)B; (s) = M(s), (C4)
s*C(s)u1(s) + s*D(s)pa(s) = N(s), (C5s)

where
1-2 3—4y)Ts Yhs® . . . hs? Yhs* N
Br(s) = (((1+VV))RE35 ot 4Rv5) S g2 j)smh(sh)—i—(—(l]j_vs)R3—U4Rss)cosh(sh),
Ehs? Yhs* 3—4v)YsAN .. - 2(1 —v)E Yhs3 N
hals) = ((1+vS)R3+U4RS5 ! RX) : )Sl h(sh) <((1+vv))R3S+k2 Rj )COSh(Sh)’

and puy, pp are given in Appendix B. Solving the system (C4), (C5) for Fourier coefficients
s>C(s) and s>D(s) algebraically yields

pOME) = BONG) oy BENG — M)
x(s) %(8)

s?C(s) = (C6)

where

s) = Pr(s)ua(s) — B3 (s)ui(s).
Elastic terms introduced by the transformed stresses © dominate the traction terms
introduced by the curvature in the transformed displacements ## and W for low wave
numbers (s/R < lum™'). We assign a wavenumber Sy = O(R), where the traction
terms begin to dominate the elastic terms in the displacement calculations. We define the
displacement from wave numbers in this regime the traction displacements:

T(x) = \/g/: ii(s, h) ( — isin(sx))ds
wl(x) = \/z/oo W(s, h)(cos(sx))ds.
St

With the definitions of displacement variables in (3.12) and (3.13), and the algebraic repres-
entation of the Fourier coefficients from (C 6), we can obtain an algebraic representation
of the integrands. We then acknowledge that the hyperbolic trig functions are asymptot-
ically similar in the range of wave numbers used to calculate the traction displacements.
We are then left with rational functions multiplied by the oscillatory contact line influence
terms M and N and the oscillatory transform terms sin and cos. We acknowledge that
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these trig functions are orthogonal, and therefore the largest contribution of these traction
displacements will take place near the contact line where the oscillatory terms dominantly
interact. We assume they are maximized at the contact line itself (x = 1), which gives us

T 2|fi| /00 2(1 = v)(3 = 4v)Ai(s) + (3 — 4v)*As(s)
T rR3

max |u po
x (s)

sinz(s)ds‘ —al, (C7)

27 si *2(1 - —4v)A 2(3 — 4v)%4
max|wT| ~ ysmoc‘/ (I—=v)(3—4v) 1~(s)+k (3 —4v)"A45(s) cosz(s)ds’ —wT, (C8)
X TER3 St X(S)
where
Es Ys? Y's?
Ai(s) = m, A(s) = R As(s) = RY
and

i(s)=03 - 4v)A%(s) — %(1 —2v)(3 — 4v)A1(s)Ax(s)
+2(k* + 1)(1 — v)(3 — 4v)A;(s)A3(s) + k*(3 — 4v)>43(s).

Here, we note that the influence of parameter U is completely eliminated from the
numerator. We then analyze the highest order terms of the denominator ¥ as

(3 — 4v)1?

1-2v U
7s) ~ g )s'

34k — ———— ——

(( K T TE

Assuming U is on the order of the elastocapillary length scale L, = y/E, the ratio of the
two terms becomes

217/E)3—4v _0(3—4\)) 1

(4(1+V)k UJi—a “\1-2

for nearly incompressible substrates. Approximating the integrals by taking the leading-
order term of the numerator and denominator, we have that the parameter U can be
removed from the system, giving the f functions used in the paper (shown in Appendix B).
This gives us the simplified traction stress estimate (3.7). Approximating the integrals (C 7)
and (C 8) by using the mean value of the squared trig functions gives the error estimates
presented in Section 3.3 after substituting our wave number cap S for the traction wave
number St < S.

We also note that removing the horizontal traction from these estimates, or equivalently
setting k> = U = 0, provides an unbounded horizontal traction displacement #”. Let us
call 7 and w7 the traction displacement estimates with no horizontal traction boundary
condition. We find that wT ~ w7 but the integrand needed to calculate u”, decays
at a rate of O(s~!), which makes the horizontal traction displacement estimate to be
unbounded without the horizontal traction boundary condition. Further detail for material
in Appendix C can be found in the supplementary material.
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