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The initial stages of SiC—SiQinterface formation by low temperatu800 °Q remote plasma
assisted oxidatiotRPAO) on flat and vicinal 6H Si®001) wafers with Si faces have been studied

by on-line Auger electron spectroscop¥ES). Changes in AES spectral features associated with
Si—C and Si—0 bonds are readily evident as oxidation progresses; however, there are no detectable
AES features that can be attributed to C—O bonds. Initial oxidation rates as determined from AES
data are greater for vicinal wafers than for flat wafers paralleling results for RPAO oxidation of Si.
Devices fabricated on vicinal SiC wafers require an 1150 °C anneal in,aoitaining ambient to
reduce defect densities from the'i@ 10'* cm™? range, consistent with termination of C atom step
edge dangling bonds by H atoms. Devices prepared by thermal oxidation also require a 1150 °C
anneal in H even though silicon oxycarbide regions with C—O bonds are formed in a transition
region at the SiC-SiQinterfaces. ©1997 American Vacuum Socief$0734-211X97)07304-9

[. INTRODUCTION with an alternative low temperature method for

. . . e . semiconductor-dielectric interface formation that has been
There is considerable interest in SiC for high temperaturé . . : )
uccessfully applied to crystalline Si device technoldfy.

device applications, including power transistors. To fabricate . S X i
these devices, it will be necessary to gain an increased uréS applied to Si, this approach provides independent control

: . ; : . f Si—SiG, interface formation and dielectric film grown.
derstanding of the chemical bonding at the SiC—Si@er- 0
g g The Si—SiQ interface and a superficially thin oxide layer

face, and in particular to develop processing that minimize 0 ; dbyal 00 °
interfacial defects and transition regions, and maximize de£~ .5 nm) are formed by a low temperatuf@00 °G remote

vice reliability as manifested in reductions in the rate of in-Pl@Sma-assisted oxidatidRPAO) process, and the remain-

terfacial and bulk defect generation during operation. It haglé" Of the oxide layer is deposited by a low temperature

been established that the oxide that forms on SiC during higﬁ300 °0 remote plasma enhanced chemical vapor deposition
temperature oxidation in Oambients is Si@, and that this (RPECVD process. Device quality interfaces are obtained

oxidation process can yield SiC—SiOnterfaces and gate by subjecting th.e. plasm.a processed Si—Sh@terostructure
dielectrics with sufficiently low defect densities for field ef- 1O @ post-deposition rapid thermal ann€RTA), e.g., for 30
fect transisto(FET) operation: However, channel mobilities S &t 900 °C. The 900 °C anneal promotes both chemical and
at room temperaturéin depletion mode FETsare signifi- structural interface relaxations, including a minimization of
cantly lower than expected from bulk SiC properties andnterfacial sub-oxide bonding arrangements in transition re-
much research has been focused on explaining these diffegions_between the Si crystal and the stoichiometric bulk
ences and improving channel mobiliteSince SiQ is the oxide! A similar plasma-assisted process has recently been
dominant solid state oxidation product, oxidation productsapplied to SiC, and has yielded SiC-Sitterfaces with
involving carbon atoms must include gaseous molecule§lefect state densities comparable to what has been achieved
such as CO; as oxide growth progresses these must be trar@§t SiC by conventional high temperature thermal oxidation.
ported from the buried growth interface through the oxideThe potential advantages of this two step approach to SiC—
and out of the film. However, this does not preclude theSIiO; interface formation arei) it reduces the requirement
formation of additional interfacial carbon atom bonding ar-for transporting gaseous reaction products such as CO mol-
rangements such as Si—C and C—O as have been reportedggules away from the interface as the oxide grows; (@nd
silicon oxycarbide transition regiofisThe molar volume can also reduce strain induced interface defect generation,
mismatch between SiC and Si@s greater than the corre- since only a small fraction of the total oxide layer thickness
sponding mismatch between Si and $jGo that intrinsic  is generated by consumption of the SiC substrate. The focal
levels of strain at SiC—SiQinterfaces are anticipated to be point of this article is a study of SiC—SjOnterface forma-
at least as high as the values of approximately 5tion by RPAO using on-line Auger electron spectroscopy
x 10° dynes/cr reported in Si—Si@.* This article deals (AES) to monitor interface bonding chemistry and the initial
oxide growth rate.
¥Electronic mail: gerry_lucovsky@ncsu.edu Before discussing the SiC AES measurements, it is useful
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to summarize the results of device studies on vicinal Si and
SiC wafers using the plasma-assisted processing steps iden-
tified above. Studies by Bjorkmaet al® demonstrated that
densities of mid-gap defect states jDas low as 1
% 10'% cm=? eV~? could be obtained on i11) surfaces by
using conventional thermal oxidation, metal electrodes and
400 °C post metal anneals in an Eontaining ambient. Pre-
vious studies had always shown higher values f¢t Bl) as
compared to the €100 surfaces used in the integrated cir-
cuit wafers(see Reference)9Studies performed by Yasuda
et al. on p-type Si(111) vicinal up to 5° in the 112irection
showed that the density of mid-gap stateg) creased by
relatively small amounts from~1x10°cm 2eVv?! to _ _ _ _
about 610 G ? eV as the vicinal angle increased to [, 1 SChemee representaton of suface and e bordig o 61 SC
about 5°." The studies of Yasudat al. were on Si—Si@  sequence are one per step edge C atom; for the second 6-atom, 3-layer
structures prepared by the same two-step RPAO-RPECVBequence, there are two dangling bonds per step edge C atom. The 6-atom
300 °C process that has been described above, and is dggps are separated by flat terrace regions with Si-atom dangling bonds.
cussed in detail in Ref. 5. Al electrodes were employed and a
400 °C postmetallization anne@MA) in a H, containing  would be accomplished by atomic hydrogen generated dur-
ambient was used. The magnitudes of the incremental inng the 1150 °C anneal.
creases in P with increasing vicinal angle indicated that  To study interfacial bonding arrangements between SiC
only a relatively small fraction of the dangling bond states attnd SiQ, on-line AES has been used to monitor the initial
the step edges contributed to increases jmidh increasing ~ stages of SiC—Si@interface formation. This same approach
step edge density due to increasing vicinal angle. has been used to study the initial stages of interface forma-
At the present state of the art, the highest quality Siction on Si by both RPAO and rapid thermal oxidati@&iro),
crystals for devices are epitaxial layers formed on Si atonnd using both @and NO oxygen atoms sources gades.
terminated 6H SiC vicinal approximately 3.5° in the 012 This article extends this approach to SiC and focuses on the

direction. Using RPAO-RPECVD, the results of device stud-Nitial stages of the RPAO process as applied to both flat or
ies using vicinal 6Hp-type SIiC as reported by @oet al7  Vicinal SIC surfaces using Lsource gases. Preliminary re-

are markedly different than the results reported for vicinal SiSUlts are also presented for RPAO usingO\as the oxygen

Metal-oxide-semiconductdMOS) capacitors were prepared atom source gas. Section Il discusses briefly the local bond-

the essentially the same two-step RPAO-RPECVD procesi£Ig arrangements at the step edges of the vicinal 6H SiC

as used by Yasudet al® for Si. However. followind a con- wafers. Section Il presents results of AES studies of SiC
; y Yas ’ L .’ 9 RPAO, and includes comparisons between the RPAO of SiC
ventional PMA in an H containing ambient, Pvalues were

. 5 1 o _and Si. Detailed results are presented for RPAO usipg O
in excess of 16 cm ? eV, even when an 1150 C fur_ and preliminary results for RPAO using,®. Section IV
Mummarizes the major results of this study as they apply to

deposition and the metallization steps. However if the highti) the results of the on-line AES studies, afiid the passi-

temperature anneal was performed in gpddnta|n|rlg am- yation of step edge dangling bonds as revealed by changes
bient then 3 values after the convent|<_)r21al Aﬁo C P8MA reductions in [} levels as determined from electrical mea-
were reduced significantly into the #cm 2 eV ™! range® surements.

This large difference in defect densities is approximately
equal to the number of carbon atom dangling bonds at thg. | OCAL BONDING AT STEP EDGES
step edges suggesting that these dangling bonds were not.l.he dangling bond geometry for (1) wafers off cut in

H-ter_mmated a_lfter a conventional 400 °C PMA, but mste_adthe 112direction has been discussed in Ref. 4 and references
required the higher temperature exposure to H for terminag, o ein The steps are effectively two atom layers high, and
tion. It is important to note that interfaces prepared on thgy,, step edge atoms have a single dangling bond. The steps
same type of vicinal SiC surfaces by conventional high temp, gy Sic with Si terminated surfaces are more complex due
perature thermal oxidation processes also required a higy the larger unit cell. The repeat pattern of 6H SiC extends
temperature anneal in arpldontaining ambient to yield val- gyer 12 atomic planes of alternating Si_and C atoms as
ues of [ in the 10" cm~2 eV~* range:® Step edge carbon shown in Fig. 1. For off cut angles in the 10 direction, the
atom dangling bonds on vicinal Si wafers can either termivjcinal Si face surfaces can either include two different 6
nated by oxygen atoms that connect into the Silectric,  atom steps that are separated by Si atom terminated terrace
or by hydrogen atoms. The annealing results in Refs. 8 angegions, or alternatively consist of six 2 atom layer steps/6H
10 are consistent with hydrogen atom termination of stepepeat pattern. Figure 1 indicates the bonding arrangements
edge carbon atom dangling bon@ee Section Il for atomic for the two different 6 atoms steps. The first set of steps are
structure at the step edgese., dangling bond elimination in an ABC sequence with one carbon atom dangling bond

6H SiC

¢ terrace region

® C-atom © Si-atom B
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per double layer Si—C component, and the second set of
steps are an ACB sequence with two carbon atom dangling O, Plasma Oxidation of SiC(0001)
bonds per double layer Si—C component. The average hum- - on axis

ber of dangling bonds per step in 6H $000J) is 1.5 dan- 300°C, 0.3 Torr, 30 W

gling bonds per step edge atom, whereas {&@H) off cut in 20 scem-0,, 200 sccm-He

the 112 direction it is only 1 dangling bond per step atom.
The spacing between single steps ofiL$i) off cut in the

112 direction is~5 nm for a 3.5° off cut angle, so that the
ratio of step edge to terrace dangling bonds is approximately
0.06. For a 3.5 off cut angle on SiC, the dangling bond ratio
is higher by a factor of 1.5 due to the different step edge
terminations of the ABC and ACB sequences. If the 6H SiC
surface has two atom steps, as is likely for the wafers used in
this study, the dangling bond considerations are the same.
Starting with the same ABC sequence as in Fig. 1, the first
three 2 atom steps are terminated by C atoms with one dan- r N KLL
gling, and the second three 2 atom steps by C atoms with two C KW
dangling bonds. This means that the number of dangling : :
bonds per step on the average is still 1.5 times greater than
for off cut Si wafers.

(d) 3min

(c) 1min

L (b) 30s

Intensity, dn(E)/dE (arbitary units)

0 100 200 300 400 500 600
(a) Kinetic Energy, E (eV)

[ O2 Plasma Oxidation of SiC(0001)

[ 3.5° off axis
300°C, 0.3 Torr, 30 W
| 20 scem-0,, 200 sccm-He

[ll. EXPERIMENTAL RESULTS

The samples used in this study werdype 6H SiC pur-
chased from Cree Corporation with Si faces. Similar to polar
faces on IlI-V compounds, the polar faces on SiC are either
Si or C faces. Note further that this particular designation is
used independent of any surface contamination. One of the
wafers was oriented on a principal axis, {8©021) direction,
and the other was a vicinal wafer off cut at approximately
3.5° in the 118 direction. The surface of the on-axis sample
was prepared from and bulk ingot, and the surface of the
off-axis sample used in these studies was from an epitaxially
grown film. The surfaces of the wafers were cleaned follow-

- {b) 30s
(a) as-loaded, V‘WM

Intensity, dn(E)/dE (arbitary units)

ing a procedure suggested by Cree Research'!Ifibe ex A O KLL
situ cleaning consisted ofi) sequential rinses in tri-chloro-  SiLW }
ethang(TCE), acetone and methanol, followed fi) a con- CKW NKLL

ventional two bath RCA clean. The sacrificial oxide formed ‘ ‘ ‘ : ‘
in the second step of the RCA clean was removed by rinse in 0 100 200 300 400 500 600
dilute HF. Samples were then loaded into a multichamber (b) Kinetic Energy, E (eV)

system, which provides a separate ultrahigh vacyuiV)
compatible chambers for RPAO and AES. The experiment
procedure was to alternate AES measurements with RPA
processing. A similar approach has been applied to RPAO of
Si, and through analysis of the AES data, two kinds of infor-
mation were obtained(i) the chemical bonding at the Si— gen and nitrogen that was not removed by éhesituclean-
SiO, interface, andii) the oxide thickness as a function of ing process. Since the levels of surface contamination were
oxidation time!? sub-monolayer, nin situ cleaning was attempted. This was

Figures Za) and Zb), respectively give differential AES in part due to the limited temperature capabilities of the
spectra for flat and vicinal SiC obtained by RPAO using anplasma-processing chamber; the substrate heater in this
O, source gas. The experimental processing conditions arechamber cannot heat a wafer to a temperature greater than
about 500 °C. Never-the-less, the nitrogen contamination
problem must be overcome before detailed studies of inter-
face bonding using anJ® source gas can be definitive with
. . : .__respect to any preferential nitrogen atom incorporation at the
() ]E?gér:)aﬁsteooaigaggasrgcﬁjt:ﬁ dc;ntlmeters per mmUteSiC—SiQ interface_. It should be furth_er noted that th(_—) SiC

' samples used in this study wereype with a N atom doping

The as-loaded samples show surface contamination by oxyevel of ~1.4x10'® cm™ 3, so that the N contamination

ITK;. 2. Derivative mode AES spectra f@) flat and(b) vicinal SiC obtained
RPAO at 300 °C using Qas the oxygen atom source gas.

(i) a substrate temperature of 300 °C,
(i) a process pressure of 300 mTorr,
(ili) a plasma power to the HejQnixture of 30 W, and

JVST B - Microelectronics and Nanometer Structures
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may have its origin in the doping of the SiC wafers; how-
ever, it cannot be attributed simply to the doping because the 0, Plasma Oxidation of SiC(0001)
area density of dopant atoms & 2 nmthickness(~2 elec- | on axis

tron escape depthss ~3x 10 cm™2, which is consider- 300 °C, 0.3 Torr, 30 W

ably less than the minimum AES detection limit of 20 scem-O,, 200 scem-He

~10 cm™2. In spite of the sub-monolayer surface N con-
centration, information relative to oxidation rates could be
obtained using the O source gas. In the case of Si, as-
loaded samples generally showed small levels of oxygen
contamination, but never showed any nitrogen signal, so that
more detailed interface bonding studies could be performed
with both O, and N,O source gasé.Prior to oxidation, the

flat and vicinal SiC wafers displayed essentially the same
(£3%) Si/C surface ratios so that changes in these ratios
could be correlated with the effects of the oxidation pro-
cesses. As the oxidation time for the SiC wafers is increased, -
there are four changes evident in the SiC spectra in Figs. 2
and 2b):

(e) 10min

(a) ag-loaded

Intensity, dn(E)/dE (arbitary units)

L i r L

40 60 80 100 120 140
(i)  the line shapes and multiplicity of features within the (a) Kinetic Energy, E (eV)
Siiyv group changed,
(i)  the Gy signal strength decreased, O, Plasma Oxidation of SiC(0001)
(iii) the N, signal strength decreased, and 3.5° off axis

300 °C, 0.3 Torr, 30 W
[ 20 sccm-0,, 200 sccm-He

(iv) the Q. signal strength increased.

These spectral changes are consistent with the growth of an
SiO, film on the SiC substrate.

Figures 3a) and 3b), and 4a) and 4b) display, respec-
tively, changes in(a) the Sjyy and (b) the G. (AES)
features as a function of the oxidation time for fi&ig. 3
and vicinal(Fig. 4) surfaces. Consider first the $j features
in Figs. 3a) and 4a). The feature at-88 eV is associated
with Si—C bonds, in particular with a Si atom that is bonded
to four C atoms. As the oxidation proceeds this feature de-
creases in strength as the Si—O feature-@6 eV increases.

{a) as-loaded

These changes in relative intensity are due to increase of the
oxide thickness with time and are consistent with the relative Mv\/\/_k’w

{d) 2min

(b) 30s

Intensity, dn(E)/dE (arbitary units)

values of the electron escape dept.6 nm, and the oxide ‘ B . _
thickness. There is also a shift of the Si—C feature to lower 40 60 80 100 120 140
energy as the oxidation proceeds; this is more easily seen in (b) Kinetic Energy, E (eV)

the spectra for the off-axis sample. Figure®5and Hb)

display the integrated §jv spectra. It is evident from FigS. Fic. 3. Changes in the Sj, AES features as a function of the oxidation
3(a) and 5a) that as the intensity of the Si—C feature de- time for (a) flat and(b) vicinal SiC surfaces for QRPAO.

creases, the position of this spectral feature moves to lower

energy. In particular in Fig. (@), the Si—C feature is evident  The oxide thickness can be obtainedt&% from the

as a distinct spectral peak 88 eV prior to oxidation, after  re|ative intensity changes in the., feature using the char-
the oxidation has progressed for 3 min it has shifted to lowegcteristic escape depth of 0.96 nm for 275 eV electrons. A
energy and appears as shoulder-&4 eV on the 76 eV similar approach has been applied for the determination of
peak. In contrast, the C-Si feature in thg( spectrum in  the oxide thickness for the RPAO process on Si, and has
Fig. 4@ simply decreases in strength as the oxidation probeen validated by a direct measurement of oxide thickness
cess proceeds. The absence of any significant spectral changg cross-sectional high resolution transmission electron mi-
in this region of the AES spectrum is indicative of the fact croscopy.

that C—O bonds are not formed during the RPAO process. Figures 6a) and @b) shows log-log plots, respectively of
The development of interfacial C—O bonds would produce ghe oxide thickness versus the oxidation time for the RPAO
satellite peak at lower energy, which would increase in relaof (a) Si and(b) SiC for the Q source gas. In each instance
tive strength to the C—Si feature as the oxide growth prothe data can be fit by a power law dependence of the form,
ceeds and the AES signal becomes more sensitive to the SiC,=At°, where t, is the oxide thickness in nm, t is the
interface than the bulk. oxidation time in minutes, and A and b are fit
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L 02 Plasma Oxidation of SiC(0001) O, Plasma Oxidation of SiC(0001)
on axis [ on axis
o [ 300°C, 0.3 Torr, 30 W | 300°C, 0.3 Torr, 30 W
:E 20 scem-0,, 200 scom-He = 20 sccm-0,, 200 sccm-He
S [ = L .
Fay C Kw (e) 10min g SiLw
g | 2 1
2 ]
= 3 (e) 10min
W R
e - () 3min
T ‘3
E 5 {c) 1min
;-] E I
3“ 3 (b) 30s
2
3 [ t (a) as-loaded
=
40 60 80 100 120 140
. s . . . L (a) Kinetic Energy, E (eV)
200 220 240 260 280 300 320
(a) Kinetic Energy, E (eV) 0, Plasma Oxidation of SiC(0001)
. - 3.5° off axis
. O, Plasma Oxidation of SiC(0001) L 300°C, 0.3 Torr, 30 W
3.5° off axis . 20 scem-0,, 200 scem-He
@ | 300°C, 0.3 Torr, 30 W g Si LW
g 20 sccm-0,, 200 sccm-He s T
> CKW  smin E’ —_———
8 I = '
= (e) 3min =) (f) 5min
= 2 |
8 ‘ () 2min *:’ (¢) 3min
% L ____,\,\’_’/-\/mm ﬁ ]
= W % i (d) 2min
(11} S
E r E (c) Tmin
= (a) as-loaded
é’ (b) 30s
2 L
2
[=4
40 60 80 100 120 140
o . L . (b) Kinetic Energy, E (eV)
200 220 240 260 280 300 320

(b) Kinetic Energy, E (eV) Fic. 5. Integral, E), Siv AES spectra as a function of the, RPAO

oxidation time for(a) flat and(b) vicinal SiC surfaces.

Fic. 4. Changes in the &y AES features as a function of the oxidation
time for (a) flat and(b) vicinal SiC surfaces for ®RPAO. Finally for the RPAO of Si using the same relative flow

rates of NO and Q, the oxide growth rate was slower by a

factor of 2 using the DO source ga¥ Comparisons of
parameters?*3 The initial oxidation rates are about one and RpAQ rates have also been made for SiC for plasma excited
one-half times faster for the vicinal than for the flat Wafers,o2 and N,O source gases. For the same relative flow rates of
and the initial oxidation rates are faster for Si than for SiC.ipese two source gases, the situation is reversed with respect
However, the power law exponents for the SiC oxidationsg s;j j.e., the oxidation rate of SiC is greater using the
for both flat and vicinal surfaces are greater than the corren, 0 source gas. This increased growth rate using plasma

sponding exponential factor for Si; however, all of the thesegycited species from the 0 discharge is illustrated in Fig.
power law exponents are less than 1. The relative differences for the RPAO of flat SiC wafers.

in the power law factors means that at long times of about 10

min or more the thicknesses of the oxides formed on both Siv. DISCUSSION AND SUMMARY
and SiC are comparable for both the flat and vicinal Wafers.A AES results

Figure 7 illustrates this by showing a comparison of oxide"
thickness versus oxidation time for flat Si and SiC; a similar The analysis of the AES spectra for the flat and vicinal
situation also prevails for the oxidation of the off-axis wa- SiC surface RPAO processes using thed0urce gas indi-
fers. cates:

JVST B - Microelectronics and Nanometer Structures
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O2 Plasma Oxidation

300°C, 0.3 Torr, 30 W
20 sccm-O2 200 sccm-He

Si(111) 5° off axis
(tox=1.17237)
Q

Si(111)
(tox=0.75¢%-32)

Oxide Thickness, tox (nm)

0.2 ———— :
0.2 1 10 20
(a) Oxidation Time, t (min)
5

0, Plasma Oxidation of SiC(0001)

300°C, 0.3 Torr, 30 W
20 sccm-Oz, 200 scem-He

SiC (3.5° off axis)
(tox=0.910-3%)

SiC (on axis)
(tox=0.58{747)

Oxide Thickness, tox (nm)

0.2 - = ‘
0.2 1 10 20

(b) Oxidation Time, t (min)

Fic. 6. Log-log plots of the oxide thickness versus the oxidation time for the
O, RPAO of flat and vicinala) Si and(b) SiC. The data are fit to a power
law dependence,t=at’.

(i) the solid state oxidation product is SIiO

(i)  there are no interfacial C-O bonds; and

(i) oxidation proceeds initially more rapidly on vicinal
surfaces than on flat surfaces, paralleling what has
been found for Si.

The primary solid state oxidation product for thermal oxida-
tion of SiC is also Si@; however, there have been reports of
the observation of C—O at or near the SiC—Sifterface®

This means that there are significant differences in the oxide
formation chemistries by low temperature plasma assisted
and high temperature thermal oxidation processes. For ex-

Oxide Thickness, tox (nm)

Oxide Thickness, tox (nm)

0.2

1102

-
T

O2 Plasma Oxidation

300°C, 0.3 Torr, 30 W
20 sccm-O2 200 sccm-He

Si(111)
(tox=0.75(°32)

Sic(00071)
(tox=0.58747)

!

0.2

Oxidation Time (min)

1 10

20

Fic. 7. Log-log plots comparing oxide thickness versus the oxidation time
for the O, RPAO of flat Si and SiC. The data are fit to a power law depen-
dence, §,=at’.

oxidation process the oxidation species are typically O at-
oms. Since the thermal and plasma oxidation processes are
qualitatively different with respect to the formation of C-O
bonds, then the differences between the two types oxidation
processes could be expected to require different post-
oxidation and post-deposition procedures for forming low
defect density SiC—SiQinterfaces. However, this is not the
case, as is discussed in Sec. IV B of the article. Before dis-

—_

NZO Plasma Oxidation of S8iC(0001)

300°C, 0.3 Torr, 30 W
20 scem-N 2O, 200 sccm-He

SiC (3.5° off axis)
(tox=0.971°-38)

SiC (on axis)
(tox=0.85t949)

0.2
0.2

1
Oxidation Time, t (min)

10

20

ample, in the plasma assisted processes the oxidation SpeC|§T‘(§ 8. Log-log plots comparing the oxide thickness versus the oxidation

are .typically |0ng'"\_/ed mOIeCUIaI metaStablels such 8s00  {ime for the RPAO of flat SIC using £and N,O as the oxygen atom source
positive molecular ions such as,Qwhereas in the thermal cases. The data are fit to a power law dependeggeal.
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cussing this aspect of the experimental results, additional agtom dangling bonds may remain unterminated after the oxi-
pects of the power laws fits are discussed below. dation process. The high defect density after the conven-

The power laws fits to RPAO data show that the oxidationtional 400 °C PMA in a hydrogen containing ambient further
process proceeds very rapidly initially and then slows dowrsuggests that the step edge carbon atom dangling bonds are
considerably with increasing oxidation time. This meansnhot hydrogen terminated by this process. If this is the case
chemical reaction rates between excited oxygen species aiden hydrogen atom production during the 1150 °C anneal in
Si- and Si- and C atom dangling bonds on Si and SiC, reAr/H, is sufficiently high to produce C—H bonding at the
spectively, are decreased after Si—O bonds and a superficigiep edges. Since thermal oxidation processes show evidence
layer of SiG are formed at the onset of RPAG. for C—O bonding in interfacial transition regiohand the

For the case of RPAO of Si the oxidation rate for flat RPAO process does not, this suggests that there might be
surfaces is faster using,Qhan NO for the same relative differences related to the way step carbon atom dangling
flow rates of He and Qor N,O. For the RPAO of SiC the bonds are te_rminated,_either during t_hermal and plasma oxi-
situation is reversed for flat surfaces and the oxidation rate {§ations, or in post-oxidation annealing. However, this ap-
faster using NO. Studies are currently underway to addresg?€ars not to be the case, since interfaces produced by high
this difference. A model has been proposed for RPAO of Sfemperature thermal oxidation also require a high tempera-
that explains the differences in the oxidation rates usipg OtUre® @nneal in an kicontaining ambient. This means that

or N,O source gases. This model was developed primarily €VEN though C—0O bonds can be found in silicon oxycarbide
to explain the retention of nitrogen atoms at the Si—SiO transition regions after high temperature thermal oxiddtion

interface during oxide growth using the. source gas. The they may not be formgd in suff.icient numbers at carbon gtom
surface contamination of SiC by nitrogen makes it impos-Step edges to neutrah;e dangling bond defects. Alt.ernatlvelzly,
sible to determine whether there is nitrogen retention at thtl,\he_IOCaI bonding environment of Car_bon_ atoms in interfacial
SiC-SiG interface during oxide growth in )D. This issue regions a_md at the Si—C step edges is d_|ffer_ent and may be a
is presently under study, and will require the development OFontnbutmg factor to oxygen atom termination.

. : Finally, it is also interesting to note that fabrication of low
procedures forex situ surface preparation that remove re- __ . . o
. ) S . D;; interfaces on n-type SiC by RPAO and thermal oxidation
sidual nitrogen atom contamination from the SiC surface.

does not require a high temperature anneal in acdhtain-
B. Electrical properties of SiC-SiO , interfaces ing ambient. There are two possible explanations for not

This section summarizes results of recent electrical mea-d4/"N9 such an anneal for the RPAQ formed interfaces:

surements made on MOS capacitors, in particular it comf¢i) the active interfacial defects are in the bottom half of

pares values of Pas extracted from capacitance-voltage the SiC band gap and hence are more active in
measurements on SiC interfaces preparedpemype sub- p-type material, or
strates. The experimental studies of Stein von Kaminski{ii) the formation of C—O bonds at an SiC interface is
et al!* have demonstrated mid-gap; Dalues in the low Fermi level dependent favoring C—O bond formation
10' cm™2 eV! range for interfaces prepared by high tem- in n-type material.

perature thermal oxidation. These device structures us
metal electrodes. The attainment of low defect densities r
quired two annealing steps:

e“ijhe wafers that we studied were nitrogen dopetype wa-
ef'ers, and there was no evidence of interfacial C—O bond
formation. However, the concentration of step edge C atom
M) a post-oxidation an Ar/EHmixture at 1150 °C, and danglings bonds that are available for termination by C-O
(i) a conventional PMA in an KHcontaining ambient at bonding is below the AES detection limit. 6H SiC flat and
400 °C after metallization. vicinal SiC wafers with C faces have been ordered from Cree
] ) ) ] Research, Inc., upon their receipt, an AES study of the initial
When annealing procedures that did not includgifthe  gia465 of PRAO will be initiated. It is clear that these ques-
1150 °C anneal were applied to the RPAO formed interfacesjgns jgentified with respect to electrical results on SiC de-
the3 Dt_z valyfs were significantly higher, in the \;ces need additional experimental and theoretical studies
10%cm 2 ev range. However as shown in Ref. 8, these pefore they can be satisfactorily resolved. In particular, elec-
Dj; values were significantly reduced for the RPAO inter-yon spin resonance experiments that can readily distinguish
faces following a high temperatur@150 °Q anneal in an  petween Si and C atom dangling bonds may be helpful in

D; values between RPAO devices subjected to the Ar and

Ar/H, anneals is very nearly equal to the density of carbon

atom dangling bonds at the step edges. This suggests the

possibility that carbon atom dangling bonds are not termi-y ~,«NOWLEDGMENTS

nated by during the oxidation or oxide deposition steps, or
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