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ABSTRACT
The operators of nuclear power plants are obligated, in conformity with the Nuclear Law and the “Safety criteria for

nuclear power plants” to guarantee particularly the required precautions against damage mechanisms in accordance
with current status of science and technology, in the construction and operation of the plant. This comprises, in par-
ticular, proof of integrity of the components and systems in operation. The procedural method for the proof of integrity
are orientated towards the basic ideas of the Basis Safety Concept (concept of fracture exclusion). In connection with
the proof of LBB behaviour and fracture exclusion, extensive research and development work at a national and interna-
tional level has been carried out over the past 25 years for pressure bearing components in nuclear power plants. One of
the most important measures in conducting the demonstration of safety is the postulation of incipient cracks that have to
be evaluated by fracture mechanics analyses. For this the minimum crack sizes that are just found by non-destructive
test methods, are determined.

The results of analytical, numerical and experimental investigations performed at MPA Stuttgart on small diameter
pipes DN50, DN80, pipes with diameter DN200 and DN300 (austenitic materials X 6 CrNiNb 18 10 and
X 10 CrNiTi 18 9) as well as on small diameter pipes DN80 (ferritic material 15 Mo 3) and provided with circumferen-
tial cracks (internal part through cracks and through-wall cracks of length 30o up to 270o) are presented. Applied load-
ing during the pipe bending tests was constant internal pressure and a superimposed external bending moment. The
moment loading was applied quasi statically, increasing monotonically (only pipes without cracks) and with fatigue
cycling or with partial unloading to determine the component JR-curve each up to the attainment of the maximum pos-
sible hydraulic ram stroke. The evaluation of the experimental results by engineering and fracture mechanics methods is
presented and discussed. The results of the investigation confirm the previous method of procedure in proving the in-
tegrity of pressure bearing components and supplement the state of knowledge with respect to the load bearing, defor-
mation and failure behaviour of circumferentially damaged austenitic and ferritic pipes mentioned above. In all of the
bending tests carried out on pipes with circumferential cracks stable crack extension occurred exclusively during the
conduct of the tests. In the tests carried out with leakage leak-before-break (LBB) behaviour could be proven under the
prevailing loading conditions and the crack geometries present.

KEY WORDS: Proof of integrity, small diameter piping, leak-before-break (LBB) behaviour, analytical/numerical and
experimental investigations, Basis Safety Concept, engineering and fracture mechanics methods

INTRODUCTION
The operators of nuclear power plants are obligated, in conformity with the Nuclear Law and the “Safety criteria for

nuclear power plants” [1] to guarantee particularly the required precautions against damage in accordance with current
status of science and technology, in the construction and operation of the plant. This comprises, in particular, proof of
integrity of the components and systems in operation by a comprehensive quality assurance during manufacture, in-
stallation and operation, a reliable monitoring of the operating conditions, the performance of in-service inspection at
an appropriate level and the recording, evaluation and safety related utilisation of operating experience.

This situation is also reflected in the German Basis Safety Concept (BSC), Fig. 1, established into nuclear practice
since 1979 [2, 3] as well as in development of the Guidelines of the Reactor Safety Commission (RSK) [4] and in the
statements of the RSK on leak-before-break (LBB) behaviour and fracture exclusion. Moreover the requirements put
forward in the RSK Guidelines have exerted some influence on the technical safety regulations of the nuclear technol-
ogy committee (KTA) [5]. 

The procedural methods for the proof of integrity are orientated towards the basic ideas of the Basis Safety Concept
(concept of fracture exclusion) [2, 3]. For the practical application of fracture exclusion under operational conditions
therefore the “independent redundancies” contained in the Basis Safety Concept come to the fore, in which their
weighting has to be decided from case to case [3, 6]. The independent redundancies compensate for possible uncertain-
ties in the design, manufacture and operation (specifications, approvals, state of knowledge). Consequently for the real
component to be assessed a unified total concept with a sufficient number of independent staged redundancies is avail-
able. By the chosen measures specific deficiencies in quality can be compensated (principle of quality through produc
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tion - basis safety). At this one of the most important aspects to assure the integrity for further operation is plant moni-
toring [7]. 

Basis Safety Concept:
 Exclusion of Catastrophic Failure
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Figure 1: German Basis Safety Concept (BSC) schematically

In connection with the proof of LBB behaviour and fracture exclusion, extensive research and development work at
a national and international level has been carried out over the past 25 years for pressure bearing components in nuclear
power plants, e.g. [8]. An important measure in conducting the demonstration of safety is the postulation of incipient
cracks that have to be evaluated by fracture mechanics analyses. For this the minimum crack sizes that are just found by
non-destructive test methods are determined. Through this a fracture mechanics analysis already has its significance
during the design in order to optimise the support concept by means of the minimum detectable defect size, - which is
postulated for the future in-service inspection -, the specific loadings (operating and abnormal loadings) and the mate-
rial properties of the components. Thus it is ensured that the determined critical crack sizes for subsequent operation are
sufficiently large and hence no massive fracture (LBB behaviour or no leak) is to be expected. In assuring the existing
quality of components in further operation the fracture mechanics evaluation is carried out using the minimum detect-
able crack size which is dictated by the testing method employed and the boundary conditions during the performance
of the testing together with the recorded operational (by in-service monitoring) and faulted condition loadings assumed
in accordance with the latest state of knowledge.

In connection with the overall conception of the assurance of component integrity [9, 10], various research projects
have been carried out at MPA Stuttgart to extend the state of knowledge of the load bearing and failure behaviour of
austenitic and ferritic piping. The encompassed experimental, analytical and numerical investigations of the load bear-
ing and failure behaviour (crack initiation, crack growth, leak-before-break behaviour) are called into play in the as-
sessment of the integrity of pressurized piping.

POSSIBILITIES OF ANALYTICAL AND NUMERICAL ASSESSMENT OF DEGRADED PIPIING

For the determination of critical crack sizes or allowable loading levels in pipes with circumferential cracks for the
assurance of component integrity, along with numerical methods (finite element (FE) analyses) in principal limit load
calculations, such as e.g. the “Plastic limit load concept”(PLL) [11, 12] and the “Flow stress concept” (FSC) [13, 14] as
well as fracture mechanics approximation methods as e.g. the GE/EPRI method or the “Ductile fracture handbook”
[15, 16] and the R6-Method [17, 18] are currently called upon.

The “PLL” [19, 20] - with the assumption of a constant stress distribution over the crack bearing cross section of the
pipe under consideration - is a common approximation method for the assessment of circumferential cracks in straight
pipes. The “FSC” - according with bending theory assuming a linear stress distribution in the cracked cross section un-
der consideration- is used mainly in Germany and some other countries [21]. For practical application usually the PLL
or FSC are used to assure the integrity of pressurized components. 

In both methods the maximum stress used (failure criterion) is described as the flow stress σf . The mechanical
properties from the tensile tests are used for the determination of the yielding flow stress as the failure criterion. The
stress distribution in the weakened cross section on which the methods are based are simplified model representations
and are fitted to the test results by an appropriate choice of flow stress. Usually the flow stress is chosen that the maxi-
mum applied bending moment in the test is conservatively covered by the limit load calculation. The values to be
adopted for the flow stress are verified by experimental investigations in the pipe bending tests as a function of the ma-
terial (austenitic, ferritic), the pipe geometry and the loading [22]. For this no fracture mechanics material properties are
used. Statements as to crack initiation and crack propagation are therefore not possible. Crack growth is not taken into
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account. A statement concerning the subsequent development of the failure is not possible. The R6-Method is based on
the proposition that the failure of the component can extend from brittle fracture to fully plastic failure depending on
the material condition. The transition between the two extremes is assumed to be continuous. Modified limit curves are
given in [17] for various application cases, specifically for austenitic materials limit curve are given in [18]. The finite
element (FE) method has established itself as a numerical procedure for the performance of two and three dimensional
fracture mechanics structural analyses. Dependent on the assumption of the material behaviour (linear-elastic or elastic-
plastic) the ascertaining of the stress intensity factors, the determination of J-integral values and displacement quantities
(COD) as a function of the component, the crack geometries and the loading is possible. The calculations for cracked
piping components under monotonically rising loading may be subdivided into FE analyses which neglect the ductile
crack extension (fracture mechanics FE analysis) and those which take account of ductile crack extension (damage me-
chanics FE analysis). In principle with these procedures, under monotonically rising loading a statement on failure
above and beyond crack initiation can also be made without explicit simulation of crack growth. This is only possible,
if the crack resistance curves determined from laboratory specimens can be considered as representative of the cracked
component. A precondition for this is that the pattern of multiaxiality of the stress state in the ligament of both speci-
men and component agree [23, 24]. If this is not the case then the application of fracture mechanics calculation methods
to the determination of the load level at crack initiation is limited. 

EXPERIMENTAL INVESTIGATIONS

Test Boundary Conditions
Material

The pipes of nominal diameters DN50, DN80 and DN300 were fabricated of the austenitic material
X 6 CrNiNb 18 10 (Material No. 1.4550) and those of nominal diameter DN200 from the material X 10 CrNiTi 18 9
(Material No. 1.4541). In addition pipes of nominal diameters DN80 with ferritic material 15 Mo 3 (Material No.
1.5415) were available. The characteristic strength, ductility and fracture mechanics properties were determined,
Tab. 1. All the values are higher compared to the minimum guaranteed values called for in the nuclear safety standards
KTA [5]. 

Table 1: Material properties
Pipe Material Yield Strength

Rp0.2

(MPa)
Rp1.0

(MPa)

Ultimate Tensile
Strength

Rm  (MPa)

Young’s
Modulus
E (MPa)

Reduction of
Area Z

(%)

Elongation
A5
(%)

J-value
Ji

(N/mm)
DN300 X 10CrNiNb 18 9

Base metal
Weld metal

240-265
440-444

277-288
471-480

562-591
631-639

197 000
170 500

63.6-77.3
46.8-57.1

53.0-68.1
30.9-42.3

213-361
80-117

DN200 X 10CrNiTi 18 9
Base metal
Weld metal

211-243
437-496

249-286
488-533

556-601
669-720

197 800
196 600

75-80
38-58

53-66
23-46

302-398
73-146

DN80 X 10CrNiNb 18 9
Base metal
Weld metal

240-277 324-332 584-654 198 500 79-81 57-58.5 229-258
288-317

DN80 15 Mo 3
Base metal
Weld metal

319-336 492-495 212 600 68-69 30.5-43 132-160
126-128

DN50 X 10CrNiNb 18 9
Base metal
Weld metal

256-263 297-309 634-638 191 300 77-78 55.5-56 229-258
288-317

Preparing of the defects
Extending from spark erosion generated starter notches, fatigue cracks up to the desired depth were produced by

cyclic loading. During cycling the criteria for the introduction of fatigue cracks into fracture mechanics specimens as
laid down in the standards are considered. The required numbers of load cycles up to the attainment of the desired
depth was estimated using the crack growth curve from Section XI, Article C-3000 of the ASME Code. Monitoring of
the crack growth was accomplished by ultrasonic (US) measurement and partly by potential probe measurements dis-
tributed over the circumference. 

Test and Instrumentation
Loading of the test pipes was achieved by internal pressure and a superimposed external bending moment using

bending rigs specially made for these tests, Fig. 2. The bending moment was introduced into the test pipe through a
lever arm and extension pipes by means of two double acting (push-pull) hydraulic cylinders. The moment loading was
applied quasi statically increasing monotonically (pipes without defects), quasi statically increasing monotonically with
inserted fatigue cycling (principally on DN50 and DN80 pipes) and displacement controlled with partial unloading to 



determine the component JR -curve (DN200 and DN300 pipes) up to the attainment of the maximum possible hydraulic
ram stroke, Tab. 2.

Table 2: Test matrix
Pipe Dimensions Material Crack Loading

Nom.
Diameter

Outer Diameter
(mm)

Wall Thickness
(mm)

Depth
(a/s)

Length
2α   (o)

Internal Pressure
pi   (MPa)

External Bending
Moment

DN300 331 32.1 X 10 CrNiNb 18 9 0.5 – 1.0 60 - 120 16 Quasi static
DN200 219.1 14.2 X 10 CrNiTi 18 9 0.5 – 1.0 120 - 270 7 Quasi static
DN80 88.9 8.8 X 10 CrNiNb 18 9 0.25 – 1.0 60 - 120 16 Quasi static
DN80 88.9 8 15 Mo 3 0.5 – 1.0 60 8 Quasi static
DN50 60.3 8.8 X 10 CrNiNb 18 9 0.25 – 1.0 60 - 120 16 Quasi static

Results of the Test
Load Bearing and Deformation Behaviour

A characteristic feature for the descrip
mation (e.g. pipe bend angle). The high c
onstrated. All of the test pipes could be loa
bending rig or beyond the maximum load
of massive fracture (no unstable crack ext
1430 was clearly exceeded in all the tests.
tically constant along the pipe axis and agr

As compared with the behaviour of un
a - crack depth) and circumferential exten
DN80 pipes, of depth up to a/s=1.0 and c
a/s=0.5 and circumferential extent 2α up 
load bearing capacity. Depending on the 
moment could be raised increasingly up t
mum load bearing capacity had still not be
DN80 and DN300 nominal diameter.

Test
Pipe

Lever arm

 Hydraulic
 Cylinder
 Extension
 Pipe
4

tion of the overall behaviour is the applied loading plotted against the defor-
apacity for deformation of all pipes (with and without cracks) could be dem-
ded up to the attainment of the maximum possible bend angle dictated by the

ing (peak load) of the test pipes without the occurrence of failure in the form
ension). The collapse load determined in accordance with ASME III. App. II-
 The strain measurements showed the introduced bending moment was prac-
eed with the moment determined from the hydraulic cylinder pressure.
cracked pipes, introduced cracks of depth up to a/s=0.75 (s - wall thickness,
t 2α up to 120O (α - half the crack circumferential angle) in the DN50 and
ircumferential extent 2α up to 60O in the DN200 pipes and of depths up to
to 120O in the DN300 pipes merely caused a small reduction in the overall
pipe and crack geometry, in the majority of the tests conducted the bending
o the maximum pipe bend angle 2Θ so that by the end of the tests the maxi-
en reached as is shown for example in Fig. 3 to 8 for tests on pipes of DN50,

Figure 2: Schematic of bending  test equip-
ment
               for pipes DN50 and DN80

 Internal
 Pressure
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Fig. 3: Load bearing behaviour of ferritic pipes with                 Fig.  4: Load bearing behaviour of austenitic pipes with
     nominal diameter DN80 (outer diameter 88.9 mm,                       nominal diameter DN300 (outer diameter 331 mm,

     wall thickness 8 mm) and internal pressure                                  wall thickness 32 mm) and internal pressure
       8 MPa at room temperature                                                         16 MPa at room temperature

Fig. 5: Load bearing behaviour of austenitic pipes with               Fig. 6: Load bearing behaviour of austenitic pipes with
    nominal diameter DN200 (outer diameter 219 mm,                       nominal diameter DN200 (outer diameter 219 mm

   wall thickness 14.2 mm) and internal pressure                                wall thickness 14.2 mm) and internal pressure
   7 MPa at room temperature                                                             7 MPa at room temperature

Failure Behaviour
Provided that crack initiation occurred at all this took place each time clearly before the theoretical collapse load or

before the maximum loading attained in the test. Crack initiation was determined by potential probe measurements and
photographic records.

• Pipes of DN50 nominal diameter (austenitic material): In tests with defect dimensions a/s=0.25 with 2α=120O and
a/s=0.75 with 2α=60O no crack initiation could be determined. In the remaining tests even with circumferential
slits (a/s=1) only slight stable crack growth occurred.

• Pipes of DN80 nominal diameter (austenitic material): In tests with defect dimensions a/s=0.25 with 2α=120O no
crack initiation could be determined. In the remaining tests even with circumferential slits (a/s=1) only stable
crack growth. 

• Pipes of DN80 nominal diameter (ferritic material): Stable crack growth occurred at times following crack initia-
tion. At no time were indications of unstable crack propagation present. 

• Pipes of DN200 and DN300 nominal diameter (austenitic material): Stable crack growth occurred at times fol-
lowing crack initiation. At no time were indications of unstable crack propagation present.

In none of the tests carried out did a failure in the form of a massive fracture (large break) occur (no unstable crack
propagation observed). Depending on the initial crack size and the pipe dimensions, no or only slight stable crack growth
occurred (e.g. in DN50 and DN80 with defect dimensions a/s=0.25 and 2α=120O) ranging up to pronounced stable crack
growth (e.g. in DN200 and DN300 with defect dimensions equal to or greater than a/s=0.5 and 2α=120O). In the tests in
which the maximum load was attained, in all cases stable crack extension occurred up to the maximum load after crack
initiation. Even after passing beyond the maximum load no unstable crack behaviour appeared. In the tests carried out with
leakage leak-before-break behaviour could be proven under the given loading conditions.
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Figure 7: Load bearing behaviour of austenitic pipes with         Figure 8: Load bearing behaviour of austenitic pipes
with

      nominal diameter DN80 (outer diameter 88.9 mm,                     nominal diameter DN50 (outer diameter 60.3 mm
    wall thickness 8.8 mm) and internal pressure                            wall thickness 8.8 mm) and internal pressure

     16 MPa at room temperature                                                     16 MPa at room temperature

Figure 9: Failure moments as compared with experimental    Figure 10: Failure moments as compared with
experimental

  data for DN200 pipes calculated using the plastic                    data for DN200 pipes calculated using the flow
limit load concept (PPL)                                                            stress concept  (FSC)

CALCULATIONAL ASSESSMENT AS COMPAREDWITH THE EXPERIMETAL RESULTS

Limit Load Calculations
From the tests carried out at MPA Stuttgart and accessible published data the results of over 330 component tests on

straight pipe (outer diameter of 60 mm to 1067 mm and wall thickness from 3 mm to 50 mm) made of austenitic and
ferritic materials are available [22]. In addition the failure moments calculated in accordance with the PLL and the FSC
were calculated with the stipulation that by suitable choice of flow stress σf the calculated failure moment should corre-
spond with the experimentally determined maximum moment. Fig. 9 and 10 show as examples of pipes of nominal di-
ameter DN200 and DN300 the good agreement of the usually for practical application used methods PPL and FSC with
the experiments.
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Fracture Mechanics Approximation Methods
To estimate the loadings (moments) at crack initiation the GE/EPRI method [15], solutions from the “Ductile frac-

ture handbook” [16] and the R6-Method [17, 18] were applied to the pipe and crack geometries investigated. It turned
out that independent of the pipe dimensions and crack type (surface crack or through-wall crack) the R6-Method is the
most suitable for estimating the loading at crack initiation and in comparison with the test results without exception
provided similar or conservative values as shown by way of example on pipes of DN50 and DN200 nominal diameter
in Fig. 11 and 12. 

CONCLUSIONS
The results of the investigation confirm the previous method of procedure in proving the integrity of pressure bear-

ing components and supplement the state of knowledge with respect to the load bearing, deformation and failure be-
haviour of circumferentially damaged small diameter pipes DN50 and DN80 as well as of pipes with diameter DN200
and DN300. In the determination of the critical crack size using limit load calculations for pipes of austenitic and ferri-
tic materials when no separate experimental verification is given, a prediction of the failure loading which lies on the
side of safety results from application of the “Plastic limit load concept” using a flow stress σf = Rp0.2 or σf =
(Rp0.2+Rm)/2.4 and by application of the flow stress concept using a flow stress σf = Rm or σf = (Rp0.2+Rm)/2. It turns out
that independent of pipe dimensions and type of crack, the R6-Method is the most suitable for the estimation of the
loading at crack initiation and consistently gives similar or conservative values when compared with the test results. In
all of the bending tests carried out on pipes with circumferential cracks stable crack extension occurred exclusively
during the conduct of the tests. In the tests carried out with leakage leak-before-break (LBB) behaviour could be proven
under the prevailing loading conditions and the crack geometries present.

Figure 11: Critical crack sizes R6-Method and limit load           Figure 12: Critical crack sizes R6-Method and limit load
  calculations (σfl=[Rp0,2 +Rm]/2.4) for pipes                                  calculations (σfl=[Rp0,2 +Rm]/2.4) for pipes

  with nominal diameter DN200                                                    with nominal diameter DN50 

NOMENCLATURE

a = crack depth Rm = tensile strength
2c = circumferential crack length Rp0,2 = yield strength

om& = leak rate S = safety factor
pi, p = pipe internal pressure T = temperature
s = wall thickness α = circumferential crack angle
A = pipe cross section area ∆a, ∆c = crack growth
DN = nominal pipe diameter (outside) σfl = flow stress
Mb = pipe bending moment θ = pipe bending angle
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Wall Thickness s = 8.8 mm
Crack depth a/s = 1.0
Internal Pressure pi = 16 MPa
Material    X 10 CrNiNb 18 9

    Ultimate Tensile Strength R m= 636  MPa

    Yield Strength R p0,2 = 261  MPa

Flow Stress σf  = (Rp0,2+Rm)/2.4 = 374 MPa
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